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Abstract 

Neutral molecular radicals have received increasing attention as building blocks for functional 

molecular materials owing to their intrinsic conductive and magnetic properties. However, for these systems 

to be technologically viable, the molecular framework must be capable of stabilizing the unpaired electron, 

but also enable a degree of control and modulation of the desired properties. To achieve these goals, the 

design of the radical template requires consideration of the intrinsic effects on the electronic structure and 

those from a supramolecular perspective. In that regard, thiazyl radicals are promising candidates, as their 

physical attributes can be tuned systematically for the application at hand. 

 In the pursuit of tunable thiazyl frameworks, two thiatriazinyl radicals have been synthesized and 

functionalized with heteroaromatic substituents. The contrasting nature between the attached thienyl and 

pyridyl substituents was evident upon establishing the preparative routes towards the neutral radical, and 

further demonstrated when the radicals were characterized spectroscopically. Structural analysis has 

emphasized the ability for the heteroaromatic moieties to direct the assembly of molecules into different 

supramolecular arrangements, in addition to self-associating into tightly bound structures. 

While dimerization voids the spin properties of these radicals, the redox-versatile thiatriazinyls 

were designed to explore the physical properties originating from metal coordination. Using the more robust 

anionic precursor, a dinuclear dysprosium complex was isolated and structurally analyzed, where oxidation 

of the ligand occurred in the process. A mechanism towards the self-assembly of the complex has been 

proposed by NMR studies using the isostructural yttrium analogue, which has provided insights on the 

metal-ligand reactivity. Furthermore, single-molecule magnet behaviour was observed for the dysprosium 

complex following magnetic investigations. 

In contrast to thiatriazinyls, the resonance-stabilized pyridine-bridged bisthiadiazinyls can remain 

undimerized in the solid state. Three derivatives have been developed with thienyl attachments and vary by 

the atomic substitution at the basal carbon position (i.e., R = H, F, Cl). Solution measurements illustrated 

spin delocalization extending across the ́-framework, while halogenation provided a handle to fine-tune 

the energies of frontier molecular orbitals. Moreover, the ability of the thienyl rings to engage in various 

interactions was manifested in the polymorphic behaviour for each derivative. The solid-state structures 

were analyzed from single-crystal X-ray diffraction and highlighted the range of supramolecular 

architectures afforded by these systems.   

Lastly, two crystallographic phases of a bisdithiazolyl derivative were isolated selectively, such 

that the low-temperature phase possess an unprecedented high-symmetry trigonal space group. The mix-

matched sizes of the beltline substituents afforded a honeycomb arrangement of stacked radicals. Magnetic 
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measurements depicted a transition to an antiferromagnetically ordered state below 8 K, from which a high-

temperature series expansion function was developed to model the magnetic data. Analysis of the results 

suggest the presence of two equivalent spin-spiral sublattices spanning across the crystal lattice three-

dimensionally. 
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dark blue and B in dark yellow for clarity) and (c) down the normal of the bis-TDA plane. Contacts 

are shown as dash lines and faded regions indicate molecules in background of view. Colour code: 

C, grey; H, white; N, blue S, yellow. .......................................................................................................... 79 

Figure 4.10 Unit cell projections of ɔ-4-7 illustrating (a) staggered rows linking stacked molecules 

centrosymmetrically by contact d1 and (b) the herringbone packing of slipped -́stacks. Views of 

the ladder-like arrangement of molecules with intra- (d2ï3) and interstack (d4) ́ ḯ contacts (c) down 
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Chapter 1 

 

 

Introduction  to Radical-Based Molecular Materials 

 

 

1.1 Opening Remarks 

Organic free radicals, comprised of first-row p-block elements, are defined as molecular species 

with subvalent electronic structures. For these systems, the open valence introduces an intrinsic instability 

that warrants a degree of stabilization.1 Most often, this is translated to the reactivity of radicals, in which 

a thermodynamic gain is achieved through the spontaneous pairing of electrons, either by atom or electron 

transfer processes (e.g., dimerization, disproportionation reaction, redox reaction), requiring little to no 

activation energy.2 Under these circumstances, molecular radicals are short-lived and transient in nature. In 

other instances, molecular design strategies can be used to preserve the open-shell character, affording 

organic radicals with longer lifetimes.3ï5 Generally, these approaches invoke a kinetic or thermodynamic 

stability to the electronic structure. Regarding the former, methods utilize steric protection to inhibit the 

unpaired electron from reacting with its environment, while the latter involves the distribution of spin 

density over the molecular framework thereby lowering the potential for reactivity. In many examples, both 

approaches are employed to modulate the chemical stability of radicals, depending on the application at 

hand, and with that, radicals have received popularity towards roles in molecular transformations,2,6 

biological applications7,8 and functional materials.3,9  

 Interestingly, the consideration that radicals could be stable was unconceivable just over a century 

ago. In fact, chemists struggled to accept the existence of organic radicals, as characterization of these 

materials was a near impossible feat.10 This notion, however, had been reconsidered upon the discovery of 

the triphenylmethyl radical 1-1 by Moses Gomberg in 1900.11 His initial attempt to synthesize 

hexaphenylethane through a reaction involving triphenylmethyl bromide with silver metal resulted in the 

immediate precipitation of the peroxide 1-2 (Scheme 1.1). Gomberg realized the exclusion of oxygen from 

this reaction halted precipitation until it was reintroduced into the system. Experimental data exclusively 

collected through analytical and calorimetric methods supported the elucidation of 1-1 as a radical. This 

report undoubtably sparked the renaissance of radical chemistry within the 20th century, which not only 

supported the existence of free radicals but shed new light on the stability of open-shell molecules.  
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Scheme 1.1 Synthesis and oxidation of triphenylmethyl radical 1-1. 

1.2 Modulation of Radical Stability Through Molecular Design Strategies  

1.2.1 Stability Enhancement via Steric Protection 

With advancements in technology, the stability and electronic structure of radicals have been 

studied extensively. It should be stated that the term ñstabilityò is subjective in respect to radicals and bears 

no universal definition. However, for the purpose of this thesis, the definition inscribed by Griller and 

Ingold will be used to bring context to radical stability.12 A radical deemed ñpersistentò infers that its 

lifetime is long enough to be detected by spectroscopic methods but cannot be isolated in a pure state, 

whereas the descriptive term ñstableò implies a radical that is unreactive to air and moisture in solution and 

solid state indefinitely. In that regard, triphenylmethyl (1-1) represents the first account of a persistent 

radical.11 Accordingly, 1-1 has not been isolated discretely in the solid state, but rather self-associates 

forming the ů-bonded dimer 1-3 (Chart 1.1).13 Nonetheless, this CðC ů-bond is relatively weak 

(dissociation enthalpy = 45 kJ·mol-1),14 such that dissolution of 1-3 re-establishes an equilibrium with the 

monomer 1-1. The reversibility of dimerization, and thus persistent nature of the neutral radical in a 

deoxygenated solution can be attributed to the steric congestion brought about by the phenyl groups.15  

 

Chart 1.1 Self-association of triphenylmethyl radical 1-1 along with examples of sterically protected 

derivatives. 

From a kinetic standpoint, the open-shell structure of 1-1 remains susceptible towards reactivity 

with its surroundings due to a degree of spin delocalization along the phenyl -́system, as demonstrated by 

the propensity of 1-1 to dimerize (1-3) or oxidize (1-2). This vulnerability can be circumvented through 
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additional shielding measures via chemical modifications along the phenyl moieties (e.g., 1-4 and 1-5 in 

Chart 1.1). For instance, ů-dimerization can be alleviated through functionalization at the para-position of 

the phenyl rings blocking reactivity at these peripheral sites (e.g., 1-4).16,17 Moreover, when ortho-

substituents are also introduced, rotational mobility about the aryl moieties is reduced from the repulsive 

van der Waals forces generated by these groups and consequentially, spin density is concentrated on the 

central sp2-hybridized carbon atom. This effect becomes more pronounced upon chlorination of the phenyl 

groups, as in 1-5, in which the unpaired spin is confined to this center.18,19 Essentially, this is due to the 

perchlorophenyl rings locked into one of two propeller-shaped conformations as a result of a high 

intrarotational barrier (96 kcal mol-1).20ï22 In so doing, the voids in-between the protruding aryl moieties are 

filled by the size of the ortho-chlorine atoms, which further shields the spin density of 1-5 against most 

chemical reactivity, both in solution and the solid state.19 

1.2.2 Stability Enhancement via Delocalization 

In sharp contrast to steric protection, thermodynamic approaches aim to stabilize open-shell 

structures through electronic effects intrinsic to the molecule. One of the most common tactics is the 

delocalization of the unpaired electron through a conjugated -́framework. In this scenario, spin density is 

divided among a manifold of atoms and adequately reduces reactivity at a given location. A prime example 

demonstrating this effect is the phenalenyl radical 1-6; a fused carbon-based polycyclic framework devoid 

of steric protection.23ï25 The rigid platform enables distribution of electron density in the singly occupied 

molecular orbital (SOMO) to the six alpha-carbon positions equivalently. In other words, the spin density 

of the single electron is evenly divided between the carbon atoms. The effect of resonance stabilization is 

apparent in solution, in which 1-6 can exist for an extended period; however, it should be noted that such 

stability only occurs under strict anaerobic conditions at room temperature. At lower temperatures, 1-6 

succumbs to its kinetic instability where an equilibrium forms between the radical and its ů-dimer 1-7 in 

solution.26 In the solid state, the radical dimerizes entirely and, under aerobic conditions, rapidly 

decomposes to peropyrene (1-8; Scheme 1.2).23,27 

 

Scheme 1.2 (a) Self-association and (b) decomposition of the phenalenyl radical under atmospheric 

conditions. 

For phenalenyl radicals, and in fact most carbon-centered radicals, delocalization is often not 

enough to overcome decomposition pathways. Such radicals therefore often require additional support in 
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the form of steric protection or through the incorporation of heteroatoms into the -́system (vide infra). 

With respect to self-association of phenalenyl radicals, strategic placement of tert-butyl groups at the ɓ-

carbon atoms as in 1-9 (Chart 1.2) protects molecules from ů-dimerization both in solution and solid state.28 

However, the crystal structure reveals one-dimensional (1D) stacks of molecules in an anti-staggered 

arrangement separated by interplanar distances within the van der Waals radii for carbon atoms. Studies 

have elucidated this close contact to exist as a multicenter/two-electron interaction, illustrating another 

mode of spin pairing between ́ -systems known as ́-dimerization, as highlighted in 1-10.29ï31 Like ů-

dimerization, the degree of this bonding interaction is heavily influenced by the interplay of attractive and 

repulsive forces between molecules.32 Thus, dimerization can be modulated through judicious choice of 

substituents along the radical framework.33ï35 For instance, chlorination of the peripheral atoms of 

phenalenyl affords 1-11, in which electronic repulsion between these atoms disrupts ́ -dimerization along 

a stack of radicals in the solid state.36
 

 

Chart 1.2 Sterically and electronically stabilized phenalenyl derivatives. 

1.2.3 Stability Enhancement via Heteroatomic Effects 

 An alternative method employed to stabilize the unpaired electron in organic radicals takes 

advantage of heteroatoms that can contribute to the -́system such as nitrogen, oxygen and sulfur atoms. 

The energy of the SOMO can be further stabilized by the greater electronegativity of these atoms relative 

to carbon, while also promoting spin delocalization throughout the molecule. Commonly, CïH groups of 

carbon-based ́-frameworks are replaced with an isolobal nitrogen as depicted in 2-azaphenalenyl 1-1237 

or, as in the case of 1-13, heteroatomic substituents can be included along the molecular edge (Chart 1.2).38 

Relative to unfunctionalized phenalenyl (i.e., 1-6), the stability of 1-12 has only been investigated in 

solution where ů-dimerization is suppressed, while 1-13 has been shown to be electronically stabilized both 

in solution and solid state without steric support. The heteroatomic modifications to the phenalenyl skeleton, 

in addition to steric influences mentioned previously, certainly modulate the degree and type of 

dimerization between radicals within the various states; however, their ability to tolerate water and oxygen 

has yet to be reported. 
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Through solely an electronic approach, enhancing the stability of phenalenyl-based radicals has 

been achieved via extension of the molecular backbone into larger -́frameworks with the aid of heteroatom 

inclusion (see Chart 1.3 for examples). In 1-14, the unpaired electron is delocalized by spiro-conjugation39 

between two orthogonal phenalenyl units connected through a tetrahedral boron center.40 Depending on the 

hydrocarbon groups attached to the nitrogen atoms, derivatives of 1-14 have shown to be monomeric in 

crystalline form or assemble into an arrangement of -́motifs.40ï43 Preparation of extended phenalenyl 

frameworks while maintaining 3-fold symmetry continue to garner attention, an example of which is 4,8,12-

trioxotriangulene 1-15.44 Here, radicals are electronically stabilized by a 25-́electron system and exhibit 

high resilience towards molecular oxygen in both solution and the solid state. Under aerobic conditions, the 

half-life of 1-15 concentrated in solution is 18.5 days, while solid samples possess high thermal stability up 

to 350°C.44 It is noteworthy to mention other carbon-based radicals that display extensive ́-delocalization 

sans phenalenyl, such as porphyrinoids. The structural diversity behind the macrocyclic framework presents 

a platform for stable open-shell structures utilizing varying ring sizes and substituents.4,45 For example, the 

odd-alternant pentathiapentaphyrin 1-16 also exists as a planar 25́ radical and has been demonstrated to 

be stable thermally and chemically towards air and moisture.46 

 

Chart 1.3 Examples of stable carbon-centered radicals with extended -́conjugation. 

When spin density primarily resides on carbon atoms, as observed in the examples above, radicals 

benefit significantly from greater ́-delocalization in order to circumvent reactivity. However, the same 

degree of resonance is not often required for heteroatom-centered radicals. For these radicals, ů-

dimerization between light heteroatoms (e.g., N, O, S) is often impeded by the repulsive interactions 

between lone pairs, while reaping the electronic stabilization that accompanies the electronegativity.47 This 

can be appreciated among some of the most stable and recognizable organic radicals shown in Chart 1.4. 

Nitroxide radicals including TEMPO (2,2,6,6-tetramethylpiperidin-1-yl)oxyl) and its analogues 1-17 are 

effective at stabilizing an unpaired electron by delocalization between the two heteroatoms,48 and more so 

nitronyl nitroxide radicals 1-18, in which the SOMO is partitioned between a pair of NïO moieties.49 

Generally speaking, these radicals display excellent resistance towards dimerization and can be handled in 

the presence of water and air, although they have the tendency to disproportionate in which substitution at 
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the Ŭ-positions to the nitrogen atom is imperative. On the other hand, similar stabilities are afforded in 

verdazyls 1-19 and 6-oxoverdazyls 1-20, many of which do not require the same extent of steric demand.50ï

54 In these examples, two hydrazyl linkages are integrated into a cyclic arrangement, thereby optimizing 

delocalization of an unpaired electron between the moieties. This stability is not translated to most acyclic 

variants, whereby destabilizing effects arising from the twisting of the NïN bond induce a persistent 

nature.55 

 

Chart 1.4 Family of nitroxides and verdazyls as stable nitrogen- and oxygen-centered ́-radicals. 

Molecular radicals that introduce heavier main group elements into the organic infrastructure are 

often thermodynamically unstable and require sufficient steric encumberment when spin density is 

centralized on these atoms.56,57 These systems in many cases do not benefit from the electronic effects 

afforded by light heteroatoms and often suffer poor p-overlap for ́ -delocalization as a consequence of 

atomic size differences. To the contrary, an exception lies with sulfur-based radicals, more specifically, 

the family of thiazyl-based radicals bearing an unsaturated three-electron SïN linkage (i.e., *́ 

SOMO).58ï60 Incorporation of the thiazyl unit into five- and six-membered heterocyclic skeletons has 

resulted in a series of 7́-electron radicals (1-21ï1-25 in Chart 1.5).60ï64 In general, monocyclic thiazyls 

are persistent and require meticulous handling to avoid hydrolysis65 and oxidation.66 In the absence of 

moisture and air, the electronic effects associated with these atoms are enough to stabilize the open-shell 

structure without the need for steric interventions in solution. Moreover, the difference in 

electronegativity between the SïN bond leaves the moiety polarized towards the nitrogen atom. With the 

lack of protecting groups, this polarization has shown to be influential towards controlling the self-

assembly of radicals through electrostatic Sŭ+···Nŭ- interactions, from which this family of radicals have 

portrayed a diverse array of crystallographic architectures; an indispensable quality for applications 

utilizing molecular radicals (vide infra). Despite this desirable attribute, the vast majority of monocyclic 

thiazyls undergo a degree of -́dimerization in the solid state.67  
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Chart 1.5 Family of five- and six-membered monocyclic thiazyl ́-radicals. 

Inhibition of dimerization through an electronic means has been demonstrated through the 

annulation of two monocylic radicals with a bridging system (Chart 1.6). For example, the unsaturated Cï

C bond adjacent to the spin-bearing nitrogen atom in 1-21 permits functionalization to a conjugated unit 

such as pyridine, thereby bridging the spin density from one 1,2,3,5-dithiadiazolyl ring between two rings 

as depicted in bisdithiazolyls 1-26. The synthetic preparation for these molecules has thus far required alkyl 

functionalization of the pyridyl nitrogen atom with a range of substituents at the basal carbon atom (e.g., 

proto, halo, methyl, phenyl).68,69 In the majority of cases, resonance stabilization contributes to discrete 

radicals of 1-26 in the solid state, from which the spin-bearing molecules have demonstrated unique packing 

arrangements arising from favourable intermolecular interactions (e.g., SĿĿĿNô, ḯ́). Other variations of 

this framework have been explored to probe the structure-property relationships of 1-26. For instance, 1-24 

contains the structural infrastructure to be linked to bridging systems, as demonstrated by pyridine-bridged 

bisthiadiazinyls 1-27. The few known derivatives all ́-stack as unassociated radicals in the solid state.70,71 

Alternatively, modifying the bridging ring system in 1-26 to pyrazine or semiquinone as in 1-28 and 1-29, 

respectively, influences the supramolecular architectures drastically. In 1-28, the radicals are more 

susceptible to self-association as a consequence of the removal of the basal carbon unit,72,73 while in 1-29, 

replacement of pyridyl nitrogen for the isolobal carbonyl moiety induces close packing without such 

distortions.74ï77 Thus, the role of the exocyclic ligands towards modulating the stability is highlighted within 

this family of fused tricyclic radicals. Furthermore, replacement of the sulfur atoms for selenium has been 

successful in maintaining the stable radical character in the solid state (i.e., 1-30).78 

 

Chart 1.6 Family of bridged bisthiazyl and bisselenazyl -́radicals.  

To date, numerous persistent and stable molecular radicals have been constructed using covalent 

design strategies, in which stabilization is afforded through a degree of steric, conjugative, or inductive 

effects, and for many, an interplay of all three. The enhancements made towards the lifetime of open-shell 

molecules has led to their widespread development in an array of chemical, biological and physical 
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applications. Crucial to the design of these materials is a molecular framework that not only stabilizes the 

electronic structure but supports the properties of a targeted application. In that regard, radicals have been 

at the forefront as novel building blocks towards the design of molecular materials, where bulk properties 

can be achieved through the assembly of tailored molecules. The unpaired electron intrinsically brings a 

novel conductive and magnetic element to the material, that can be activated through pathways that enable 

effective communication between electron sites. Crystal engineering of the solid state becomes essential, 

such that favourable and predicable interactions can be integrated through the molecular design of the 

radical. Thus, there remains a growing interest to unlock new molecular templates that allow control over 

these properties with precision. As this thesis pertains to the design of molecular materials, a short 

discussion will follow on fundamental properties relating to open-shell systems, and more specifically, 

molecular radicals.  

1.3 Electronic Properties of Molecular Radicals 

1.3.1 Origin of Magnetism 

The inherent magnetic properties of open-shell systems stem from both the charge and spin of an 

electron.79 Spin is best understood as an intrinsic form of angular momentum.80 Although there is no 

classical equivalent to this quantum phenomenon, one often conceptualizes the spin moment as a 

perpendicular vector ╢ᴆ (Figure 1.1a, red arrow) arising from the rotation of an electron about a fixed axis. 

The quantization of ╢ᴆ is defined by Equation 1.1 and parameterized by the spin quantum number s, in which 

for all electrons, s = ½, and the reduced form of Planckôs constant (ᴐ = h/2 )́. Although this vector carries 

a direction in three-dimensional (3D) space, it cannot be measured directly as a contingency of the 

Heisenberg uncertainty principle, but instead a component of ╢ᴆ can be measured along a given axis with 

precision. Quantum mechanics dictates that the magnitude of this projection ╢◑ must take on specific values 

agreeing with Equation 1.2, assuming the direction of this axis to be z of a Cartesian coordinate system. In 

addition, ╢◑ can assume one of two positions as depicted in Figure 1.1.b and therefore, the quantum number 

ms replaces s to distinguish between the spin states coparallel (ms = +½; spin up or Ŭ-spin) and antiparallel 

(ms = -½; spin down or ɓ-spin) to the z-direction. 
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Figure 1.1 (a) Pictorial representations of the intrinsic spin ╢ᴆ and magnetic moment ‘ᴆ of an electron. (b) 

Projections of the vectors ╢ᴆ and corresponding ‘ᴆ along the z-direction for spin up (above dashed line) and 

spin down (below dashed lines) configurations as defined by ms. Dotted arrows illustrate the precession of Ὓᴆ 

around the direction of an external magnetic field Ὄᴆ aligned with z. 

 ╢ᴆ ᴐ ίί ρ (1.1) 

 ȿ╢◑ȿ ᴐί ȿᴐάȿ (1.2) 

Consequentially, a magnetic field is generated as a result of a spinning particle bearing both mass 

ά and charge ή. The magnetic moment for an electron, signified by the vector ‘ᴆ in Equation 1.3, is derived 

by the relationship between the mass and charge of the particle with its spin through a quantum-mechanical 

proportionality constant Ὣ. With respect to the angular momentum, the direction of ‘ᴆ is antiparallel to ╢ᴆ, 

originating from the negative charge of an electron (Figure 1.1a, blue arrow) and subjected to same 

uncertainty. In other words, projections of ‘ᴆ can only be measured along a given axis (‘ in Figure 1.1b) 

with values determined by Equation 1.4, where the constant term (ᴐq/2m) is substituted with the Bohr 

magneton ‘Ȣ  

 ‘ᴆ Ὣ
ή

ςά
 ╢ᴆ (1.3) 

 ‘ Ὣ
ή

ςά
ᴐά Ὣ‘ά  (1.4) 

Just like spin, orbital angular momentum ╛ᴆ produces a second magnetic moment. These motions 

have the potential to be coupled through a spin-orbit interaction, in which case, the total electronic angular 

momentum ╙ᴆ is the vector sum of the individual observables (i.e., ╢ᴆ  ╛ᴆ). Thus, the total magnetic moment 

of an electron along a given axis will reflect this summation. It is noteworthy that spin-orbit interactions 

are usually quenched in light atoms with principle quantum number of 2 and therefore, the predominate 

source for the total magnetic moment of an electron in these atoms is rooted from spin. Collectively, each 

electron contributes to the non-zero magnetic moment of a material that constitutes its magnetic behaviour. 
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1.3.2 Electron-Zeeman Interaction 

In the presence of an external magnetic field Ὄᴆ, electrons will experience a torque arising from the 

interaction between its magnetic moment and the field. For unpaired electrons, this force induces a 

precession of ╢ᴆ around the direction of Ὄᴆ like a spinning top, such that the most stable orientation occurs 

when ╢ᴆ is maintained at a conical angle of ɗ = 54.73°. This angle coincides with maintaining the component 

Sz along this direction (dotted arrows in Figure 1.1b). Given the quantum-mechanical nature of spin, the 

potential energy of this system emerging from the magnetic interaction can be described by the spin 

Hamiltonian operator in Equation 1.5, such that the energy of each spin state E is quantized according to 

Equation 1.6.81,82 Since both spin states differ in the direction, not magnitude of ‘, the degeneracy of the 

energy states is broken by the magnetic field as to produce an energy gap ῳὉ  outlined in Equation 1.7. 

This effect, known as the electron-Zeeman interaction, is illustrated for a one-spin system in Figure 1.2, in 

which the spin-down state of an electron is favoured over the other (i.e., Eɓ < EŬ).  

 ꞊ ‘ᴆẗὌᴆ (1.5) 

 Ὁ  Ὣ‘ά ẗὌ  (1.6) 

 ῳὉ Ὣ‘ᴐϽὌ (1.7) 

 

Figure 1.2 Zeeman energy splitting diagram of the ms states for an electron as a function of the strength of 

an external magnetic field H. 

From the Zeeman interaction, the spin state of a material can be manipulated for different purposes. 

Spin inversions can be facilitated through the application of electromagnetic radiation that correspond to 

ῳὉ . The radiative emissions upon the relaxation from excited spin states is the basis of electron 

paramagnetic resonance (EPR) spectroscopy.83 Analogous to nuclear magnetic resonance, EPR can be 

applied to the identification of open-shell molecules,84 characterization of electronic structures and imaging 

techniques that rely on spin labels.7 Conversely, thermal energy can populate high-energy spin states. The 

changes in the magnetic behaviour of a material as a function of temperature is a focus of magnetometry.79 
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For isolated spins, the net magnetization of a material depends on a Boltzmann distribution of the spin state 

populations; however, in instances where magnetic communication between spin sites is present, an ordered 

alignment of spins can prevent thermal population to excited spin states. Upon removal of the field, a bulk 

magnet can be produced if the communication is strong enough and the retention of the spin alignment is 

achieved. 

1.3.3 Molecular Magnetism and Conductivity 

Magnetic communication of the alignment of spins originates from the exchange interaction 

between electrons. For two spin-bearing sites (i,j) in close proximity to each other, the following Heisenberg 

Hamiltonian in Equation 1.8 is used to define the coupling of spins by the exchange parameter J, where the 

interaction spin operators ╢ and ╢ can either be ferromagnetic (FM; parallel spins) or antiferromagnetic 

(AFM; antiparallel spins) in nature.85 The spin quantum number S is used to reflect the total number of 

spins for a multi-electron system (i.e., S = 1), such that the spin multiplicity (2S + 1) describes the possible 

spin configurations that can be achieved through values of ms (i.e., ms = S, S - 1, é -S). In this bicentric 

system, the energies of the triplet and singlet spin-ground states will be determined by the magnitude of J, 

in which FM interactions favour positive values of J, while AFM interactions are determined by negative 

values. Thus, the difference in energy between the two configurations ῳὉ  is a function of 2J (Equation 

1.9) as illustrated in Figure 1.3.   

 ꞊ ‘ᴆẗὌᴆ (1.8) 

 Ὁ  Ὣ‘ά ẗὌ  (1.9) 

 

 

Figure 1.3 Energy diagram of a two-spin system as a function of the exchange integral J. 
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The mechanism for magnetic exchange is dependent on a pathway facilitating the interaction, in 

which for molecular radicals with localized spins, often entails the direct overlap of neighbouring SOMOs. 

Using the two-site Hubbard model, the degree and magnitude of the pairwise exchange between radicals 

can be represented by two terms in Equation 1.10. The first energy term denotes the potential exchange 

integral (K) contributing to the preferential alignment of coparallel spins given by Hundôs principles. The 

second term describes the kinetic exchange between spins by means of the transfer integral (t) and the on-

site Coulombic repulsion (U), which simultaneously stabilizes an AFM interaction. More often than not, J 

is AFM due to the direct relationship of t with the overlap of the magnetic orbitals (|t| > 0; Figure 1.4a,c). 

On the basis of orthogonal overlap (|t| = 0; Figure 1.4b), FM interactions are expected to dominant solely 

through the exchange integral, which always remains positive.  

 
ςὐ ςὑ

τὸ

Ὗ
 

(1.10) 

 

Figure 1.4 The magnitude of the transfer integral t influenced by the degree of SOMO overlap. 

Given a lattice of interacting radicals, direct exchanges can construct the formation of one-, two- 

or 3D magnetic networks.86 Assuming the latter option, exchange interactions can unify the spins of all 

radicals into a magnetically ordered state, where one can imagine a ferromagnet arising from the coparallel 

alignment of spins through a FM magnetic lattice, while the reverse would be true for an antiferromagnet. 

Characteristically, ferromagnets preserve magnetization upon the removal of a magnetic field and the 

stability of the lattice is measured by coercivity (i.e., the strength of a reverse field needed to demagnetize 

the system). Nevertheless, residual magnetization can be observed with AFM lattices. Examples include 

spin-canted antiferromagnets, where spins are not oriented uniformly with respect to each other, or 

ferrimagnets in which the magnitude of the magnetic moment differs between spin sites (e.g., Si Í Sj). For 

all magnetic orders, there is a critical temperature that corresponds to its transition (TC for FM; TN for AFM) 

that is dependent on the strength of J. Above this temperature, thermal energy is suffice to break apart these 
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interactions, whereby higher-energy spin states can be populated and lead the system towards paramagnetic 

behaviour. 

 In addition to molecular magnetism, the Hubbard model can describe molecular conductivity in 

radicals (Figure 1.5).87 From the previous discussion, the kinetic exchange between two spins sites was in 

relation to a high-spin state, where a large Columbic barrier (U) inhibits electron delocalization between 

the SOMOs. However, a low-spin state can be promoted through electron mobility if U is lower in energy 

in comparison to the term 4|t|. The energy barrier to charge transfer can be approximated to the 

disproportionation enthalpy (ῳὌ ) shown in Equation 1.11, which corresponds to the energy difference 

between the ionization potential (IP) and electron affinity (EA) of a molecule. Molecular frameworks that 

can stabilize a neutral radical state and its respective oxidation states can effectively lower U and enhance 

conductivity within a system. Extension of a radical-dimer model to a 1D array of radicals generates the 

formation of half-filled molecular bands (Figure 1.5b), where the degree of bandwidth (W = 4|t|) with 

respect to U determines if a system will behave like a metal or an insulator. For metallic systems, 

conductivity is enhanced as electrons can, in essence, migrate freely from the valence band into the empty 

conduction band; however, this flow can be disrupted if the uniform -́stack of radicals is susceptible to a 

Peierls distortion.88 In other words, the pairing of radicals provides greater stability to the system compared 

to the lattice interactions maintaining the uniform arrays, and thus, conductivity is compromised (Figure 

1.5c). 

 Ὗ ῳὌ ὍὖὉὃ  (1.11) 

 

Figure 1.5 Extension of spin states from (a) a radical dimer to band structures for (b) a 1D array of SOMOS 

and (c) a Peierls distorted array. 

1.4 Thiazyls as Building Blocks for Molecular Materials 

1.4.1 Design of Molecular Materials 

The design of radicals for molecular materials is dependent on several considerations.9 Needless to 

say, a molecular framework must possess the ability to stabilize an open-shell structure in order to tap into 

the properties afforded from unpaired electrons. Stabilization of the radical character through a delocalized 
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-́system is beneficial from the perspective of intermolecular communication, as ḯ́ interactions often 

dominate the assembly of molecules, while simultaneously creating opportunities for spinïspin interactions 

between radicals. Likewise, radicals profit from heteroatom inclusion in terms of their influences on 

electronic structures and their ability to direct crystal packing. This latter characteristic can be a vital tool 

for modulating multi-dimensional networks for electronic communication in molecular materials by 

influencing the degree and type of orbital overlap via intermolecular interactions. On the contrary, 

restricting intermolecular spin-spin interactions may be desirable, in which case, steric protection is not 

detrimental to the development of molecular materials. For example, isolation of spin centers necessitates 

the enhancement of physical properties, as seen for single-molecule magnets (SMMs) that rely heavily on 

magnetic anisotropy.89,90 

 With all this being said, an underlying factor for designing molecular materials is the ability to 

control the arrangement and orientation of molecules in the solid state rather than serendipitously. In the 

end, mother nature ultimately dictates this, however, the utility of supramolecular synthons can help 

generate predictable structural motifs.91 A molecular platform that enables facile chemical modifications 

can provide a high degree of tunability in relation to its physicochemical properties. Ideally, control and 

modulation include both electronic and solid-state properties that comes through in the distribution of spin 

density, orbital energetics, and engineering of the crystal lattice, selectively. Out of the classes of radicals 

discussed this far, thiazyl radicals and their heavier chalcogen congeners are ideal candidates for molecular 

materials, as the structural versatility of these systems provide a systemic approach to fine-tuning the 

properties at hand. For this reason, the direction of the work presented in this thesis follows suit to 

understanding the structure-property relationships found in thiazyl molecules. With that, the focus of the 

remaining chapter will discuss an overview of molecular materials brought forth through thiazyls.  

1.4.2 (SN)x Polymer 

The pursuit of molecular materials utilizing thiazyl chemistry came to light upon the discovery of 

the (SN)x polymer (1-31); a one-component, metallic polymer synthesized exclusively from non-metal 

atoms.92 This material crystallizes as fibrous needles that exhibits impressive conductive and 

superconductive properties.93ï96 The source of the metallic behaviour originates from unpaired electrons 

residing in *́ orbitals at each of the thiazyl subunits. Owing to the coparallel arrangement of planar chains 

(Figure 1.6), electrons can delocalize effectively along the polymeric backbone in a highly anisotropic 

manner.97 
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Figure 1.6 The metallic (SN)x polymer and its self-assembly into sheets through S···Sô interactions (in 

box). 

Inspired by 1-31, thiazyl moieties have been integrated into a multitude of heterocyclic frameworks 

in the exploration for novel molecular materials.60,98ï100 The polarized SïN linkage has not only 

demonstrated to be a platform that stabilizes the spin and charge carrier but offers a means to direct crystal 

packing through predictable and favourable electrostatic interactions (i.e., S···Nô and S···Sô). From this, a 

collection of supramolecular architectures has been realized through heterocyclic thiazyls, showcasing a 

range of multi-dimensional pathways for electronic communication. Bulk magnetic and conductive 

properties have been reported for many monomeric radicals in the solid state, and in some cases 

isostructural selenium variants have enhanced these properties, emphasizing the impact that larger, more 

diffuse orbitals have on strengthening interactions between spin-active molecules. Moreover, thiazyl 

molecules are well-equipped for the fine-tuning of the electronic and solid-state properties through the 

modifications of the skeletal framework and additionally has offered new opportunities to input additional 

physical features to the material (e.g., optical, liquid crystalline properties). 

1.4.3 Monocyclic 1,2,3,5-Dithiadiazolyls as Molecular Magnets 

1,2,3,5-Dithiadiazolyls (1-23) were one of the first thiazyl heterocyclic building blocks considered 

for the development of neutral radical conductors.61,101ï103 The attractive framework provides a local 

distribution of the ́ * -SOMO along the intra-annular heteroatoms that features a nodal plane along the 

attachment of the exocyclic substituent (Figure 1.7). Because of this latter characteristic, functionalization 

of 1-23 at the carbon position has, for the most part, minimal effects on the electronic structure, but becomes 

influential on the crystallographic assembly. This valuable handle, in congruence with the antibonding 

symmetry of the SOMO, has been shown to manifest a diverse arrangement of -́stacking modes in the 

solid state as illustrated in Figure 1.7a-d.67 Although, without steric support, there exists a proclivity for 1-

23 to self-associate through the ́-systems, given the dimerization enthalpy estimated to be ca. 35 kJ·mol-1. 
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Figure 1.7 SOMO of 1,2,3,5-dithiadiazolyls 1-23 and (a) cis-cofacial (b) twisted (c) trans-cofacial (d) 

trans-antarafacial modes ́-stacking modes in the solid state (in box). 

With appropriate functionalization, molecules of 1-23 can remain disjointed in the solid state 

through steric and electronic repulsion. Examples of monomeric radicals listed in Figure 1.8 mark some of 

the first appearances of magnetic ordering seen in thiazyl-based systems. The aryl-substituted 1-32 can 

crystallize into either one of two polymorphs, in which case one exists as a bulk spin-canted antiferromagnet 

ordering below TN = 36 K,104,105 while the other precludes this long-range property.106 In both structures, 

strategic placement of the para-nitrile group yields chain-like arrays of radicals linked head-to-tail by a 

series of CN···Sô interactions, however, the striking differences in their magnetic behaviour lies within the 

orientation of chains with respect to each other (i.e., coparallel vs. antiparallel), that either propagates or 

disrupts a 3D magnetic lattice. When the nitrile synthon is replaced with a nitro group as in 1-33, the system 

orders to a FM state below TC = 1.3 K.107 The sharp contrast in the magnetic properties is attributed to the 

out-of-plane twisting of the para-nitro synthon that continues to support a linear organization of radicals, 

but stabilizes a near-orthogonal arrangement of neighbouring chains. 
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Figure 1.8 Examples of monomeric 1,2,3,5-dithiadiazolyls 1-32 and 1-33 and their assembly into chain-

like arrays through interactions between their respective para-substituted synthon and disulfide linkage 

(in box). 

1.4.4 Metal-Thiazyl Complexes Towards Magnetic Materials 

While the exocyclic functional group in 1-23 plays a role in preventing self-association in the 

solid state, from a materials point of view this becomes counterproductive in strengthening spin-spin 

interactions through closer contacts. An alternative approach to circumvent these issues has explored the 

coordination of 1-23 to metal centers, which takes advantage of ́ -dimers reversibly dissociating in solution. 

Coordination complexes capable of stabilizing free radicals of 1-23 have been investigated for magnetic 

materials,108,109 in hopes of facilitating an exchange pathway between paramagnetic metal centers via spin-

bearing ligands.110 As seen through the following bidentate ligands in Figure 1.9, radicals can be designed 

to chelate and bridge both transition and rare-earth metal ions in fixed geometries. The pyridine-

functionalized ligand 1-34 provided a proof-of-concept of this approach for 1,2,3,5-dithiadiazolyls through 

chelation with Co(hfac)2 (hfac = hexafluoroacetylacetonate) to afford the octahedral complex 1-35.111 On 

its own, the radical succumbs to -́dimerization in the solid state, although when complexed the radical 

character is shown to be stabilized and FM coupled to the high-spin CoII center. Since that point, long-range 

magnetic ordering at low temperatures has been achieved through bridging ligands. Complexation of the 

diradical ligand 1-36 with Mn(hfac)2 results in the bridged dinuclear complex 1-37, in which a spin ground 

state of S = 4 arises through the AFM exchange interaction between the diradical ligand (S = 1) and MnII 

ions (S = 5/2 each).112 Between neighbouring dinuclear complexes, electrostatic interactions proliferate a 

two-dimensional (2D) FM network through S ···Oô interactions arising from the ligands and weaker AF 

interactions couple these magnetic sublattices that order below 4.5 K. With respect to the bridging ligand 
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1-38, complexation with Sm(hfac)3 has resulted in the formation of the one-dimensional coordination 

polymer 1-39 that magnetically orders below 3 K in a FM state.113  

 

Figure 1.9 Examples of 1,2,3,5-dithiadiazolyls spin-bearing chelating ligands and coordinated complexes 

(in box). For clarity, only the oxygen atoms of the hexafluoroacetylacetonate ligands are drawn in 

complexes 1-37 and 1-39. 

Alongside 1-23, 1,2,4,6-thiatriazinyls (1-25; Figure 1.10) were initially explored for the purpose of 

molecular conductivity.114 These thiazyl frameworks also have the proclivity to dimerize along the NïSïN 

region in a cofacial manner, since the largest coefficient of the SOMO is located at the sulfur atom. In 

contrast to 1-23, small coefficients lie on the carbon centers of the thiatriazinyl ring, in which case spin 

density can be influenced to an extent through the substituents at these positions.115ï117 With that in mind, 

the synthesis of heterocyclic-functionalized radicals were explored in my graduate studies towards the 

development of redox-versatile spin-active ligands. Work presented on these systems wil l be further 

discussed in the earlier chapters of this thesis. 
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Figure 1.10 SOMO of 1,2,4,6-thiatriazinyls 1-25 and cis-cofacial mode of ́-dimerization (in box). 

1.4.5 Magneto-Structural Correlations in Resonance-Stabilized Chalcazyls 

Pyridine-bridged bis-1,2,3-dithiazolyls (1-26) spawn a new generation of stable thiazyls radicals 

capable of remaining discrete in the solid state. The extensive resonance afforded by the N-alkyl pyridine 

bridge partitions spin density between two 1,2,3-dithiazole rings equivalently.118 The SOMO of 1-26, 

illustrated in Figure 1.11, has a nodal plane lying along the central axis. Therefore, the beltline substituents 

bear minimal influence towards the intrinsic properties of 1-26, but aid in the prevention of radical self-

association in the solid state. As a consequence, this family of radicals typically adopt slipped -́stacks that 

lock into a herringbone pattern. 

 

Figure 1.11 SOMO of 1,2,4,6-thiatriazinyls 1-25 and their slipped mode of ́-stacking into herringbone 

arrangements (in box; radicals illustrated by grey disks with a blue sphere for the pyridyl nitrogen atom).  

The relative sizes of the two exocyclic substituents has been used to probe the arrangement of -́

stacks and, hence, the corresponding magnetic behaviour (Chart 1.7). Introduction of methyl groups as in 

1-40 generates ribbon-like arrays of ́ -stacks connected by a single SĿĿĿSô contact.119 The protruding alkyl 

groups pose a barrier for magnetic interactions between ribbons, thereby restricting magnetic 

dimensionality across the lattice. In the example of the N-ethylated analogue 1-41 with a proton at the basal 

carbon position, ribbon-like structures are woven together through additional SĿĿĿSô interactions in a 

response to the molecular modifications.120 Concurrently, magnetic lattices are cross-linked in three 

dimensions, due to these sulfur atoms carrying the bulk of the spin density. Magnetic ordering was not 

observed in this derivative, however, replacement of sulfur for selenium led to isostructural variants 

showcasing a variety of magnetic anisotropic effects originating from greater spin-orbit coupling. Partial 

incorporation of selenium as for 1-42 orders to a spin-canted AFM state below TN = 18 K.121 Heavy atom 
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effects are fully realized when complete selenium insertion is facilitated for 1-43, in which the order 

temperature TN is raised to 27 K. 

 

Chart 1.7 Structural variants of the pyridine-bridged bisthiadiazinyl radical. 

1.4.6 Pressure-Induced Conductivity via Resonance-Stabilized Chalcazyls  

While the family of 1-26 and their selenium analogues exhibit rich magnetic behaviour, the lack of 

conductivity renders these systems insulating materials. The degree of slippage, in combination with steric 

influences, are contributing factors towards their poor performances as molecular conductors. Studies have 

shown enhancements to conductivity in 1-44 through the application of pressure (Chart 1.8).122 At ambient 

pressure, the radicals FM order below 17.5 K and increases to 24 K at 2 GPa; one of the highest ordering 

temperatures for a non-metal ferromagnet. Further pressurization to 5 GPa results in the quenching of the 

magnetic behaviour, at which a weak metallic behaviour was observed at 9 GPa. The drastic change in 

electronic properties through applied pressure can be linked to the change in orthogonal orbital overlap by 

radical-radical slippage and the closer contacts enforced between them. Furthermore, the presence of 

selenium enhances the softness (reduction in U) and orbital overlap (promotion in t), which in turn, can 

improve their performance as molecular conductors. 

 

Chart 1.8 Resonance-stabilized thiazyls exhibiting metallic states 

Changing the bridging system to a semiquinone structure, as in 1-45 (Chart 1.8), has shown 

significant improvements on neutral radical conductivity.123,124 A metallic state was reached at 3 GPa, owing 

to the removal of the N-alkyl group in place for an isoelectronic carbonyl, without the need for selenium 

incorporation. The chemical modification provides two benefits to the design of molecular conductors.125,126 

First, the carbonyl moiety helps to stabilize a 2D brick-like arrangement of radicals through favourable 

S···Oô electrostatic interactions, from which an insulating state is destabilized by the lessening of the 
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Coulombic energy barrier. Secondly, although the carbonyl does not directly influence the energetics of the 

SOMO, it does contribute to the lowering of the LUMO such that it is nearly degenerate to the SOMO. This 

effectively amplifies the kinetic energy through the multiple orbital effect to help overcome the Columbic 

barrier to charge transfer at slightly higher pressures.   

1.4.7 Magnetic Bistability in Thiazyl -Based Switches  

Dimerization is prevalent amongst the majority of monocyclic thiazyls through a Peierls-type 

distortion along an evenly spaced -́stack of radicals. This ́-bonding interaction generally weakens when 

the spin density on a thiazyls can be dispersed over a larger surface. For 1,3,2-dithiazolyls (1-22), adjacent 

carbon atoms permit the annulation of a conjugated ring system that can be used to drain some of the spin 

density located on the thiazyl ring. Many variants of 1-22 remain paramagnetic at room temperature and 

often self-associate through a solid-solid phase transition at lower temperatures. While dimerization is still 

viewed as an unfavourable attribute in these cases, transitions that are reversible and hysteretic open 

possibilities for switchable materials.127 In other words, the monomer-dimer transition occurs at different 

temperatures upon thermal cycling, such that a bistable regime exists between these two points. For the 

present example, magnetic functionality can be inscribed from the differing spin-ground states of each 

crystallographic phase (i.e., S = 0 vs. S = 1). 

 Thermally induced magnetic bistability was first observed in 1-46 bearing a hysteresis window of 

55 K centered around 150 K.128 On two different accounts, removal of the central pyrazine bridge to afford 

1-47 was shown to increase the range of the bistable regime and the transition temperatures, such that the 

switching capabilities were operational at room temperature.129,130 A commonality between the 

crystallographic phases of 1-46 and 1-47 is the presence of slipped ́-stacks of monomers and dimers in 

their respective high and low temperature structures (Figure 1.12). Crucial to the lagging behaviour is the 

lateral SĿĿĿNô and SĿĿĿSô interstack, proposed to stabilize each crystallographic phase.131   
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Figure 1.12 Magnetically bistable systems 1-46 and 1-47 exhibiting a paramagnetic high-temperature and 

a diamagnetic low-temperature phase. 

1.4.8 Liquid Crystalline Materials via 1,2,4-Thiadiazinyl  

Fused ring systems have been shown for the 1,2,4-thiadiazinyl radical framework (1-24) with two 

known crystal structures afforded by 1-48 and 1-49 (Chart 1.9).132 Although the solid-state structures depict 

a Peierls-type distortion along the -́stacks of radicals, the intent of these systems was to be used for the 

development of liquid crystalline neutral radicals where the larger ́-surface offers the rigid core for 

mesogenic materials. Precursors of 1-48 were functionalized with flexible arms, where 1-50 was shown to 

exhibit liquid crystalline properties and thus, the corresponding radical was envisioned to reciprocate a 

similar behaviour upon oxidation.133 However, their sensitivity to oxygen was an underlying problem 

towards their fabrication. Such studies shed light for new prospective properties for other stable thiazyl 

variants.  

 

Chart 1.9 Benzannulated derivatives of 1,2,4-thiadiazinyls pursued for liquid crystalline materials. 

1.5 Thesis Outline 

Herein, the breadth of the forthcoming work encompasses a body of work dedicated to the design 

of thiazyl-based solid state molecular materials. Research in the Brusso group has explored the bottom-up 

approach towards molecular materials utilizing both closed- and open-shell thiazyl building blocks (Chart 

1.10). Early work focused on the structure-property relationship regarding the eight membered 1,5-dithia-

2.4.6.8-tetrazocines (1-51) through thienyl functionalization. With the chemistry of these systems being 
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relatable to open-shell thiazyls, we sought out to explore the influences of heteroaromatic functionalization 

of thiatriazinyls including the pyridyl- (1-52) and thienyl-functionalized (1-53) thiatriazinyls as described 

in Chapter 2. Results from this work illustrated the novelty of 1-52 and its reduced precursor 1-54 as a 

redox-versatile ligand system and directed us to explore molecular materials via coordination chemistry, 

from which Chapter 3 embarks on lanthanide chemistry utilizing 1-54 and provides insights on the self-

assembly of dinuclear complexes. Furthermore, we recently expanded our work of thienyl-functionalization 

in bisthiadiazinyls as the resonance-stabilized framework is known to remain undimerized in the solid state. 

Unpublished work described in Chapter 4 surrounds the synthesis and challenges associated with the 

polymorphic nature of 1-55 and juxtaposed with its halogenated analogues 1-56 and 1-57. Lastly, Chapter 

5 entails the separation and isolation of two crystallographic phases of 1-58, a bisdithiazolyl radical with 

mix-matched sizes of the beltline substituents, in which a highly symmetrical phase acquired at low 

temperatures illustrates the foundation for magnetic spiral lattices in the solid state.   

 

Chart 1.10 Open- and closed-shell building blocks studied in the Brusso group. 
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Chapter 2  

 

 

1,2,4,6-Thiatriazinyl Radicals and Dimers: Structural and Electronic 

Tuning Through Heteroaromatic Substituent Modification 

 

 

2.1 Introduction  

For some time stable radicals have been recognized as attractive building blocks in the development 

of molecular conductors and magnetic materials, in addition to their use as spin bearing ligands in transition 

metal complexes.1ï10 The exploration of organic and organo-main group radicals in the aforementioned 

applications represents a challenging yet fruitful research area, which drives the design and development 

of new open-shell materials. In that regard, heterocyclic thiazyl radicals are perhaps the most promising 

candidates as the SïN unit not only affords an unpaired electron, but the incorporation of heavy heteroatoms 

into planar ́ -conjugated frameworks also provides the potential for structural control through S···N' and 

CïH···N' interactions and better opportunities for enhanced magnetic and electronic interactions by virtue 

of greater orbital overlap.11ï13 These features have attracted researchers in the direction of incorporating Sï

N moieties into ́-conjugated frameworks and a number of heterocyclic thiazyl radicals have been shown 

to crystallize as discrete radicals demonstrating interesting charge transport14,15 and magnetic15ï18 properties. 

Others still have been reported to exhibit heat- and light-induced dimer-to-radical interconversions with 

potential applications in magnetic switches.19,20 

 Concerning their potential as spin bearing ligands, multidentate thiazyl radicals have proven to be 

an attractive building block.21 In this regard, the thiatriazinyl (TTA) radical represents an archetypal system, 

as the general structure is ideal for the development of N-coordinate paramagnetic ligands. Furthermore, 

variation of the aromatic substituents, from phenyl groups to heterocycles containing nitrogen, oxygen or 

sulfur, facilitates the development of chelating paramagnetic ligands, thus enabling coordination to a 

potentially diverse range of transition metals and lanthanides. The first report of a TTA radical was 

described by Markovskii et al. using electron paramagnetic resonance (EPR) spectroscopy;22 however, it 

was not until 1984 that Oakley and coworkers first isolated and structurally characterized 3,5-bisphenyl-

1,2,4,6-thiatriazinyl (Ph2TTA; Chart 2.1).23 Since then, both symmetrically and asymmetrically substituted 

TTA radicals have been reported, most of which are partially functionalized by a phenyl group.23ï26 With 

respect to metal coordination, Boeré and coworkers have explored the reactivity of symmetric (Ph2TTA) 

and asymmetric (3-phenyl-5-trifluoromethyl-TTA) derivatives with [Cr(Cp)(CO3)2].27,28As may be 
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expected, the substituents played a role in the coordination as Ph2TTA afforded an ɖ1ïadduct bonded 

through the sulfur atom whereas the asymmetric ligand resulted in an ɖ2 S=N linkage. Interestingly, in both 

cases, coordination through the central nitrogen of the TTA ring did not occur. It is anticipated that 

heteroaromatic substituents, such as in 3,5-bis(2-pyridyl)-1,2,4,6-thiatriazinyl and 3,5-bis(2-thienyl)-

1,2,4,6-thiatriazinyl (Py2TTA and Th2TTA, respectively; Chart 2.1), would promote such coordination 

through the chelating effect rendering the NïSïN portion of the heterocyclic ring devoid of substituents. 

This would therefore permit these heteroatoms to engage in supramolecular interactions, which has been 

shown to direct crystal packing in the solid state and facilitate conductive or magnetic exchange pathways 

in thiazyl based radical complexes.21  

 

Chart 2.1 Examples of aryl-substituted TTA radicals and N-bridgehead thiadiazolium salts. 

As a first step towards the development of heteroaromatic-functionalized TTA, the Brusso group 

reported the synthesis of 3,5-bis(2-pyridyl)-4H-1,2,4,6-thiatriazinyl (Py2TTAH), a task which involved the 

intermediacy of the mono- and bis-N-bridgehead-1,2,5-thiadiazolium salts 2-5 and 2-6 (Chart 2.1).29 This 

unusual non-innocent behavior of pyridyl nitrogen atoms has only rarely been observed;30 thus the apparent 

proclivity of the pyridyl ligands to form N-bridgehead heterocycles represents an important finding and 

holds potential in the design of novel open- and closed-shell heterocyclic compounds. In that initial 

communication, the Py2TTA radical was generated in situ and characterized by EPR spectroscopy.29 We 

have now successfully isolated and characterized Py2TTA in the solid state. In addition, the synthesis and 

characterization of the bisthienyl derivative Th2TTA is also reported herein. Comparison of the EPR spectra 

of the two radicals, along with computational studies, reveals the impact of heteroaromatic substitution on 

the electronic structure of TTA radicals. Moreover, crystal analysis emphasizes the importance of 

intermolecular contacts on the crystal packing and demonstrates the potential for structural control through 

S···N' and CïH···N' interactions, which are significantly influenced by the presence of the pyridyl and 

thienyl groups in Py2TTA and Th2TTA, respectively. This work therefore represents a fundamental study 
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of heterocyclic aromatic substitution in thiazyl-based radicals and investigates how varying these functional 

groups influences the molecular properties and long-range order within the supramolecular structure. 

2.2 Results and Discussion 

2.2.1 Synthesis and Isolation of Py2TTA  

Our initial synthetic work en route to the closed-shell Py2TTAH elucidated the preparation and 

structural characterization of two unusual N-bridgehead-1,2,5-thiadiazolium salts 2-5 and 2-6.29 While the 

in situ preparation of Py2TTA through oxidation of Py2TTAH with half an equivalent of iodine in the 

presence of 4-dimethylaminopyridine (DMAP) was successfully achieved, isolation of the radical in the 

solid state proved difficult due to the formation of intractable mixtures of DMAP salts. Initial attempts to 

overcome this problem included deprotonation of Py2TTAH prior to oxidation in order to isolate the anionic 

derivative; however, the proton affinity of the central nitrogen on the TTA ring is quite high and, regardless 

of the base used (e.g., DMAP, proton sponge, KOH, etc.), generation of the anion was unsuccessful. In fact, 

Py2TTAH is surprisingly robust with a high tolerance towards aqueous, basic, and thermal conditions. Its 

only instability appears to be in acidic conditions, in which the thiatriazine ring opens and regenerates an 

N-bridgehead-1,2,5-thiadiazonium salt.29 

Since deprotonation was not feasible, treatment with a relatively strong oxidant such as bromine 

was considered in order to prepare 3,5-bis(2-pyridyl)-1-bromo-1,2,4,6-thiatriazine. This was not only 

expected to eliminate the problem associated with the proton on the central TTA ring, but also to provide a 

compound that can be treated with a suitable reductant to afford Py2TTA, similar to the aforementioned 

route employed for the phenyl-based derivatives.23 However, while reaction with bromine formed the 

desired 1-bromo-1,2,4,6-thiatriazine, the generation of HBr led to protonation of the pyridyl nitrogen atoms 

affording the 3,5-bis(2-pyridinium)-1-bromo-1,2,4,6-thiatriazine dication, isolated as a mixed 

bromide/tribromide salt (2-12; Scheme 2.1). Crystallization of this material from dichloroethane (DCE) 

afforded yellow needles suitable for X-ray analysis confirming the structural identity of 2-12 (Figure 2.1a). 

 

Figure 2.1 ORTEP drawings (50% thermal ellipsoids) of the asymmetric unit of (a) 2-12 (b) 2-13 (c) 2-

14 and (d) 2-15 at 200 K, with atom numbering of the TTA ring (for crystallographic data see Tables A1.1 

and A1.2 in Appendix A1). Disorder in the thiophenes of 2-15 is not shown. 
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Scheme 2.1 Synthesis of Py2TTA and Th2TTA. Reagents and conditions: (i) NH3(g), MeCN, 110 °C, 72 h; 

(ii ) 2-thiophenecarboxamidine, NaH, DMSO, 25 °C, 56 h; (iii ) S2Cl2 (3 equiv.), MeCN, 25 °C, 3 h; (iv) 

S2Cl2 (4 equiv.), MeCN, reflux, 16 h; (v) S2Cl2 (5 equiv.), MeCN, reflux; (vi) PhCl, reflux, 72 h; (vii) 

SbPh3, MeCN, reflux, 1 h; (viii ) SbPh3 (0.5 equiv.), MeCN, 25 °C, 1 h; (ix) NCS (0.5 equiv.), DMAP, 

MeCN, 25 °C, 2 h; (x) Br2, MeCN, 25°C; (xi) Br2, DMAP, MeCN, reflux; (xii) O2, MeCN. 

To avoid protonation of the pyridyl nitrogen atoms, Py2TTAH was treated with bromine in the 

presence of DMAP, affording the desired compound 3,5-bis(2-pyridyl)-1-bromo-1,2,4,6-thiatriazine. 

However, while this confirmed that DMAP successfully inhibits protonation, the product 2-13 was isolated 

as a cocrystal with DMAP·HBr3 (Figure 2.1b) and attempts to reduce this mixed salt with triphenylantimony 

resulted in the regeneration of Py2TTAH. In order to isolate the Py2TTA radical, we therefore turned to the 

use of oxidants, which would not generate protons as a side-product. Oxygen, of course, also had to be 
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avoided due to the proclivity of TTA radicals to form 1-oxo-1,2,4,6-4H-thiatriazines (e.g., 2-14; Figure 

2.1c). Various mild oxidants, including 2,3-dichloro-5,6-dicyanobenzoquinone, N-bromosuccinimide and 

N-chlorosuccinimide (NCS) were explored, and of these NCS proved to be the most effective affording 

Py2TTA as a microcrystalline copper colored solid. Recrystallization of Py2TTA from hot acetonitrile 

(MeCN) afforded crystals suitable for X-ray analysis (vide infra).   

2.2.2 Synthesis and Isolation of Th2TTA  

 In regard to Th2TTA, the absence of basic sites on the thienyl residue suggested that the synthesis 

would resemble that of the phenyl derivatives more closely than that of the pyridyl derivative. Nonetheless, 

regardless of the reaction pathway the most successful preparative routes include condensation of 

imidoylamidines with excess sulfur halides,26,29,31 which therefore requires N-(2-thienylimidoyl)-2-

thienylamidine (2-10) as a starting point. Although several preparative routes have been reported, 

unsubstituted N-imidoylamidines remain a synthetic challenge and have received relatively little attention 

in literature. The classical route involves the reaction between an N-thioimidoylamidine with an amidine,32 

whereas an alternative avenue includes ring opening of triazines with lithium bis(trimethylsilyl)amide.33 

More recently, however, nitriles activated through inductive effects have been shown to undergo 

nucleophilic addition reactions with ammonia or amidine.26,29,34 Our initial attempts to prepare 2-10 

therefore focused on the reaction of 2-cyanothiophene (2-8) with NH3(g), which proved successful for the 

pyridyl derivative (2-9).29 Unfortunately, negligible yields of the desired product were obtained regardless 

of the temperature or pressure conditions used. This may be attributed to the electron donating character of 

the thiophene moiety, which deactivates the nitrile to nucleophilic addition. Similar challenges were 

encountered when effort was directed towards the reaction between the free-base thiophene-2-

carboxamidine with 2-cyanothiophene. This was overcome by strengthening the nucleophilicity of the 

amidine through deprotonation via lithium diisopropylamide affording 2-10 as a brown oil. Although this 

route can be used to prepare 2-10, isolation of N-(2-thienylimidoyl)-2-thienylamidine was problematic 

leading to relatively poor purified yields. This was alleviated by changing the base to sodium hydride and 

employing a very polar aprotic solvent (e.g., DMSO),35 affording 2-10 in much higher yields and greater 

purity (Scheme 2.1). Subsequent condensation of 2-10 with excess sulfur monochloride afforded 3,5-bis(2-

thienyl)-1-chloro-1,2,4,6-thiatriazine (2-11) as a bright yellow crystalline material. Due to its limited 

stability, 2-11 was used directly without further purification in the reduction reaction with 

triphenylantimony resulting in a dark green microcrystalline solid. Crystallization from hot DCE afforded 

Th2TTA as dark red platelets suitable for single-crystal X-ray analysis; however, if molecular oxygen was 

present, crystals of 2-15 would be produced (Figure 2.1d).  
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2.2.3 EPR Spectroscopy of TTA Radicals 

We previously reported the in situ EPR spectrum of Py2TTA in dichloromethane (DCM), which 

consisted of a complex multiplet that was simulated using a model based on hyperfine coupling to two 

equivalent and one unique 14N nuclei (experimentally derived constants: aN = 3.72 G; aN = 4.27 G; 

calculated coupling constants: aN = 3.47 G; aN = 4.20 G).29 Interestingly, when recrystallized Py2TTA was 

dissolved in degassed DCM, the solution remained EPR silent. While this finding was initially surprising, 

an EPR spectrum consistent with that obtained from in situ preparation of Py2TTA was eventually achieved 

by switching to hot toluene (Figure 2.2a; aN = 3.77 G and 4.38 G), which was necessary to provide the 

elevated temperatures required to dissolve Py2TTA. By contrast, the X-band EPR spectrum of Th2TTA 

recorded in DCM at room temperature was much more easily obtained, indicating that dissolution and/or 

dissociation of Th2TTA is clearly more extensive than in the case of Py2TTA. The EPR for Th2TTA exhibits 

a seven-line pattern that is consistent with the DFT calculated spin distribution for a TTA radical (Figure 

2.2b). It was simulated using a model based on hyperfine coupling to three quasi-equivalent 14N nuclei (aN 

= 3.92 G and 3.86 G), which may be compared with DFT-calculated values (aN = 3.77 G and 3.67 G). The 

near equivalence of the aN values here is in contrast to Py2TTA (Figure 2.2a) and is consistent with the 

expected electronic differences between the thienyl and pyridyl ligands, the latter being a more potent 

electron-withdrawing group. As a result, the Py2TTA spin density is more extensively polarized away from 

the NïSïN region of the TTA core. Similar trends have been observed in the EPR spectra or p-substituted 

aryl TTA radicals.25,36 For example, spin density in TTA systems is equally distributed over the three 

nitrogen atoms when phenyl or 4-MeOC6H4 substituents are employed, but becomes strongly polarized 

toward the central nitrogen atom (in the TTA ring) when electron-withdrawing 4-NO2C6H4 groups are 

present.25 Thus comparison between the EPR spectra of Py2TTA and Th2TTA confirms the expectation that 

heteroaromatic substitution influences the electronic structure of TTA radicals. Furthermore, this study also 

speaks to the solubility and, accordingly, the strength of intermolecular interactions observed in the pyridyl 

derivative compared to that of Th2TTA, which is further exemplified by inspection of the crystal structures 

(vide infra). 
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Figure 2.2 (a) Experimental (top) and simulated (middle) EPR spectra of (left) Py2TTA in toluene 

collected at 40 °C (g = 2.0068; SW = 35 G; LW = 0.24 G) and (right) Th2TTA in DCM collected at RT (g 

= 2.0066; SW = 35 G; LW = 0.19 G). Experimentally derived and calculated (in parentheses) coupling 

constants aN in G (below). (b) UB3LYP/6-311+G(2d,p) calculated (top) SOMO and (bottom) spin density 

distribution for a geometry optimized model of 1,2,4,6-thiatriazinyl. 

2.2.4 Structural Analysi s of TTA Radicals 

To explore the impact of heteroaromatic substitution (i.e., pyridyl vs. thienyl) on crystal packing, 

single crystals of Py2TTA and Th2TTA were analyzed by X-ray diffraction. Crystallographic data and 

selected bond lengths are listed in Table A1.3 and A1.4 of Appendix A1, while ORTEP drawings of the 

molecules in the asymmetric units are provided in Figure 2.3.  

 

Figure 2.3 ORTEP drawings (50% thermal ellipsoids) of the asymmetric unit of (a) Py2TTA and (b) 

Th2TTA at 200 K, with atom numbering. Disorder in the thiophenes of Th2TTA is not shown. Colour 

code: C, grey; H, white; N, blue; S, yellow. 
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Two views of the solid-state structures, that of the cofacial -́dimer and dimer-of-dimers (i.e., 

tetramers), are shown in Figure 2.4. Focusing on the molecular framework, a number of similarities exist 

between the two compounds. For example, crystals of Py2TTA and Th2TTA consist of discrete pairs of 

TTA rings linked in a cofacial manner containing short S···S contacts of 2.592(6) Å and 2.647(1) Å, 

respectively. While these distances are longer than a disulfide bond (2.06 Å in S8),37 they are substantially 

shorter than the sum of the van der Waals radii (3.6 Å)38 and are comparable to the transannular S···Sô 

interactions often observed in binary sulfur nitrides, which range from 2.43 to 2.65 Å (e.g., 2.43 Å for 3,7-

bis(dimethylamino)-1,5,2,4,6,8-dithiatetrazocine;39 2.58 Å for S4N4).40 As well, since the two TTA rings 

are perfectly eclipsed, numerous close S···Nô, N···Nô and C···Cô interactions exist within the dimer as a 

result of the close S···Sô contact. In the structure of both Py2TTA and Th2TTA, the two TTA rings that 

form the cofacial dimer exhibit shallow boat-like configurations due to a slight displacement of the nitrogen 

and sulfur atoms that reside along the center of the molecular framework (i.e., the sulfur and nitrogen atom 

para to it). It is interesting to note that similar structural features (e.g., cofacial dimer, boat-like 

configuration) were described for the phenyl derivative Ph2TTA;23 indicative of minimal structural variation 

of the TTA ring and cofacial dimers upon heterocyclic substitution.  

 

 

Figure 2.4 Two views of the dimer (a, b) and dimer-of-dimers (c, d) for Py2TTA (a, c) and Th2TTA (b, d) 

are shown with close intermolecular contacts highlighted by dashed lines. Faded regions indicate 

molecules in background of view. Colour code: C, grey; H, white; N, blue; S, yellow.  

 While a number of similarities exist between the structures of Py2TTA and Th2TTA, the impact of 

heteroaromatic substitution becomes apparent when looking at the supramolecular contacts, which direct 

packing in the solid state. For example, within the asymmetric unit of Py2TTA, which belongs to the triclinic 

space group P1← and contains two molecules, many unique close contacts that are within or nominally larger 
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than the sum of the van der Waals separation exist,38,41 whereas crystals of Th2TTA belong to the monoclinic 

space group P21/n and consists of fewer intermolecular interactions. Although both compounds form 

tetramers in the solid state, in Py2TTA these head-to-head dimer-of-dimers are held together by numerous 

S···N' interactions, whereas only one S···S' and three unique S···N' contacts exist in the structure of 

Th2TTA. Furthermore, the tetramers of Py2TTA form a brick-like array held together by a series of close 

-́contacts between the carbon atoms on the pyridyl rings and either the pyridyl or TTA ring on adjacent 

tetramers (Figure 2.5a). A birdôs-eye view of the Py2TTA brick-like array reveals additional close contacts, 

many of which stem from hydrogen bonding between adjacent pyridyl rings, holding the molecules together 

in a 2D fashion (Figure 2.5b).  

 

Figure 2.5 Views of the packing arrangement exhibited by crystals of Py2TTA demonstrating (a) the brick-

like array of ́ -stacked tetramers held by interlayer ́ ḯ contacts and (b) the two-dimensional network 

formed between tetramers of adjacent brick-like arrays linked by lateral contacts. Contacts lacing dimer-

of-dimers (including S···S' dimer contacts) are shown in yellow dashed lines and contacts between 

tetramers are shown in red dashed lines. Colour code: C, grey; H, white; N, blue; S, yellow. 

Similar to Py2TTA, tetramers of Th2TTA also form a brick-like arrangement held together primarily 

through ́ ḯ interactions (e.g., C···C' and C···S'); however, contrary to Py2TTA, the structure of Th2TTA 

consists of alternating layers of -́stacked tetramers that are rotated with respect to one another by 51.60(7)° 

forming a cross-braced configuration (Figure 2.6a). These layers are held together through lateral CïH···N', 

CïH···S, and S···C' interactions (Figure 2.6b). While a number of contacts exist within the thienyl 

derivative, there are fewer than that of the pyridyl derivative. Such structural features may explain the 

enhanced solubility and presence of an EPR signal for Th2TTA compared with Py2TTA, which is EPR 

silent at room temperature. While the electron-withdrawing vs. donating substituents have little structural 

impact on the molecular framework of the thiatriazinyl rings, heteroaromatic substitution (i.e., pyridyl vs. 

thienyl) significantly influences the long-range molecular order and, therefore, the supramolecular 
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architectures. This finding is further supported by comparing the crystal packing of the phenyl derivative 

(Ph2TTA) with that of the pyridyl (Py2TTA) and thienyl (Th2TTA) analogs, where even fewer 

supramolecular contacts exist.23 

 

Figure 2.6 (a) View of the packing arrangement exhibited by crystals of Th2TTA demonstrating (a) the 

brick-like arrays of ́-stacked tetramers held by interlayer ḯ́ contacts and the cross-braced arrangement 

between adjacent arrays. Faded regions indicate molecules in background of view. (b) Orthogonal 

viewpoint of adjacent arrays linked by lateral contacts. Contacts lacing dimer-of-dimers (including S···S' 

dimer contacts) are shown in yellow dashed lines and contacts between tetramers are shown in red dashed 

lines. Colour code: C, grey; H, white; N, blue; S, yellow. 

2.3 Summary and Conclusion 

The isolation and solid-state characterization of Py2TTA has now been achieved. In addition, the 

thienyl derivative Th2TTA was prepared and structurally characterized. From a synthetic standpoint, the 

nature of the heteroatom in the aromatic substituents plays a pivotal role in the preparative pathway. Based 

on the results described here, the generation of a wide range of heteroaromatic TTA derivatives can be 

anticipated. Comparison of the EPR spectra along with computational studies demonstrates the effect of 

heteroaromatic substitution on the electronic structure, while crystal analysis emphasizes the importance of 

intermolecular contacts on the crystal packing. In this regard, although structural studies reveal several 

similarities between Py2TTA and Th2TTA, the presence of heteroatoms in the aromatic substituents 

significantly influences the crystal packing and, hence, the supramolecular architectures. The enhanced 

intermolecular interactions observed in Py2TTA and Th2TTA (compared to Ph2TTA) result in more tightly 

bound structures, the consequence of which was particularly noted in the EPR studies of Py2TTA, in which 

a purified sample requires hot toluene to produce an EPR signal.  
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Inclusion of heteroatoms in the aromatic substituents of TTA not only influences the molecular and 

solid-state properties of the discrete molecules, but it also facilitates coordination to a variety of metals. Not 

only is this anticipated to stabilize the unpaired electron thus preventing dimerization, but it also provides 

an avenue to generate coordination complexes that can take advantage of the unencumbered NïSïN portion 

of the TTA ring, which can engage in supramolecular interactions that are known to direct crystal packing 

in thiazyl based ligands and provide conductive and magnetic exchange pathways. In addition, the redox-

flexible properties of TTA enables a degree of tunability in regard to the oxidation state of the ligand 

framework (e.g., 7́-neutral radical and 8́-anion) prior to or post-coordination. Thus, the synthetic 

preparations described here presents new opportunities to explore heteroaromatic-substituted TTAs for the 

development of organic-metal hybrid materials. 

2.4 Experimental Details 

2.4.1 General Procedures 

The reagents sulfur monochloride (Sigma-Aldrich) and triphenylantimony (TCI America) were 

obtained commercially and used as received. Sodium hydride (60% dispersion in mineral oil, Alfa Aesar) 

was washed with hexanes prior to use. 2-4,29 2-8,42 and 2-thiophenecarboxamidine43 were prepared as 

outlined in the literature. All solvents were of reagent grade; MeCN and DCE were dried by distillation 

over P2O5 and stored over 4 Å molecular sieves. Dimethyl sulfoxide was dried and stored over 4 Å 

molecular sieves. Unless otherwise indicated, all reactions were performed under an atmosphere of dry 

nitrogen using dried solvents. Melting points were taken using a Mel-Temp apparatus and are uncorrected. 

NMR (1H, 13C) spectroscopy was performed on samples dissolved in deuterated solvents at room 

temperature using a Bruker Avance 400 MHz spectrometer and the spectra were referenced to the residual 

solvent signal.44 FTIR spectroscopy was performed on solid samples using an Agilent Technologies Cary 

630 FTIR spectrometer. Elemental analyses were performed by MHW Laboratories, Phoenix, AZ 85018. 

2.4.2 Experimental Procedures 

Preparation of 3,5-bis(2-pyridyl) -1,2,4,6-thiatriazinyl  (2-2). Py2TTAH (0.500 g, 1.96 mmol), 4-

dimethylaminopyridine (0.136 g, 1.11 mmol) and N-chlorosuccinimide (0.134 g, 1.00 mmol) were 

combined with degassed MeCN (5 mL; 3 freeze-pump-thaw cycles) affording a maroon slurry. After 2 h, 

a fine brown solid was filtered in vacuo and washed twice with MeCN (3 mL). Crude yield = 0.175 g (0.688 

mmol, 35%). Recrystallization from MeCN afforded black-brown microcrystalline material of 2-2. IR (ɡmax, 

ATR): 3050 (w), 3004 (w), 1641 (w), 1571 (w), 1530 (m), 1510 (m), 1489 (m), 1476 (m), 1461 (m), 1422 

(m), 1396 (m), 1380 (s), 1345 (m), 1254 (m), 1231 (m), 1160 (w), 1112 (m), 1042 (w), 994 (m), 974 (w), 

912 (w), 843 (w), 814 (w), 768 (s), 757 (m), 739 (s), 726 (s), 692 (m), 668 (w) cm-1. Anal. Calcd for 

C12H8N5S: C, 56.68; H, 3.17; N, 27.54%. Found: C, 56.90; H, 3.37; N, 27.66%. 
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Preparation of N-(2-thienylimidoyl) -2-thienylamidine (2-10). Sodium hydride (1.71 g, 71.3 mmol) was 

added to a solution of 2-thiophenecarboxamidine (6.00 g, 47.6 mmol) and 2-thiophenecarbonitrile (5.20 g, 

47.6 mmol) in DMSO (86 mL). After stirring for 56 h at room temperature, the resulting dark brown 

solution was quenched with 200 mL of water and extracted with DCM. The organic phase was washed with 

water, dried over potassium carbonate and filtered. The filtrate was dried in vacuo affording 2-10 as a brown 

solid (9.26 g, 39.4 mmol, 83%). Pale yellow needles of 2-10 were obtained by recrystallization in hexanes. 

MP = 98ï99 °C. 1H NMR (ŭ, CDCl3): 7.51 (2H, dd, J = 3.8, 1.2 Hz), 7.46 (2H, dd, J = 5.0, 1.2 Hz), 7.09 

(2H, dd, J = 5.0, 3.8 Hz). 13C NMR (ŭ, CDCl3): 162.09 (2C), 142.75 (2C), 130.10 (2CH), 127.73 (2CH), 

126.43 (2CH). IR (ɡmax, ATR): 3435 (m), 3263 (m), 1588 (s), 1523 (s), 1481 (s), 1423 (s), 1382 (s), 1320 

(m), 1241 (w), 1167 (s), 1116 (w), 1047 (m), 978 (m), 910 (w), 856 (m), 827 (m) cm-1. Anal. calcd for 

C10H9N3S2: C, 51.04; H, 3.86; N, 17.86%. Found: C, 51.16; H, 3.73; N, 17.74%. 

Preparation of 1-chloro-3,5-bis(2-thienyl)-1ɚ4,2,4,6-thiatriazine  (2-11). Sulfur monochloride (5.72 g, 

42.4) was added dropwise to a stirring solution of 2-10 (2.0 g, 8.50 mmol) in MeCN (50 mL) forming a 

white precipitate, which dissolved upon heating to reflux. The resulting bright orange solution was filtered 

hot and, on cooling to 0 °C, yellow needle-like crystals formed. The crystals were filtered and dried in 

vacuo. Yield 2.07 g (7.22 mmol, 85%). 1H NMR (ŭ, CDCl3): 8.22 (2H, dd, J = 3.9, 1.3 Hz), 7.78 (2H, dd, 

J = 5.0, 1.3 Hz), 7.24 (2H, dd, J = 5.0, 3.9 Hz), 13C NMR (ŭ, CDCl3): 165.48 (2C), 140.85 (2C), 135.91 

(2CH), 134.38 (2CH), 129.09 (2CH). IR (ɡmax, ATR): 3102 (w), 1516 (s), 1478 (w), 1438 (m), 1396 (s), 

1219 (s), 1113 (m), 1027 (br, s), 944 (br, m), 858 (s), 838 (m), 823 (m), 768 (s), 745 (m), 715 (s), 699 (s) 

cm-1. 

Preparation of 3,5-bis(2-thienyl)-1,2,4,6-thiatriazinyl  (2-3). Triphenylantimony (1.22 g, 3.45 mmol) and 

2-11 (2.07 g, 6.90 mmol) were combined with degassed MeCN (3 freeze-pump-thaw cycles) resulting in a 

maroon slurry. After stirring for 1 h, a dark purple solid was filtered in vacuo. Crude yield 1.66 g (3.14 

mmol, 91%). Recrystallization from DCE afforded 2-3 as sparkly, green plates. dec >135 °C. IR (ɡmax, 

ATR): 3089 (w), 1519 (m), 1464 (m), 1418 (s), 1404 (s), 1370 (s), 1340 (s), 1328 (s), 1236 (m), 1196 (s), 

1142 (w), 1126 (w), 1080 (m), 1052 (m), 1031 (s), 1015 (s), 1001 (s), 940 (m), 910 (w), 863 (m), 853 (m), 

798 (m), 764 (s), 747 (s), 737 (s), 710 (s) cm-1. Anal. calcd for C10H6N3S3: C, 45.43; H, 2.29; N, 15,90%. 

Found: C, 45.60; H, 2.47; N, 15.97%. 

2.4.3 EPR Spectroscopy 

The X-band EPR spectra of Py2TTA and Th2TTA were recorded using a Bruker EMX-200 

spectrometer on samples dissolved in degassed dichloromethane and/or toluene. Hyperfine coupling 

constants were obtained by spectral simulation using PEST Winsim and Bruker WinEPR Simfonia.44 
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2.4.4 Crystallography 

The data collection results for compounds 2-12, 2-13, 2-14, 2-15, Py2TTA and Th2TTA represent 

the best data sets obtained in several trials for each sample. The crystals were mounted on thin glass fibers 

using paraffin oil. Prior to data collection, crystals were cooled to 200.15 K. The data was collected on a 

Bruker AXS KAPPA single crystal diffractometer equipped with a sealed Mo tube source (wavelength 

0.71073 Å) and APEX II CCD detector. The raw data collection and processing were performed with the 

APEX II software package from BRUKER AXS.45 The diffraction data for crystals of 2-12, 2-15 and 

Th2TTA were collected with a sequence of 0.3° w scans at 0, 120, and 240° in j. Due to the lower unit cell 

symmetry, in order to ensure adequate data redundancy, diffraction data for 2-13, 2-14 and Py2TTA were 

collected with a sequence of 0.3° w scans at 0, 90, 180 and 270° in j. The initial unit cell parameters were 

determined from 60 data frames with 0.3° w scan each, collected at the different sections of the Ewald 

sphere. Semi-empirical absorption corrections based on equivalent reflections were applied.46 Systematic 

absences in the diffraction data and unit cell parameters were consistent with triclinic Pρ for compound 2-

13, 2-14 and Py2TTA, monoclinic P21/c for compound 2-12, monoclinic P21 for 2-15 and monoclinic P21/n 

for Th2TTA. Solutions in the centrosymmetric space groups for all the compounds except 2-15 yielded 

chemically reasonable and computationally stable results of refinement. Meanwhile, diffraction data for 2-

15 suggested non-centrosymmetric space groups for the structural model. The structures were solved by 

direct methods, completed with difference Fourier synthesis, and refined with full -matrix least-squares 

procedures based on F2. 

 The structural model for 2-14 contains one target compound molecule located in general positions. 

An initial unit cell determination procedure suggested that the crystal mounted on the machine was non-

merohedrally twinned. Refinement of the structure confirmed the presence of the second independent 

crystallographic domain. In order to find independent orientation matrices 5423 reflections were collected 

from 3 sets of 50 frames each in the different sections of the Ewald sphere. The collected reflection data 

were processed with CELL_NOW software45 and produced two independent orientation matrices. The data 

set was re-integrated with two obtained matrices, treated for twinning absorption corrections and 

consecutive model refinement was performed against HKLF 5 reflection data file. Twinning domain ratio 

coefficient (BASF) was refined to 0.4102. 

The asymmetric unit for compound 2-13 includes two target molecules and one molecule of para-

amino pyridine, all located in general positions. The structure also incorporates two Br3
- anions located in 

the two independent inversion centers.  
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 The diffraction data for the crystal of the complex 2-12 were collected to 0.75Å resolution; The 

absorption correction stage, that both R(int) and R(sigma) exceed 35% for the data below 0.85Å resolution. 

Based on the R(sigma) value, data were truncated to 0.80Å resolution for refinement. The asymmetric unit 

for this crystallographic model of 2-12 consists of one target compound molecule, one Br3
- anion and one 

separate Br- atom. All the fragments are located in the general positions. 

 The structural model of Py2TTA consists of two aligned molecules of the target compound with 

close contact between two sulfur atoms of the units (S(1)ïS(2) = 2.59Å). Both molecules are located in the 

general positions in the unit cell.  

 The asymmetric unit for the structure of 2-15 contains one target molecule located in a general 

position. On the final stages of refinement, the numbers suggested the presence of merohedral twinning in 

the structure. To take this into account, simple TWIN and BASF instructions were introduced and the 

twinning parameter was refined to 0.0687. After introduction of anisotropic refinement parameters for all 

the non-hydrogen atoms, it was discovered that one of the 5-member rings (S(3), C(7)ïC(9)) of the structure 

is disordered by 180̄-rotation around the C(2)ïC(7) carbon-carbon bond. The atomic positions of this 

fragment were split to model the disorder and occupancy was allowed to refine. On the latest stages of 

refinement, occupancy was fixed at 61%ï39% providing satisfactory anisotropic thermal motion 

parameters. To ensure proper geometry of the disordered moiety, a set of geometric restrains (SAME) were 

introduced. 

 The structural model for Th2TTA demonstrates two molecules of the target compound located in 

the general position of the unit cell. Similar to the structure of Py2TTA, these two molecules reveal close 

contact between two sulfur atoms (S(1)ïS(4) = 2.65Å). The anisotropic refinement of the structure revealed 

possible disorder by 180̄ rotation around the carbon bonds for all four of the 5-member rings. To model 

the disorder, the positions of sulfur atoms within these 5-member rings and the positions of carbon atoms 

opposite to sulfur were split and the occupancy coefficients were allowed to refine. On the later stages of 

refinement, occupancy coefficients were fixed at the following values: S(2), C(3)-C(6) ring is rotated 

around C(1)ïC(3) bond with partial occupancies 90% : 10%; S(3), C(7)ïC(10) ring is rotated around C(2)ï

C(7) bond with partial occupancies 75% : 25%; S(5), C(13)ïC(16) ring is rotated around C(11)ïC(13) bond 

with partial occupancies 80% : 20%; S(6), C(17)ïC(20) ring is rotated around C(12)ïC(17) bond with 

partial occupancies 65% : 35%. To ensure proper fragments, geometries and acceptable anisotropic thermal 

displacement coefficients for two sets of geometry (SADI) and thermal motions (EADP) restraints were 

used during the refinement. 
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 For all six compounds, positions of all hydrogen atoms were calculated based on the geometry of 

related non-hydrogen atoms. All hydrogen atoms were treated as idealized contributions during the 

refinement. All scattering factors are contained in several versions of the SHELXTL program library, with 

the latest version used being v.6.12.47 

2.4.5 Theoretical Calculations 

All calculations were performed at the DFT level using the UB3LYP functional, as contained in the 

Gaussian 09W suite of programs.48 Molecular geometries were optimized using the 6-311+G(2d,p) basis 

set without symmetry constraints. Isotropic Fermi contacts were taken from single-point calculations using 

the double-zeta basis set EPR-II for first-row atoms and split-valence triple-basis set 6-311G(d,p) for 

second-row atoms on the optimized geometries. 
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Chapter 3  

 

 

Connecting Mononuclear Dysprosium Single-Molecule Magnets to  

Form Dinuclear Complexes via in situ L igand Oxidation 

 

 

3.1 Introduct ion 

Since the discovery of the magnet-like behaviour of slow relaxation of the magnetization in 

individual molecules, single-molecule magnets (SMMs) have emerged as prominent systems in regard to 

molecular magnetism.1 This is primarily due to the fact that these molecules hold tremendous potential 

towards implementation in quantum computation and memory storage devices.2 Over the years, several 

hundreds of research groups have focused their attention on the synthesis of new SMMs with large energy 

barriers using various anisotropic 3d metal ions.3ï7 However, the recent development of lanthanides as ideal 

candidates for the isolation of high barrier SMMs has shifted synthetic efforts due to the considerable 

intrinsic magnetic anisotropy of the late 4f elements.8ï11 

Although lanthanide-SMMs hold the current record for large anisotropy barriers, significant 

improvements are necessary for their realization in the aforementioned applications. For instance, inducing 

magnetic coupling between two 4f ions remains a major challenge due to the core nature of the 4f orbitals. 

In addition, controlling the symmetry, coordination geometry and the crystal field effects are not trivial. 

This therefore necessitates the design, synthesis and study of novel systems. When it comes to developing 

new SMMs, ligand design is critical. To that end, ligands must be efficient chelates while also harnessing 

the intrinsic anisotropy of lanthanide ions.12ï14 Ligands that can also act as bridging units between metal 

centres are particularly attractive as they can also provide potential magnetic exchange pathways often 

termed super-exchange. In most cases, ligands are carefully chosen for these chelating and/or bridging 

properties. In that regard, 2,2ô;6ô,2ôô-terpyridine (terpy; Chart 3.1) is a well-known tridentate chelating 

ligand that has been used for several decades for encapsulating metal ions. However, terpy does not provide 

any possibilities for bridging metal ions. In contrast, 3,5-bis(2-pyridyl)-4H-1,2,4,6-thiatriazine (Py2TTAH; 

Chart 3.1) is an inherently redox-active pincer-type ligand as discussed in Chapter 2. The versatility of 

Py2TTAH as a ligand is shown upon deprotonation to act as an anionic unit (Py2TTA-) or subsequent 

oxidation to generate the neutral radical (Py2TTA), which can then be further oxidized to form 1-oxo-3,5-

bis(2-pyridyl)-4-hydro-1,2,4,6-thiatriazine (1-oxo-Py2TTAH); all while retaining its stable coordination 

pocket (Chart 3.1).15,16 Therefore, Py2TTAH is an ideal ligand system to explore in the coordination 

chemistry of lanthanide ions. 
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Chart 3.1 Thiatriazinyl-based ligands as structural mimics to 2,2ô;6ô,2ôô-terpyridine. 

The synthesis of SMMs based on coordination chemistry relies on a self-assembly process. In this 

approach, energetically favourable coordination complexes are formed and subsequently studied through 

single-crystal X-ray diffraction and magnetometry in order to establish magneto-structural correlations. 

Little importance is typically given to the self-assembly process as the reaction intermediates are often hard 

to isolate or study since these reactions involve several ingredients in a one-pot synthesis. However, if the 

self-assembly process can be monitored and studied, invaluable information on the complex formation can 

be achieved. This can subsequently be applied to the synthesis of targeted molecules. With this in mind, we 

have focused our attention on the synthesis of Py2TTA-based lanthanide SMMs, not only for their magnetic 

behaviour but also to investigate their self-assembly process. Herein we report the synthesis, isolation and 

study of [Dy2(1-oxo-Py2TTA)2(NO3)4(H2O)2]·CH3CN (3-7a), exhibiting SMM properties. In addition, its 

yttrium analogue (3-7b) is reported in order to elucidate the self-assembly of our SMM via NMR studies. 

3.2 Results and Discussion 

3.2.1 Synthesis, Crystallography and Time Dependent 1H-NMR Studies 

Reaction of Dy(NO3)3·6H2O (1 equiv.) with 3-2 (1 equiv.) in acetonitrile (MeCN) yielded a dark 

purple solution which turns clear colourless within one hour (Scheme 3.1). After 3 hours, the formation of 

pale yellow rectangular shaped crystals of 3-7a·MeCN resulted in 60% yield. The drastic change in colour 

of the reaction mixture indicates a change in the ñredoxò chemistry of the ligand upon coordination. This 

is further evidenced by the single-crystal X-ray structure, which indicates that metal assisted oxidation of 

the ligand occurs (vide infra). It is noteworthy that an increase in metal concentration (e.g., from 1 to 2 

equivalents) in the reaction mixture accelerates the rate of the change in colour. In addition, the size and 

shape of the reaction vessel influence the rate of the reaction. Based on these observations, it is clear that 

some interesting redox chemistry is occurring, as Py2TTAH is surprisingly robust with a high tolerance 
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towards aqueous, basic, and thermal conditions. Its only instability appears to be under acidic conditions, 

in which the thiatriazine (TTA) ring opens and regenerates an N-bridgehead-1,2,5-thiadiazolium salt.17 

Furthermore, oxidation of Py2TTAH in the absence of metals is not achievable. For example, bubbling O2 

gas through solutions of Py2TTAH in methanol, MeCN (wet and dry) and dichloroethane left Py2TTAH 

intact (i.e., no oxidation occurred). If, however, the ligand is coordinated to a metal ion, oxidation becomes 

more feasible, as has been observed in previous coordination studies employing this ligand system.15,16 

 

Scheme 3.1 (Top) Synthesis of complexes 3-7a and 3-7b. X = NO3 or H2O. Reagents and conditions: (i) 

M(NO3)3·6H2O, MeCN, 25 °C. (Bottom) Progression of the reaction mixture at t = (a) 0 min, (bïk) 80ï

100 min, (l) 3 h. 

Since Py2TTA can exist as a neutral radical in solution, the generation of the oxide may be attributed 

to the generation of the radical, which is known to be susceptible to oxidation.18 Alternatively, the 

generation of the oxide may occur following coordination to the metal ion, which pulls electron density of 

the anionic charge towards the metal centre leaving the sulfur atom of the TTA ring susceptible to oxidation. 

In order to elucidate the reaction process, time dependent 1H NMR studies were carried out on the in situ 
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reaction between Y(NO3)3·6H2O (2 equiv.) and 3-2 (1 equiv.) in CD3CN. The choice of yttrium salt over 

Dy(NO3)3·6H2O for the NMR studies was due to the diamagnetic nature, which would enable the 

determination of a radical intermediate (e.g., if a paramagnetic signal was observed this could be attributed 

to the generation of the Py2TTA radical). Conversely, if diamagnetic intermediates are formed, using 

yttrium in place of dysprosium enables identification of the intermediates via NMR spectroscopy. In order 

to correlate these results with the reaction observed between Dy(NO3)3·6H2O and 3-2, in addition to similar 

physical properties of the reaction (i.e., bleaching of the reaction mixture), X-ray analysis confirmed the 

generation of isostructural [Y2(1-oxo-Py2TTA)2(NO3)4(H2O)2]·CH3CN (3-7b·CH3CN; vide infra). 

Time dependent 1H NMR studies, which are summarized in Figure 3.1, reveal that the reaction 

mixture initially consists solely of the unreacted Py2TTAH starting material. After 15ï20 min, four 

additional pyridyl peaks begin to emerge, which is attributed to the generation of a yttrium coordinated 

Py2TTA- ligand intermediate (i.e., 3-8b). Within 5ï10 min of the observation of the first intermediate, a 

second compound also exhibiting a pattern consistent with four pyridyl peaks appears, which is postulated 

to be the oxidized anionic ligand, 3,5-bis(pyridyl)-1-oxo-1,2,4,6-thiatriazide (1-oxo-Py2TTA-) coordinated 

to yttrium (i.e., 3-9b). After 60 min, 3-2, 3-8b and 3-9b are all present in the solution. After 90 min, we 

begin to see the depletion of Py2TTAH and broadening of the NMR peaks, which is attributed to 

precipitation of the dimer within the NMR tube. Following the complete consumption of 3-2 (6 h spectrum), 

the NïH peaks no longer exist, providing evidence for these assignments as metal coordinated ligands. 

Comparison of the peak shifts with that of unreacted Py2TTAH and the 1-oxo-Py2TTAH (prepared via 

oxidation of the radical), coupled with the formation of the dimer (which precipitates out of solution), 

further supports these assignments.  
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Figure 3.1 Time-dependent 1H NMR study on the in situ reaction between Y(NO3)3·6H2O (2 equiv.) and 

3-2 (1 equiv.) in CD3CN (1 mL, 6.4 x 10-2 M). 
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Due to the isostructural nature of complexes 3-7a and 3-7b, only the dysprosium analogue is 

discussed below. The asymmetric unit of the centrosymmetric structure of 3-7a is composed of a DyIII  ion 

with a nine-coordinate environment adopting a distorted muffin geometry (Figure 3.2).19 The tridentate 

terpyridine-like coordination pocket of the 1-oxo-Py2TTA- ligand binds to the metal centre via N1, N4 and 

N5 donors while oxygen atoms (O2, O3, O5, O6) from two nitrate anions and a water molecule (O8) occupy 

the primary coordination environment. The remaining single coordination site is occupied by an oxygen 

atom (O1a) from the oxidized S=O group of the neighbouring 1-oxo-Py2TTA- ligand. This S=O group plays 

an integral role in the dimerization and formation of the dinuclear molecule. The intramolecular Dy···Dy 

distance of 7.09 Å is relatively long compared to the reported dinuclear complexes; however, weak 

intramolecular magnetic interactions cannot be ignored for highly anisotropic DyIII  ions.20 It is interesting 

to note that there are no short contacts or hydrogen bonding between the asymmetric units; only the S=O 

bridges hold the dinuclear molecules together. Close inspection of the packing arrangement reveals that the 

molecules are well aligned with each other with the closest inter-metal distance being 6.76 Å (Figure 3.3) 

 

Figure 3.2 Partially labelled molecular X-ray structure of the centrosymmetric dinuclear complexes (a) 3-

7a·CH3CN and (b) 3-7b·CH3CN. Hydrogen atoms and MeCN molecules are omitted for clarity. 
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Figure 3.3 Crystallographic packing of 3-7a·MeCN down the (a) b-axis and (b) a-axis. Dashed lines infer 

intra- (peach) and intermolecular (black) Dy···Dy distances. Hydrogen atoms and MeCN molecules are 

omitted for clarity.  

3.2.2 Magnetic Measurements 

In order to elucidate the magnetic properties of the paramagnetic complex 3-7a, direct current (DC) 

and (AC) magnetic susceptibility measurements were performed using a superconducting quantum 

interference device (SQUID) magnetometer. The DC susceptibility measurements at 1000 Oe (Figure 3.4) 

reveal a room temperature ɢT value of 27.97 cm3 K mol-1 consistent with the expected value of 28.34 cm3 

K mol-1 for two non-interacting DyIII  ions (S = 5/2, L = 5, 6H15/2, g = 4/3). Upon lowering the temperature, 

the ɢT product decreases gradually to reach a minimum value of 18.80 cm3 K mol-1 at 1.8 K. Such a negative 

deviation suggests the existence of weak antiferromagnetic interactions between metal ions and/or the 

presence of magnetic anisotropy. Intra- and intermolecular distances (7.09 and 6.76 Å, respectively) suggest 

that at this applied field interactions between the ions are likely rather small, if not negligible, due to the 

core nature of the 4f ions.21 Therefore, it is reasonable to attribute the decrease of the ɢT product to the 

magnetic anisotropy of the DyIII  ions. 
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Figure 3.4 Temperature dependence of the ɢT product at 1000 Oe for 3-7a·MeCN with ɢ being the molar 

magnetic susceptibility equal to M/H per mole of the compound. 

 Recent studies have shown a nine-coordinate environment around the DyIII  ion that can provide 

non-negligible magnetic anisotropy to a molecular system if an ideal ligand field is present.19 Here, the two 

nitrate ions around the metal centre play an important electron withdrawing effect by promoting higher 

degeneracy of the 4f orbitals subsequently leading to enhanced spin-orbit coupling.22 In order to further 

confirm the magnetic anisotropy, magnetization measurements were conducted (Figure 3.5). The 

magnetization plot M vs. H/T shows field dependence of the magnetization that does not saturate at low 

temperatures and high magnetic fields indicating the presence of magnetic anisotropy and/or low-lying 

excited states in this system, while the non-superimposition of the isothermal lines is an indication of the 

former.  

 

Figure 3.5 Field dependence of the magnetization, M, at the indicated temperatures (a) for 3-7a·MeCN 

illustrating the non-saturation. M vs. H/T plot (b) showing non-superposition of the magnetization curves 

at different temperatures. 

To further explore the possibility of SMM behaviour, AC magnetic susceptibility measurements 

were carried out under a zero DC field. The characteristic frequency dependent out-of-phase signal was not 
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observed; this can be attributed to significant quantum tunnelling of the magnetization (QTM) often 

observed in lanthanide SMMs, which diminishes the relaxation barriers. Such QTM can be reduced upon 

application of a small static field. In order to determine the optimum DC field, AC susceptibility 

measurements at various static fields (250ï3000 Oe) were performed at 2 K (Figure 3.6a,b). The out-of- 

phase data clearly exhibit an optimum DC field (the field at which the minimum of characteristic frequency 

is observed, Figure 3.6c) of 750 Oe, where the QTM is minimized. AC measurements at this optimum field 

reveal a full frequency dependent peak below 5 K between 0.1 and 1000 Hz (Figure 3.6e,f) indicative of 

SMM behaviour. Analysis of the data using the Arrhenius law (Equation 3.1) gave a calculated relaxation 

barrier of Ueff = 19 K and a Ű0 value of 2.0 x 10-7 s for the thermally activated regime (Figure 3.6d).  

 † †Ὡ Ⱦ  (3.1) 
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Figure 3.6 Frequency dependence of the (a) in-phase ɢô and (b) out-of-phase ɢò AC susceptibility signals 

under various DC fields at 2 K; (c) field dependence of the characteristic frequency as a function of the 

applied DC field at 2 K; (d) magnetization relaxation time Ű versus 1/T plot under the optimum field of 750 

Oe (red line corresponds to Arrhenius law) and frequency dependence of the (e) in-phase ɢô and (f) out-of-

phase ɢò AC susceptibility signals under 750 Oe DC field for 3-7a·MeCN at indicated temperatures. 

The observed barrier is relatively small as a result of the QTM. It is noteworthy that the presence 

of a peak shoulder around 1 Hz can be observed in Figure 3.6f. The intensity of the peak shoulder grows to 

become a full peak when the applied static field is increased to 2500 Oe and diminishes at smaller fields 

such as 250 Oe (Figure 3.6b). Moreover, AC data collected at the applied static field of 2500 Oe exhibit 

this peak around 1 Hz, which does not shift (Figure 3.7). Such behaviour can arise from large field-induced 


























































































































































