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Abstract

Physical forces in the cellulanicroenvironment play an important role in governing cell
function. Forces transmitted through the cell cause distinct deformation of the nucleus, and possibly
play a role in forcanediated gene expression. The work presented in this thesis drew upon
innovative strategies employing simultaneous atomic force and tasanning confocal microscopy,
as well as parallel optical stretching experiments, to gain unique insights into the response of
eukaryotic cell nuclei to external force. Ndestructive approacks confirmed the existence of a
clear anisotropy in nuclear mechanical properties, and showed that the nucleus' mechanical
response to extracellular forces is differentially governed by both nuclear and cytoskeletal prestress:
nuclear prestress regulateshape and anisotropic deformation, whereas cytoskeletal prestress
modulates the magnitude and degree of deformation. Importantly, the anisotropic mechanical
response was conserved among diverse differentiated cell types from multiple species, suggesting

that nuclear mechanical anisotropy plays an important role in cell function.
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Chapter 1

Introduction



Overview

Sometime in 1682, the Royal Society of London received a curious letter from a cloth

merchant inDelft, Holland. The letter contained, among other things, the following excerpt:

XL OFYS G2 20aSNBS GKS o0f22R 2F | O2R | yR
hardly anything but oval figures, and however closely | tried to observe thesed Incowhake
out what parts these oval particles consisted, for it seemed to me that some of them enclosed in

- avylrftt aLlr oS || fA&adftS NRdzyR 02R& 2NJ If20dzs SX

The letter was addressed to Robert Hooke, the leading authority on microscopy at the

time (Jardine 2003). The aforementioned cloth merchant, Antonie van Leeuwenhoek, had been
AYALIANBR o0& 12215SQ4 ¢62N)] YR 61 & sugogdsiedthay 3 (G KS
cells were not, in fact, empty as Hooke had previously predicted. It is widely believed that

[ SSdz6 SYyK2S1Qa NBLRNI 2F 3If20dzf S& Ay (GKS OSft f
(Harris 2001). His letter, however, regrettabhSw & dzy't YA SNBRZ 6KAOK S
issue unresolved and any prospective advances in studying cell nuclei at the time nipped in the

bud. It took another 150 years before Robert Brown, having observed opaque areas in the cells

of orchid flowers, offerd a detailed description and finally gave the nucleus its name.

{AYyOS GKSy> ¢S KIFI@S 02YS | f2y3 ¢gl& FTNRY
understanding of the nucleus. Over the past few decades, the cell nucleus has been described,
dissected, andleconstructed in order to fully understand its inner workings, which | describe in
Section 1.1. Scientists have been able to characterizengalkear components, their structures
and functions, how they interact within the nucleus and with other componeitshe cell
(Newport & Forbes 1987; Lamond & Earnshaw 1998). More recently, howeveiinexeasing
importance has been placed on the mechanical and physical properties of the nucleus:
LINE G SOGAY3T YR &S1jdzSaidSNAYy 3 mmdstSmporért fol@dsad Sy Si A
inherently mechanical function, with all processes within the nucleus mediated one way or
another by structural, loatbearing components (Lammerding, Dahl et al. 2007). In fact,
mechanical properties of the cell nucleus are n@eognized as important biological indicators

(Bissell, Weaver et al. 1999; Bonne, di Barletta et al. 1999; Eriksson, Brown et al. 2003; Rowat,



Lammerding et al. 2006), and also feature heavily in regulating fadieced changes in gene
expression (DahRibeiro et al. 2008; Dahl and Kalinowski 2011). Forces imposed onto the cell
surface, such as during flow, have been shown to result in the reorganization of nuclear
structures away from the region of applied force (Maniotis, Chen et al. 1997). Forcedsoan
come from within the cell, generated by the cytoskeleton (Engler, Sen et al. 2006; Pajerowski,
Dahl et al. 2007), and result in nucleamodelling All of these observations lend themselves to
the continuing motivation to explore mechanical propesti®f the nucleus. An idepth
discussion of the importance of studying nuclear mechanics, from its role in human disease to

the mechanism of force transfer from the cell to the nucleus, is provided in Section 1.3.

With this motivation, in this thesis | Widescribe my research which employs laser
scanning confocal microscopy to study the mechanical response of the nucleus to an applied
force with the atomic force microscop@fFM;both techniques discussed in Section 2.1). The
integration of these two miascopy techniques, in addition to the use of DBelling
fluorescent dyes, allowed for direct visualization of the effects of applied force on the cell
nucleus, over both long (minute) and short (millisecond) timescales. Considering that this
responsemd RSLISYR 2y (KS OSftftQa YAONBSYQGANRYYSyY(:x
applied force, | also observed the response of the nucleus to pullingcotact forces two
orders of magnitude smaller within a microfluidic optical stretcher (discuss&kation 2.2).
These mechanical responses of the nucleus were quantified and explored in detail in Sections

4.1 and 4.2, where they were indeed found to be different from one another.

Another important aspect to take into account is that in its native estélhe nucleus is
y2i YSOKIyAOlItfte Aaz2frdSR FTNRY (GKS NBad 27 0f
cytoskeleton (CSK), which is described thoroughly in Section 1.2. Through the CSK, external
forces can be transmitted to the nucleus. Comsently | employed specific drug treatments
(outlined in Section 2.3) in order to disrupt one or more of the structural components of the
CSK. How the nuclei of such cells responded to force under the AFM is discussed in Chapter 5.
Furthermore, in Chapte8 | discuss the mechanical behaviour of the nucleus ungelicforce
application, showing that certain cytoskeletal drug treatments greatly affect this response to

repeated, periodic force.



Lastly, throughout Chapters 4, 5 and 6 | will demonstrate that nucleus exhibits
mechanical anisotropyit does not expand uniformly under applied force (static or cyclic) under
the AFM, but rather displays a more pronounced expansion along its lateral axis. This response
seems to be characteristic of nucleivivo, as isolated nuclei taken from cells of the same type
have been observed to behave as axisymmetric, uniform materials under indentation (Vaziri,
Lee et al. 2006). To the best of my knowledge, this is the first instance in (@hinbclear
expansion inan optical stretcher,(2) nuclear response to cyclic force application, a3
mechanical anisotropy in nuclear expansion, as well as its dependence on the cytoskeleton, are

investigated.

1.1 The Eukaryotic Cell Nucleus

The structural biology of the cedhd its components has been well characterized in the
past (Porter, Claude et al. 1945; Alberts, Johnson et al. 2002; Lodish, Berk et al. 2004).
Universally accepted as the basic functional unit of life, cells can be classified into two types:
prokaryotes to which archaea and bacteria belong; and eukaryotes, of which plants, animals,
and fungi are made. The major difference between the two types is that eukaryotes contain a
well-defined nucleus, a membrar@ 2 dzy R O2 YLI NI YSyYy (i K2 dzxidlyyad@ (GKS
the remainder of this thesis, we shall concern ourselves only with eukaryotic cells, of which a

schematic representation is provided in Figure 1.1.

Even among eukaryotes there is a wide variation of cell morphologies, depending
largely on whictunction the cells perform, and on which organism they compose. Still, there
are a number of structures common to all cells. One is the cell membrane, consisting of a
phospholipid bilayer with embedded proteins, which separates the interior of the cefl fre
2dziAARS SY@ANRYYSYyild LY FRRAGAZ2YyS ff OStfa
cytoskeleton (to be explored further in Section 1.2) which provides the cell with shape and
structure. Permeating the cytoskeleton is the cytosol, atané of ions and macromolecules
dissolved in water that form the intercellular fluid. In addition, the cell interior also contains a
variety of internal membranédound structures called organelles, which are specialized subunits
within the cell that perfom a variety of functions, from energy production (mitochondria) to

protein synthesis (endoplasmic reticulum, ER) and sorting (Golgi apparatus).

4
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cell membrane

smooth ER

mitochondria

Golgi apparatus

Figure 1.1: Schematic representation of a typical eukaryotic cellhe major components
found in the eukaryotic cell are shown above. Mitochondria generate most of the cell's supply
of adenosine triphosphate (ATP), which is used as its primary source of chemical energy
(Henze & Martin 2003). The endoplasmic reticulum) &Rves a number of general functions
involving protein synthesis and transport, and is characterized by its lacey membrane
structure (Porter, Claude et al. 1945). It can be classified as either smooth ER (Maxfield &
Waustner 2002) or rough ER, so namedcdngse of the proteirmanufacturing ribosomes
studded on its surface (Lodish, Berk et al. 2004). Materials synthesized by the cell are then
processed by the Golgi apparatus, which is integral in modifying, sorting, and packaging said
materials for use withi the cell, or for secretion: in the latter case, lysosomes, also created by
the Golgi apparatus, break down these waste materials and cellular debris (Alberts, Johnson
et al. 2002). Lastly, the nucleus stores genetic information, enclosing DNA to sepéraite
cytoplasmic activities, and is the eukaryotic cell's defining organelle.

Among the largest and most ubiquitous of these organelles is the nucleus. It contains
GKS O0StftQa 3ASYySGAO YFGSNAIE Ay GKS F2N¥Y 27F (
molecules in complex with various proteins. Gene expression, the synthesis of proteins and
Fdzy OdA2y It wb! ySOSaalNE F2N 6KS OSffQa &aidNHzO

why the nucleus is commonly perceived as the control center®tHil.

1.1.1 Nuclear Structure and the Nucleoskeleton

The nucleus is enclosed by the nuclear envelope, a structure composed of two lipid
bilayers arranged parallel to one another. The envelope surrounds the nucleus completely and
functions as a physitaarrier in order to prevent macromolecules from diffusing freely
between the nucleus and the rest of the cell. The outer membrane is contiguous with the

endoplasmic reticulum and studded with ribosomes, which are organelles involved in protein



synthesis(Cooper & Hausman 2009). The region between the inner and outer membranes,
roughly 10 to 50 nm in thickness, characterizes the perinuclear space (Paine, Moore et al. 1975;

Spector 1993).

Crossing the nuclear envelope are large protein complexes callddarypores, shown
in Figure 1.2. A typical eukaryotic cell nucleus will have 2,000 to 4,000 of these pores (Gerace &
Burke 1988), although this number varies depending on cell type and stage in the life cycle.
Nuclear pore complexes (NPCs) facilitate ttaansfer of watersoluble molecules to and from
the nucleus, and are made up of proteins known as nucleoporins. Each NPC is composed of two
coaxial rings, one facing the cytoplasm and one facing the nucleoplasm. Between these rings,
eight radial spokes eshd and contact a centrally located plug (Spector 1993). The eight
peripheral channels allow the exchange of smaller particles through passive diffusion, while the
central channel enables active transport required for the efficient transfer of larger mlekec

(Hinshaw Carragheet al. 1992).
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Figure 12. Nucleoskeletal structures(a) A nuclear pore complex (NPC), characterized by filaments on
the cytoplasmic side and a basKide structure on the nucleoplasmic side, contactstbthe inner
nuclear membrane (INM) and outer nuclear membrane (ONM). (b) An AFM image taken of the surface
of a Xenopus laevi®oocyte nucleus shows the density of NPCs on the nuclear envelope (image
reproduced, with permission, from Danker & Oberleith@600).



Anchoring the NPCs embedded in the nuclear envelope is a dense fibrillar network
called the nuclear lamina (Fig. 1.2a). It is located internal and adjacent to the inner membrane
of the nuclear envelope, measuring about 30 to 100 nm in thicknBlss. nuclear lamina is
composed of membranassociated proteins and nuclear lamins, fibrous proteins that comprise
a class of intermediate filaments (IFs) exclusive to the cell nucleus. There are two main types of
lamins: Atype lamins (primarily lamins And C) and Bype lamins (B1 and B2) comprising the
lamina, and they are generally present in equal amounts in the nucleus during interphase, the
adr3as 2F GGKS OStftQa tAFTS 0eO0ftS LINAR2NJ (2 dzy RSN
et al. 2005)While Btype lamins are essential to cell survival (HarbpElbashiret al. 2001,

Tang et al. 2008) -fype lamins are thought to contribute more significantly to nuclear
mechanics (Schape et al. 2005; Lammerding et al. 2006). Cells are able to sitindué Avtype
lamins, but mutations in the gene encoding these lamins have been implicated in a significant

number of human diseases, which will be explored in detail in Section 1.3.2.

The nuclear lamina is anchored to the inner nuclear membrane by ansxéearray of
membrane proteins such as LAP1/2 (lam@ssociated polypeptides 1 and 2; Foisner & Gerace
2003), emerin (Bione et al. 1994), and MANL1 (Lin et al. 2000), which form theldm&in
family of proteins (Wagner & Krohne 2007; Mejat & Misteli @010ther important proteins
associated with the nuclear envelope, such as nesprins, can also be found on the outer nuclear
membrane. Most notably, nespr®, which binds to the -Actin cytoskeleton, is an important
scaffold protein that is involved with amtenance of the nuclear envelope architecture (Zhang,
Skepper et al. 2001); various proteins that link the nuclear envelope to the CSK will be discussed
more thoroughly in Section 1.1.3. Short actin structures have also been found at the nuclear
envelope but their small size relative to cytoskeletab&tin makes it impossible for them to
offer a similar degree of mechanical strength. Instead, it has been proposed that nuclear actin
FAELFYSyda LINRPGARS WaidNHzidQ 2 Nin flagingnisiagdIother A (0 S a
larger complexes (Dahl & Kalinowski 2011).

All together, these elements constitute the nucleoskeleton (NSK), a collective structure
that is necessary for maintaining nuclear shape and structure. It prevents rupture of the nucleus
under force and has also been suggested to assist in force transduction (Wang, Tytell et al.

2009). Although mainly tasked with providing mechanical support to the cell nucleus, it is also
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involved in regulating DNA replication and cell division. To witNB& provides the structural
basis for intranuclear order (Philimonenko, Flechon et al. 2001), offering a mechanical

framework for the various processes within the cell nucleus.

1.1.2 Chromatin Architecture

5dz2NAy 3 Y2aid 2F GKS cdcOofkerial isO®adized Withid tKeSintedd® f £ Q &
of the nucleus in a DNprotein complex known as chromatin. One of the primary functions of
chromatin is to package DNA into smaller volumes. This is not a trivial task, considering that the
total length of celllar DNA in animals can be up to a hundred thousand times the length of the
cell itself (Adams, Celniker et al. 2000; Venter, Adams et al. 2001; Wurm, Wang et al. 2011). In
this section we discuss the different levels of chromatin organization, and howneltiro

structure changes throughout various stages of the cell cycle.
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Figure 13. The various levels of chromatin architecture, at a glan@NA (a) wraps around histone
proteins (b) to form nucleosomes. These nucleosomes, rebegnbeads on a string, wind around the
histone H1 to form 3&m fibers (c), nucleosome arrays in their most compact form.-Nstone
proteins provide scaffolds (d,e) to which these fibers attach, forming complexes that make up active
chromosomes (f).



The most abundant proteins associated with DNA are called histones. These are small
proteins present in all cell nuclei, of which there are five major types: H1, H2A, H2B, H3, and H4.
All histones are rich in positivebharged, basic amino acids, which irterwith the negatively
charged phosphate groups found in DNA. The fact that the amino acid sequences of most
histones are remarkably similar among all eukaryotes seems to suggest that that they fold into
very similar threedimensional conformations, whickwvere functionally optimized early in

evolution (Lodish, Berk et al. 2004).

These histones are central to the primary step in DNA packaging which results in the
basic unit of chromatin organization, called a nucleosome. Each nucleosome core particle is
comprised of around 150 DNA base pairs wrapped slightly less than two turns around an
octamer containing two copies each of the core histones H2A, H2B, H3 and H4 (Luger, Mader et
al. 1997). These core particles are then connected by stretches of free DRRcallf A Yy 1 SN 5
which can range in length from around 10 to 80 base pairs long, depending on species and cell

type (Felsenfeld & Groudine 2003).

wSLISFiGAYy3 ydzOf S2a2YSa gAGK WEAY1ISNR 5b!
O f f SR Wo SI(Rg 1.3)enablingdalpaktking Fafo of around 5 to 10 (Chakravarthy,
tIF N} SiG f® wnnpod ¢KSasS WoSIFIRa 2y | aAGNRy3
Fa320A13GS 6AGK I m KYXGZYEERNNINOAED N®aSO(I7ALK
50. It has been suggested that the structure of then®@ fiber follows that of an irregular spiral
or solenoid arrangement, with approximately six nucleosomes per turn, and H1 bound to the
DNA on the inside of the spiral or solenoid (Lodish, Berk e€x08). Further organization of
chromatin is required to achieve the degree of DNA compaction observed within the nucleus,
however; it has been shown that ndmstone proteins are also involved in chromatin
organization by forming a scaffold, to which ¢ptoops of the 3m fiber are anchored (Fig.

1.3d; Paulson & Laemmli 1977).

It is important to remember that nuclear structure itself is dynamic, and as such the
organization of chromatin actually depends on several factors. One of these is the sthge of
life cycle (i.e. mitosis) in which the cell is currently found. The levels of organization discussed

thus far are associated with the chromosome in its extended form as observed during



interphase; as previously mentioned, this is the stage ofdyein which the cell spends the
majority of its time prior to, and in preparation for, cell division. During metaphase, when the
chromosomes align in the middle of the cell before being separated into the two daughter cells,
chromatin is even more tightly ocgpacted (Fig. 1.3e) to assume a more condensed,
transportable form. In this form, most of the genetic material found in chromatin ceases to be
accessible, and transcription stops. This structure is optimized for physical strength, which is
necessary to preent shear damage to the DNA as daughter chromosomes are separated. This is
also the only form in which individual chromosomes are visible in their natural environment
under an optical microscope, exhibiting the classic fmun structure with two sister
chromatids attached to one another at the centromere (Fig. 1.3f). It has been proposed that
this highlycondensed structure of the metaphase chromosome is produced by further folding
of the scaffold; however, the precise geometry of this folding has ybetdetermined (Lodish,

Berk et al. 2004).

Local chromatin structure during interphase is also affected by the genes present on the
DNA strand. DNA coding genes that are actitlgscribed are more loosely packaged, and
found associated with RNA polymeeass These complexes are collectively referred to as
euchromatin, with dynamic 3¢ Y FTAO0OSNAE dzy F2f RAY 3 Joyadai NA KIS QY2
structure when traversed by an RNA polymerase engaged in transcription. On the other hand,
DNA coding inactive genesre more tightly packaged in regions collectively known as
heterochromatin. Heterochromatin is a lodmkaring structure within the nucleus, and mostly
localized to the NSK at the nuclear envelope (Dahl & Kalinowski 2®dyever,
heterochromatic regionsvithin the nuclear interior do exist, as do pockets of euchromatin at
the nuclear envelope (Fedorova & Zink 2008), leading to regionseteiogeneousfluidity
within an otherwise stiff nucleus. This only confirms that even in an isolated state, the cell

nucleus is not a uniform mechanical structure.

1.1.3 Biochemical Links to the Cytoskeleton

But the nucleus is not, in fact, naturally isolated from the rest of the cell at all. There is a
functional connetion between the nucleoskeletomnd the cytoskeleto, a structure that,
analogous to the NSK, provides shape and support to the cell body. The CSK is highly dynamic

and consists of three distinct elements: actin microfilaments, microtubules, and intermediate
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filaments (to be further discussed in Sectibr?). Forces from the CSK are transferred across
the nuclear envelope to the nuclear lamina, where they have been shown to affect chromatin
structure, nuclear compartmentalization and other regulatory factors (D&hgleret al. 2005;
Starr & Fridolfsso2010).

As mentioned in Section 1.1.1, the nuclear envelope is made up of two lipid bilayers,
the inner and outer nuclear membranes, which are connected at the nuclear pores. The nuclear
envelope is supported by lamins, membrane proteins, and chrorassnciated proteins
(Gruenbaum et al. 2005) underlying the inner nuclear membrane (INM). In turn, the outer
nuclear membrane (ONM) is continuous with the endoplasmic reticulum. However, since both
of these membranes are fluid, any connections that serve tiifate force transfer between
the CSK and the nuclear interior must necessarily be physical, structural elements that bridge
the nuclear envelope (Starr, 2005). The currently accepted model posits that elements of the
CSK are linked to the NSK by a famoil macromolecular assemblies that span the nuclear
envelope, called LINC (linkers of the nucleoskeleton to the cytoskeleton) complexes (Crisp et al.
2005; Razafsky & Hodzic 2009; Mejat & Misteli 2010).

CsK filaments
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Figure 14 Representatbn of a typical LINC compleSUN and KASHbroteins, located at the INM and
ONM respectively, interact in the perinuclear space, while simultaneously contacting either NSK or CSK
associated proteins.
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A typical LINC complex is shown schematically (togetliggr an NPC) in Figure 1.4. In
general, a LINC complex consists of four main parts. At its core, a(SaiN and UNE4;
Worman & Gunderson 2006) and KASHKlarsicht, ANQ, Syne Homology; Starr & Fischer
2005) domain protein interact with one anothar the perinuclear space between the INM and
the ONM. On the nucleoplasmic side of the INM, the other end of the SUN protein interacts
with either the lamina or any of several INMdsociated proteins, such as the LEbMmain
proteins (Wagner & Krohne 2007;djat & Misteli 2010). Conversely, the outer end of K&SH
protein on the cytoplasne side contacts an ONM protein that interacts with a component of

the CSK, completing the bridge across the nuclear envelope (Razafsky & Hodzic 2009).

There is quite a lge number of protein isoforms and variants of both INM and ONM
components of LINC complexes across organisms, which seems to suggest thataissue
developmentallyspecific interactions can take place (Mejat & Misteli 2010). In mammals, for
example, the @M proteins are generally members of the nesprin family (Zhang, Skepper et al.
2001) with nesprinl and-2 bindng to actin filaments Nesprin3 binds to plectin, a large
protein that in turn binds tantermediate filamens (IF9. Lastly,nesprin4 bindsto kinesins, the
motor proteins that ‘walk' alongnicrotubules MTs;Wilhelmsen, Litjens et al. 2005; Roux, Crisp
et al. 2009). LINC complexes connecting the actin and pidetimetworks to the nucleus
facilitate nuclear positioning and anchorage, wher¢lagse contacting MTs facilitate nuclear
migration and centrosome association (Mejat & Misteli 2010). Nonetheless, it has been shown
that these connections are indeed mechanical in nature (Maniotis, Chen et al. 1997), and

facilitate direct force transferétween the nucleus and the cytoskeleton.

1.2 Review of the Eukaryotic Cytoskeleton

hFGSy tA1SYSR (2 I WaoOlFF2fRQ gAUGKAY (KS
structure and support. It is not, however, a passive and rigid structure asotim@arison would
suggest, but rather highly dynamic. It is actively involved in many cellular processes, and

constantly in a state afemodelling usually on the order of seconds (Wu, Kuhn et al. 1998) in
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response to both environmental cues and signalsmfrwithin the cell and the external

environment.

Figure 15 Individual components of the CSKisual representations of single (a) actin microfilaments,
(b) microtubules, and (c) intermediate filaments are shown, with images showing their respective
morphologies and distributionis cells presented below. Images in the bottom row were obtainedgisin
confocal microscopy (Section 2.1.2) performed on cells that were either transfected (Section 3.2) or
stained (Section 3.3) for each particular component.

As shown in Figure 1.5, the CSK consists of three distinct classes of protein structures.
Actin filaments, also called microfilaments, are the thinnest of these with an average diameter
of 7 nm. Naturally a globular protein {&&tin), these individual subunits assemble into long
filaments called factin. Two parallel Hctin strands layer on top of onenother to form the
double-helix structure of microfilaments in the CSK (Fig. 1.5a). When combined with
crosslinking proteins and the motor protein myosin Il (Vicedenzanares, Xuefei et al. 2009)
microfilaments organize into stress fibers. Specificallgrnating bands of -actinin (an actin
binding protein) and myosin Il connect bundles of microfilaments together to form a stress fiber
(Pellegring a St 2NJ HanTO0T GKS Yé2aAiAy VY20i2NR Ay GKS
fiber), enabling the fiber to contract. In addition to providing mechanical support, the actin
network is involved in cell motility, cell division, organelle movement, sighalling and
maintaining cell shape. Many of these processes are mediated by extensive interactions of actin

with cellular membranes (Doherty & McMahon 2008). In particular, actin filaments in
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fibroblasts tend to align along the long axis of the cell, aodt has been proposed that any
anisotropy in global cellular deformation is dominated by the actin fibers (Heggeness, Wang et

al. 1977).

Microtubules (MTs), the largest of the CSK filaments at 25 nm in diameter, are made up
of two types of proteins cldd h-tubulin andi -tubulin. These two subunits form heterodimers
in complex with GTP (an energy molecule similar in function to ATP), which then polymerize
end to end forming protofilaments. The protofilaments then bundle into hollow cylindrical
filamentsby arranging themselves in an imperfect helix, with each turn of the helix containing
dimers from thirteen different protofilaments (Fig. 1.5b). MTs are also polar filaments: because
tubulin polymerizes with thé subunit of one dimer contacting thee sukunit of the next, one
end of the microtubule will have dll subunits exposed, while the other will haveiaBubunits
SELRaSRd ¢KSasS SyRa FINB RSaAdyriSR G4KS ob0 |y
are also important for maintaining cedtructure and imparting mechanical support. They also
provide platforms for intracellular transport and are critically involved in cell division, where
they form the mitotic spindle which separates the chromosomes during mitosis (Desai &
Mitchison 1997).

Lastly, intermediate filaments (IFs) are named for their size: their average diameter of
10 nm lies between those of smaller actin microfilaments and larger MTs (Fig. 1.5¢). They are
considered highly deformable since they are able to undergo significaeasss without
breaking, as well as return to their original form upon stress removal. IFs can be categorized
into six main types based on similarities in protein structure. Of these, only one (Tgpe V
lamins, discussed in Section 1.1.1) can be found @& rcleus; the rest are generally
cytoplasmic. In particular, vimentins (a subset of Type Il IFs), the most widely distributed of all
IF proteins, can be found in fibroblasts, supporting the cell membrane. Vimentins also serve to
anchor organelles withinthe cytosol, attaching to the nucleus, ER, and mitochondria

(Katsumoto, Mitshushima et al. 1990).

Although the CSK can be thought of as being composed of three distinct filament
networks, it is also important to recognize the interconnections between eaiclthese

networks to each other, to the organelles, and to the external environment. Aside from the
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LINC complexes discussed earlier, there also exist extensivebauting and microtubule

binding proteins, whose crodmking significantly alters theoenposition of each individual

network. MTs are often found in complex with kinesins and dyneins, transporter molecules
GKAOK Wglf1Q Fft2y3d GKS YAONRUGdzmdZ S FyR O0NAY3
within the cell. Similarly, actin is often fodnin complex with other proteins of the myosin
FIYAETRZT GAGK Ye@2aAy + Wgltftl1Ay3aQ Ff2y3 YAONRBTA
similar manner. Previous studies also seem to suggest intimate interactions between MTs and
vimentins (Gyoeva& Gelfand, 1991; Maniotis, Chen et al. 1997). Results of a study involving
transgenic mice that lacked vimentin but turned out to be functionally normal (Goldman, Khuon

et al. 1996), seem to suggest that the MT network may compensate for the absence of the IF
network. On the other hand, when MTs were depolymerized, vimentin reorganization occurred

(Goldman, Khuon et al. 1996), a phenomenon that will be revisited in Chapter 4.

As mentioned earlier, the CSK is able to respond to stimuli from the cell's external
environment. It does through its attachments to focal adhesion (FA) complexes, large
macromolecular assemblies which form at the basal surface of the cell, at which the cell
membrane closes to within 15 nm of the substrate (ZelBiat, Cohen et al. 20045As may be
composed of up to 100 different proteins (Zamir & Geiger 2001), of which proteins called
integrins (Hynes 1987) are key: these are the transmembrane proteins that connect the cellular
interior with the extracellular matrix (ECM), a gi&k network of collagen and polysaccharides
providing an external scaffolding to the cell. Integrins binds to proteins of the ECM via short
amino acid sequences, while its intracellular domain binds directly to the actin network via
adapter proteins such as talin. dzZNNA R3S 3 -aAcnhyReihHard, @ampronn Bt alh
1999), and vinculin (Ezzell, Goldmann et al. 1997). Links between integrins and microtubules
have also been established, with focal adhesion kinase and lipid rafts mediating integrin
signallng to MTs (Palazzo, Eng et al. 2004). Dynamitin, a component of the dynein motor
complex that ‘walks' along MTs, has also been found to localize at focal contacts (Garces, Clark

et al. 1999).

Taking these connections between the CSK and the environmegather with the
nuclearCSK links that were described in Section 1.1.3, we see that the nucleus is actually

physically connected to the microenvironment of the cell. Indeed, 'harpooning’ experiments
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with micropipettes and intact endothelial cells (Manigthen et al. 1997) show that pulling on
integrins on the cell surface resulted in reorientation of CSK filaments, distorted nuclei, and
spatial redistribution of subnuclear structures. These results confirmed that molecular
connections between integrin§SK filaments, LINC complexes and NSK scaffolds could provide

a discrete path for mechanical signal transfer.

1.3 Importance of Studying Nuclear Mechanics

The nucleus is generally the largest, stiffest organelle of a eukaryotic cell, and is literally
its defining feature. Naturally, this means that the nucleus and nuclear structure have a great
effect on the overall cellular mechanical properties (Lammerding, Dahl et al. 2007). However,
they also play a critical role in many cellular functions, as nudeganization directly affects
accessibility of chromatin (discussed in Section 2.1.2) to transcriptional regulators. The
transmission of mechanical forces ttee interior of the nucleus, as well as the induced nuclear
deformations, also depends on the mexatical properties of the nucleus (Dahl, Ribeiro et al.
2008).

It comes as no surprise, then, that nuclear mechanics have been the focus of rigorous
study over the past few decades. Researchers have employed a variety of techniques to probe
and understanchuclear mechanics, studying nuclear shape as well as the nucleus' response to
applied stress and strain. While the wide variety of techniques has led to some disparity in
values reported of mechanical properties such as nuclear stiffness (Dahl, Ribeita2608),
nevertheless these techniques have yielded important knowledge and shed light on several key
aspects of nuclear mechanics. Studies on isolated nuclei (Caille, Thoumine et al. 2002; Dahl,
Engler et al. 2005) have been used to clarify nuclealilataon of proteins that are sometimes
masked by strong cytoplasmic signals (Lammerding, Dahl et al. 2007). Micropipette aspiration,
in which isolated nuclei are drawn up into the tube of a micropipette using a pressure
differential, has been a key teclyuie in measuring nuclear stress versus strain behavior;
different nuclei exhibit both viscoelastic and pladiie behavior, although this depends on

phenotype as well as cell type. Micropipette aspiration has also enabled the observation of
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lamina rearragement, and characterization of the roles of subnuclear structures in nuclear
mechanics (Dahl, Engler et al. 2005; Rowat, Foster et al. 2005). Micropipette aspiration works in
the regime wherein the scale of deformation is on the order of the whole nscléa that
particular scale, the nucleus can then be treated as a generally isotropic, homogenous material
(Lammerding, Dahl et al. 2007).

But the exploration of nuclear mechanics is certainly not just limited to isolated nuclei.
Studies have also been wle in which cells were cultured on elastic membranes, and their
nuclei strained as the substrate (and cells) were stretched (Barbee, Macarak et al. 1994, Caille,
Tardy et al. 1998). This allows for comparison of effective nuclear strains to cytoskeksta, st
from which properties such as nuclear stiffness may be inferred. These substraite studies
and compression experiments (Guilak 1995; Thoumine, Ott et al. 1997; Caille, Thoumine et al.
2002) on whole cells were among the earliest attempts atlgitng the nucleus' response to
external force, an approach also taken and appropriate to local foapgsiedwith the AFM
(Hategan, Law et al. 2003; Dahl, Engler et al. 2005; Lammerding, Dahl et al. 2007). The question
of how force affects the nucleus it a trivial one; the nucleus has been shown to adapt and
reorder following an external applied force (Deguchi, Maeda et al. 2005), and extracellular
forces and strain result in clearly detectable nuclear deformations (Guilak, Tedrow et al. 2000).
In thissection we discuss the main motivations for studying nuclear mechanics, particularly how

the nucleus behaves in response to force.

1.3.1 Overview of Nuclear Mechanical Properties

Measurements made of nuclear stiffness span over two orders of magnisiru=s they
depend both on the cell type and the experimental method chosen to carry out the said
measurements (Dahl, Ribeiro et al. 2008). These values range from 0.1 to 10 kPa, but the
general consensus is that the nucleus of the cell is significantfgrsthan its surrounding
cytoplasm (Caille, Thoumine et al. 2002; Kha, Chan et al. 2004; Guilak, Tedrow et al. 2000; Vaziri
& Mofrad 2007). Still, extracellular forces and strain have been shown to bring about clearly
detectable nuclear deformations (Gak 1995; Maniotis, Chen et al. 1997) in addition to CSK

and cell membrane reorganization.
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As a mechanical system, the nucleus is typically modeled as a viscoelastic solid (Guilak,
Tedrow et al. 2000; Rowat, Foster et al. 2005; Dahl & Kalinowski 204d¢9eMistic materials
are characterized by two kinds of mechanical response: an initial deformation, such as elastic
stretch typically modeled by a spring, is combined with a {flikiel viscous flow which is
modeled by a dashpot (Crawford 1998; Meyers & Wha1999). For elastic (spring)

components, one can write the stresgrain relationship as:

” y T p
where " is the stressyis the elastic modulus of the material, ands the strain that occurs due
to the applied stress. Similarly, for the viscous (dashpot) components, we can write:

Q
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The subscriptSand D denote quantities corresponding to the spring and dashpot, respectively.
Here,  is still the stress applied, A & G KS Y (SN /6t Qepreséhts dh® indeA G & = |

derivative of the resulting strain (Meyers & Chawla 1999).

Viscoelastic models (illustrated in Figure 1.6) are formed from linear combinations of
these components YR | NB dzaSR (G2 LINBRAOG &adzOK | YL @
mechanical loading conditions. The simplest of these, called the Maxwell model (Fig. 1.6c)
consists of a spring and a dashpot connected to one another in series. Under such an
arrangement, tle applied stress is equal for both of the elements, whereas the total strain is

the sum of the individual strains (Crawford 1998):
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Combining equations 1, 2, 3, and 4, we arrive at the goverrgogteon of the Maxwell
model:
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Figure 1.6 Common viscoelastic modelBlastic springs (a) and motidamping dashpots (b) are
combined in various ways to form the different viscoelastic models),(avhich are in many wa
analogous to electrical circuits. The Maxwell model (c) has a spring and dashpot connected in series. The
KelvinVoigt model (d) has these two components in parallel. Finally, the Standard Linear model or Zener
model (e) combines the Maxwell model and additional spring in parallel, and is generally more
accurate than either the Maxwell or Kelwfoigt model at predicting material responses.

If we assume that the applied stresss constant ( T' o), then Equation 5 above can be

solved to obtain an exession for the timedependent strairt 6 G 0 Y

It can be seen from Equation 6 that when a Maxwell material is put under constant
stress, the timedependent strain has an instantaneous, elastic component (represented by the
first term) that corresponds to the spring. The other component (represented by the second

term) grows with time so long as the constant stress is maintained.

In addition, we can also solve for the creep compliance J(t), which is defined as the ratio
of the time-dependent strain to the applied stre¢§ing 1966; Tweedie & van Vliet 2006; Lakers
2009). Creep compliance of viscoelastic materials has come to be the established metric of rate
at which the strain increases for a constant applied stress (Tweeda &/ket 2006). Based on

the result of Equation 6, the creep compliance for a Maxwell material can then be written as
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Under a constanstress condition outlined above, the Maxwell model predicts that strain
will increase linearly with time. This can be seen from the form of Equation 6, as well as in
Figure 1.7a. This does not prove to be a very accurate prediction, howsvenost polymers
exhibit a strain rate that is decreasing with time (McCrum, Buckley et al. 1997). A more accurate
model for predicting constarstress viscoelastic behavior is the KeNwigt model (Meyers &
Chawla 1999). Using this model, the vises&t material is represented by a spring and a

dashpot connected in parallel, shown in Figure 1.6d.

For the Kelvif/oigt model, the total stresses and strains are now defined as follows
(Crawford 1998):

+ABAECH , Y
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The applied load is supported by both the spring and the dashpot, and thus the total
stress is the sum of the two individual components. On the other hand, the total strain is equal
to the strain in each of the elements. The governinguapn for the KelvirVoigt model,
obtained using the combined results of Equations 1, 2, 8, and 9, can be written as (Crawford
1998):

Q-
»0 T Ty PT

Equation 10 can then be solved for the total strift):
-0 —p Q  pp
The creep compliance for a Kekxfioigt Material can also be obtained, leading to:
-0
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Under application of a constant stress, a KeWaigt material deforms at a decreasing
rate, asymptotically approaching the steaslgte strain. This type of behavior is illustrated in

Figure 1.7b.

Both the Maxwell and the Kelwvioigt models have their respective limitations when it
comes to predicting the behavior of viscoelastic materials. These predictions can be improved,
to a certin extent, by considering more complex models composed of several springs and
dashpots in parallel and/or series. For example, the Standard Linear Solid model, shown in
Figure 1.6e, consists of the Maxwell model in parallel with a single spring. Thi$ pnediets
that under constant stress conditions, the material instantaneously deforms to some (elastic)
strain, after which it will continually deform and asymptotically approach a ststatg
(viscous) strain (Crawford 1998, McCrum, Buckley et al. 199% behavior of the time
dependent strain function under constant stress for each of the three models is summarized in

Figure 1.7.

E/ E E

Figure 1.7 Constarstress responses predicted by viscoelastic modegla) After an instantaneous
elastic strain, the Mawell model predicts a linear increase of strain with time. (b) The K¥lvigt

model predicts an exponential increase in strain to a certain asymptotic value, corresponding to the
value of¢ that the material would have reached had the dashpot not bessent. Lastly, the Standard
Linear Solid model (c) predicts an instantaneous initial strain upon stress application, in addition to a
subsequent, exponential increase in strain.

For isolated nuclei, the lamin meshwork supporting the nuclear membrameaset! as
the elastic component, stretching under force, while the nuclear interior itself also deforms
viscoelastically (Rowat, Foster et al. 2005; Pajerowski, Dahl et al. 2007). This suggests that the

simplest approximation would require the Standard dan model, shown in Figure 1.6e).

21



Previous measurements on chondrocyte nuclei, performed with micropipette aspiration,
yielded elastic moduli on the order of3LkPa, with data best fit by the Standard Linear model
(Guilak, Tedrow et al. 2000). Howevergtpresence of higheorder chromatin organization
within the nucleus seems to suggest the existence of several time and length scales of
deformation (Fabry, Maksym et al. 2001; Stamenovic 2008). Furthermore, mechanical
responses have been found to be higldependent on cell type, with some epithelial cells
found to have a more complex rheology than these viscoelastic models could accurately

predict. One such response (Dahl, Engler et al. 2005) is summarized in Figure 1.8 below.

b W aspiration

R 3 O release 8
lm :
(a1 ;
£ 4
- I AL{1)
0.1F P R, 3

0.1 1 10 100 1000

time (s)

Figure 1.8. Results of miopipette aspiration experiments on TC7 (African green monkey kidney
epithelium) cells.(a) A single, isolated nucleus is aspirated into a micropipette (inner diamete) &t a
constant applied pressure of 15 kPa. Deformation is observed both afubleus as a whole as well as

of subnuclear structures (shown by the arrowheads). (b) The equation (inset) for creep compliance J(t)
is expressed as a variation of the solution for aspiration of an infinitespalte (Theret, Levesque et al.
1988). J(tJs found to exhibit powetaw behavior with an exponetit = 0.3 over a timescale of 40 years;
when the pressure is released, the projection length decreases with the same exponent (image
reproduced, with permission, from Dahl, Engler et al. 2005).

Becauseof the surface roughness, the region of the nucleus outside of the micropipette

could not be reliably measured by the 2D projection, and so it was treated as an infinite half
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space. Using this, Dahl et al. were able to define the creep compliance Htms of the
parameters of the micropipette aspiration experiment:
cu (p ’L‘)(‘)

00 —— — o
ov Y P

Here, P is the constant pressure appligd, is the aspirated length normalized to the pipette
before aspiration, Ris the pipette radius, and is a costant that depends on the micropipette
thickness (Theret, Levesque et al. 1988). These micropipette aspiration experiments performed
on nuclei isolated from monkey kidney epithelial cells resulted in a péavertbehavior of the
time-dependent creep commnce J(t).Variance in the observed behaviors of nuclei from
different cell types is likely due to differences in the organization of nuclear structures, with
mechanical properties being affected by factors such as lamin distribution at the nuclear

enveloge, or the level of chromatin organization (Dahl, Ribeiro et al. 2008).

1.3.2 Demonstrations of mechanical forces altering gene expression

It is known that forces exerted on the cell can alter gene expression indirectly through
the activation of chemical cues, as in the phosphorylation of celtidgrallingpathways (Chen,
2008). But since elements of the NSK serve asheading structuresn addition to influencing
gene expression, it has been suggested that force may play a more direct role in gene

regulation than was initially thought (Dahl & Kalinowski 2011).

On a singlenolecule level, studies investigating the mechanics of purifieédAD
chromatin, and chromosomes have shown that external force can indecedellingand
disassembly, which may be required for transcription (Zlatanova, Leuba et al. 2002; Marko,
Poirier et al. 2003). Forces can also induce conformational changes withimutlear interior,
which in turn could alter the accessibility of chromatin and genes to transcription factors. In
addition, forceinduced changes in nuclear shape could also result in a -taae
reorganization of genes within the nucleus, althougts ihot yet clear exactly how these genes
would be reordered, or how an external force would affect the localization of heterochromatin

pockets (Dahl, Ribeiro et al. 2008).

Nevertheless, nuclear lamins have been shown to modulate chromatin organization
(Suurman, Heins et al. 1998), withtpe lamins in particular affecting chromosome positions
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(Malhas, Lee et al. 2007). The fact that every important aspect of nuclear function is influenced
by these nucleoskeletal proteins, which are also actively indalvenuclear mechanics and DNA
processing, suggests that structural and biological roles are very likely integrated within the cell

nucleus (Dahl & Kalinowski 2011).

1.3.3 Nuclear mechanics in disease

Mechanical properties of the nucleus are also intietgttied to a wide spectrum of
human diseases. Mutations in nuclear lamins and associated nuclear envelope proteins have
been discovered to cause pathophysiological changes that are associated with over 12 genetic
disorders (Wormar& Bonne 2007), collectely known as laminopathies. Most of the currently

known laminopathies are summarized in Table 1.1 below.

Table 1.1: Laminopathies and Related Diseases

Structure Affected Disease Symptoms References
Lamin A/C EmeryDreifuss skeletal and cardiac | Bonne, di Barletta et a
muscular dystrophy | muscular dystrophy 1999
(autosomal)
Limb-girdle muscular| muscular dystrophy Muchir, Bonne et al.
dystrophy and cardiomyopathy | 2000
CharcotMarie-Tooth | neuropathy De Sandrésiovannoli,
disease Chaouch et al. 2002
Dilated cardiomyopathy Charniot, Pascal et al.
cardiomyopathy 2003
Werner syndrome progeria (premature | Chen, Lee et al. 2003
(atypical) aging)
HutchinsonGilford progeria (premature | Eiksson, Brown et al.
progeria syndrome | aging) 2003
Lamin B and Lamii PelgerHuet anomaly | myelodysplasia Hoffman, Dreger et al.
B receptors (defective neutrophils) | 2002
Greenberg dysplasia| skeletal dysplasia Waterham, Koster et
al. 2003
Pelizaeus leukodystrophy Padiath, Saigoh et al.
Merzbacher disease | (abnormalities in white| 2006
(adult-onset) matter growth)
BarraguerSimons lipodystrophy Hegele, Cao et al. 200
syndrome (abnormalities in fat
distribution)
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Laminbinding EmeryDreifuss skeletal and cardiac | Manilal, Nguyen et al.
proteins muscular dystrophy | muscular dystrophy 1996; Clements,
(Xlinked) Manilal et al. 2000
BuschkeOllendorff | skeletal dysplasia and | Hellemans,
syndrome skin lesions Preobrazhenska et al.
2004

It was discovered that cells derived from laminopathy patients often have abnormally
shaped nuclei and changes in chromatin organization. For example, muscle cells from patients
with EmeryDreifuss muscular dystrophy have been shown to exhibit decreasedtearu
stiffness, increased nuclear fragility, and increased sensitivity to mechanical strain (Broers,
Bronnenberg et al. 2002; Lammerding, Schulz et al. 2004). On the other hand, cells from
patients with HutchinsotGilford progeria syndrome, which is tyieil by increased lamin A at
the nuclear envelope (Scaffidi & Misteli 2006) exhibited stiffer nuclei (Dahl, Scaffidi et al. 2006).

There are currently two propositions that have been offered to explain some of the

pathologies associated with laminopathi@3ahl, Ribeiro et al. 2008). One of these is called the

WA GNHzZOG dzNI f KB LR GKSaAaAZIQ ¢ KiypeKamaadrdddSidciease (0 K (

nuclear fragility, which in turn causes an increase in cell death in mechanically stressed tissue
(suchasrdza Of SO d ¢ KS 20KSNJ LINPLRaAAGAZ2Y S (y26y | &
the diseases are caused by altered interactions of transcriptional regulators, which lead to DNA
damage and altered chromatin organization that in turn cause the genehianges.
Interestingly enough, these two hypotheses are not necessarily mutually exclusive; it has been
suggested that they might, in fact, be interrelated (Dahl, Ribeiro et al. 2008), through nuclear

mechanotransduction.

1.3.4 Force transmission and nuclea€SK connectivity

The nucleus is not isolated from the mechanical environment of the rest of the cell.
Extracellular forces can be transmitted across the CSK to the nucleus, resulting in intranuclear
deformations (Pajexwski, Dahl et al. 2007). But while it has been acknowledged that the
organization of the CSK is crucial in the ability of cell nuclei to sense and respond to external

mechanical stresses, the question of how it does so largely remains open. Previoas phidt
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to an actomyosin filament sliding mechanism (Sims, Karp et al. 1992) instrumental in generating
tension within the cell, which in turn drives CSkorganization and leads to nuclear rounding.
Others have stressed the importance of microtubulasng their role in causing mechanical
tension to instigate nuclear envelope breakdown (Beaudouin, Gerlich et al. 2002). Still others
model the cell as a structure exhibiting tensegrity architecture. Here, actin filaments and MTs
together provide a framewdx resisting tension and compression, mechanically coupled to a

pre-stressed nucleus that itself also acts as a tensegrity structure (Ingber 2003a,b).

Despite the uncertainty with regards to its exact role, it is clear that considering the
connections between the CSK and the nucleus is crucial to studying nuclear mechanics.
Compression experiments on mouse embryonic fibroblasts using LSCM integrated with-a single
cell loading device similar in principle to the AFM (Peeters, Bouten et al. 2003) have $labwn t
the loss of physical interactions between nuclear structures and the CSK (i.e. in lamin A/C
knockouts) led to significant loss of nuclear stiffness (Broers, Peeters et al. 2004). But the
guestion of how exactly each of the CSK's components affectsntiobeus’ mechanical
properties, particularly its behavior in response to external force, is more difficult and largely
remains open. For #ssereasons, | chose to explore the mechanical response of the cell nucleus
to nanonewton and noncontact piconewtorscale forces with an atomic force microscope
(AFM) and an optical stretcher, respectively. Tracking the response with simultaneous
fluorescence microscopy enabled direct visualization of the nucleus throughout force
application, and the use of antitosleletal drugs shed light into how this response is affected

by the CSK and its components.

1.4 Methods and Scope of the Study

A descendant of the scannirignnelling microscope (Binnig 1982), the atomic force
microscope (AFM) was invented in the late 1980rimarily for its use in measuring topography
of nonconducting and semgonducting surfaces at atomic resolution (Binnig, Quate et al.
1986). But it was its ability to apply a controlled, precise force onto an extremely specific

location that made theéAFM a valuable tool in cell biology and biophysics (Radmacher, Tillamnn
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et al. 1992). Indeed, since its adoption into biomedical research the AFM has been successfully
used to confirm previous cellular rheological measurements (Henderson, Haydon et &), 199
guantify forces involved in protein interactions (Florin, Moy et al. 1994; Lee, Kidwell et al. 1994;
Lehenkari & Horton 1999) and measure mechanical properties such as cellular stiffness,
plasticity and viscoelasticity (Radmacher, Fritz et al. 199@pHi#&elling et al. 2006). A key
advancement in the use of AFM in biological studies was its subsequent integration with optical
microscopes (Charras, Lehenkari et al. 2001; Haupt, Pelling et al. 2006). In particular, the
popularization of fluorescent tagand dyes in the late 1990s allowed researchers to directly
visualize the effects of applied force on the inner structures of the cell (Heidemann, Kaech et al.
1999). Simultaneously employing AFM with fluorescence and laser scanning confocal
microscopy (LSM) has further enabled direct correlation of mechanical properties measured
with the AFM to specific cellular structures and dynamics (Silberberg, Pelling et al. 2008; Pelling,
Veraitch et al. 2009).

It is important to note, though, that taking the spécs of the experiment performed is
critical to properly interpreting the results obtained. The nature of cellular and cytoskeletal
response to force depends on factors such as cell type, the stage of the cell in its life cycle, and
the time scale of the masurement. But it is also important to consider the conditions in which
the cells are being studied: in particular, even with all other factors held constant, the internal
structure of an adherent cell is greatly different from that of a detached, susgp@iogie, which
suggests that the structural response to applied force may not necessarily be the same as well
(Lodish, Berk et al. 2004; Ananthakrishnan, Guck et al. 2005; Guck, Schinkinger et al. 2005). An
innovative tool recently developed to micromanipté such noradherent cells is the optical
stretcher (Guck, Ananthakrishnan et al. 2001; Guck, Ananthakrishnan et al. 2002; Schinkinger,
Wottawah et al. 2004; Ananthakrishnan, Guck et al. 2005; Guck, Schinkinger et al. 2005). Based
on a doublebeam laser fap (Constable, Kim et al. 1993), the device is composed of two
identical, countefpropagating and slightly divergent laser beams trapping a cell suspended
within a flow chamber in between them. Due to the symmetry of the trap, the total force acting
on the cell is zero, but the surface forces are additive and stretch the cell along the beam axis
(Guck, Ananthakrishnan et al. 2001). The device can be mounted onto a microscope stage,

enabling reatime observation of optical deformation. Despite the fact tthidne optical
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stretcher operates within a range of force two orders of magnitude lower than that of the AFM
(Neuman & Nagy 2008), it has successfully been used to deform eukaryotic cells, and tracking
optical deformation has yielded welefined differencs in the elastic response of cells across
various cell types and pathologies (Guck, Ananthakrishnan et al. 2001; Guck, Schinkinger et al.
2005).

Studies on wholeell mechanics using these and a variety of other experimental devices
are extensive and wetlocumented (Pelling & Horton 2008). The effects of physical forces on
isolated cell nuclei have also been rigorously studied (Guilak, Tedrow et al. 2000; Lammerding,
Schulz et al. 2004; Dahl, Engler et al. 2005; Rowat, Foster et al. 2005) and modeled_@éazi
et al. 2006; Pajerowski, Dahl et al. 2007). However, as mentioned earlier, the precise effect the
CSK has on the mechanical properties of the nucleus, particularly its response to applied force,
is much less clear. In this thesis, | demonstratedanduced nuclear deformation in cells which
had specific components of the CSK targeted and disrupted withcpraskeletal drugs. For
each drug treatment | considered not only the particular component disturbed, but also how
this affected the remainingcomponents, and how these together affected the nucleus'
response to force. Simultaneous imaging of the cell with LSCM while an AFM was used to apply
a force directly over the nucleus allowed us to understand how an external force could bring

about mechaical deformation in cell nuclei.

Importantly, it was observed that the nucleus does not expand uniformly under an
applied force, but rather displays a mechanical anisotropy that is present regardless of the time
scale in which the deformation is being ebged. Results of antiytoskeletal drug treatments
also showed that nuclear deformation is intimately affected by each of these elements,
affirming that the CSK plays a role in force transmission to the nucleus. In addition, cells of the
same type susperatl in a microfluidic optical stretcher, in which the morphology of the CSK is
drastically different from that of adherent cells, do not exhibit any significant deformation as a
response to applied force. These results suggest that force transmission taitheus is not
dependent only on the mechanics of the nucleoskeleton and chromatin structures, but also on
GKS adlFriS 2F GKS OStfQada YAONRBSYODANRYYSY(d YR
have several important implications in understamgligene regulation: since the mechanical and
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to recognize that the mechanical properties of the nucleus directly impact cell biology, as we
will see in Seadn 2.4. It is reasonable to propose that the way the nucleus defogms
particularly, the mechanical anisotropy it displays in its expansion under applied doreey

play a role in gene regulation, especially when induced by mechanical stimuli.
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Chapter 2

Instrumentation



2.1 Microscopy Techniques

This thesis will demonstrate the effect of an applied force on the nucleus of NIH3T3
fibroblast cells. These cells come from an established cell line originally obtained from mouse
embryos, which has now become the standard fibroblast line (Todaro & G@&31 Hsu, Barry
et al. 1984). 3T3 cells were subjected to an applied force using an Atomic Force Microscope
(AFM) while imaging was simultaneously carried out using a {Sxsaming Confocal
Microscope (LSCM). The nucleus was visualized in real timeatsibstdeformation in response
to the applied force could be quantified and studied. In order to accomplish this, cells were
stained with DNAabeling fluorescent dyes in order to make them visible by confocal
microscopy. In this section, | describe intale the advanced microscopy and imaging

techniques used in the experiments performed in this thesis.

2.1.1 Atomic Force Microscopy

The Atomic Force Microscope (AFM), one of the foremost tools for imaging, measuring,
and manipulating matter at the naiscale, was developed five years after its precursor, the
Scanning Tunnelling Microscope (STM). Primarily used to measure topographies and surface
properties of conductive materials at atomic resolution (Binnig, Rohrer et al. 1982; Baro,
Miranda et al. 1985Binnig, Frank et al. 1985; Binnig, Quate et al. 1986; Hansma, Elings et al.
1988) the STM operates by rastgranning the surface with an extremely sharp tip to which a

bias voltage has been applied.

If the sample is sufficiently conductive, a tunneliogrrent, brought about by the
guantum mechanical effect of electron tunneling through a vacuum, can be measured (Binnig,
Rohrer et al. 1982). Changes in this measured current can then be related directly to changes in
height between the sample and the tipy a highly sensitive manner. This current (I)

exponentially decays with distance as:

where d is the barrier distance & m is the mass of an electron, is the energy barrier in eV

(dependent on the applied voltage) amdis Ranck's constant divided by 2 An increase in
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barrier distance of & A, which is a typical atomic radius, will decrease the current by upwards
of 3 magnitudes, indicating that the current measured is largely coming from the single atom at
the end of theSTM tip.

Its ability to achieve atomic resolution made use of the STM highly attractive in imaging
biological samples as well. Advances in the technique were then made to enable imaging in
ambient temperature and pressure (Baro, Miranda et al. 1985; Handflings et al. 1988;
Drake, Prater et al. 1989), thus allowing biological samples such as bacteriophages, lipid
membranes, and DNA in complex with enzymes to be studied with the STM (Baro, Miranda et
al. 1985; Smith, Bryant et al. 1987; Barris, Knipmghgal. 1988). Resolution was lacking,
however, due to the fact that although certain biological samples are capable of conducting
electrons, the currents measured from these are much weaker than those from metallic
samples, and not all regions are fullysodvable on the atomic scale (Baro, Miranda et al. 1985;
Hansma, Elings et al. 1988). In order to accommodate this, biological samples were coated in a
thin conducting layer prior to imaging. Alternatively, this metallic coating could be separated
from the sample and then used to produce a mask, which can then be imaged as in
Transmission Electron Microscopy (TEM; Hansma, Elings et al. 1988). However, coating a
sample in this manner allows for atomic resolution only of the metal coating, not of the actual
sample underneath. This technique also makes it impossible to image any biological sample in
its natural environment. In addition, the very sharp tip required for STM can also prove highly
detrimental to soft biological samples which have not been furthextgcted (Hansma, Elings
et al. 1988). Ultimately, imaging biological samples with the STM unfortunately requires too

many modifications in order to achieve true atomic resolution.

In contrast, the AFM, developed as an extension of the STM, makes usaarpatip to
profile the topographical features of a sample through direct physical contact with the surface.
This eliminates the need to measure changesimellingcurrent, and thus allows for imaging
of nonrconducting surfaces. Moreover, the AFM alfophysical interaction forces between tip
and sample to be measured (Butt, Cappella et al. 2005), and may also be operated in agqueous
environments, over a range of temperatures. These features make it possible to use the AFM in

probing biological samplesitiin their native environment (Radmacher, Tillamnn et al. 1992).
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2.1.1.1 Schematic of an Atomic Force Microscope

Similar to the STM, the AFM operates by having a sharp, usually pyramidal tip raster
scanning the surface of the sample underneath. Thisstigttached to a spriniike cantilever,
typically silicon or silicon nitride (ZougaghRios 2009). When the tip is brought close to the
sample surface, forces between the tip and the sample lead to deflection of the cantilever

following Hooke's law:
"0 Qm[15]

The above equation is valid for small displacements. These deflections are detected by means
of a laser spot which is reflected off the upper surface of the cantilever and onto a quadrant
detector. As seen in Fig. 2.1a, four photodiodes (ocadjyants) are positioned symmetrically
around the center, and each quadrant is separated from its adjacent quadrants by a narrow
gap. Position information can be obtained from the individual optical signals received by the
guadrants, since these electricadntributions define the relative position of the light spot with
respect to the gap position (Makynen, Ruotsalainen, et al. 2003). Displacements with respect to

the gap position can then be approximated by:

WO Q —m———— P X

wherev ,0 ,0 andU are the average signal voltages of quadrants 1, 2, 3, and 4 respectively,
while koo is a scale factor which converts relative displacements to absolute displacements,
obtained from the geometry of the light spot. Thus, with the spring constant (k) of the
cantilever known, all deflection measurements (x) can be directly converted to (Bjoelues
(Meyer & Amer 1990; Ca&l Schillers 2008).

In a typical seup, the AFM is mounted onto a stationary stage while the scanning
movement of the tip is controlled with a piezoelectric crystal. The sample is held stationary

while the tip scans th surface, although sometimes the reverse is employed. The desired
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magnitude of the applied force, also known as the setpoint value, is user defined, and a

feedback loop corrects the piezo height in order to keep this force value constant.
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Figure 2.1 Cmponents of the AFM (a) Schematic representation of the AFM, with the quadrant
photodetector (inset). The position of the laser spot relative to the center of the photodetector is due to
the deflection of the cantilever. (b) A transmittdight image show a closer look at the cantilever, with

its characteristic Mhape (discussed in Section 2.1.1.2). (c) Another image, taken using SEM (Scanning

Electron Microscopy) shows the pyramidal tip.

Piezoelectric materials have the ability to expand and coniraotsponse to an applied
electric field due to the converse piezoelectric effect (Taylagnepairet al. 1985). In an AFM,

the crystal employed expands and contracts in response to changes in voltage detected by the

photodiode:
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N Qo [18]
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multiplied by the piezoelectric charge constanf, @his constant describes the amount of strain
experienced by the crystal due to an applied electric fiekek Jubscripts i,j describe the axis of
the crystal structure along which the electric field is being applied, and the axis along which the

response occurslaylor Gagnepairet al. 1985.

As mentioned earlier, my experiments with the AFM make use of a feedback system to
quickly and accurately adjust the force applied on the sample and maintain the desired force
value, corresponding to the setpoint voltage. The error signal, which is tfezedite between
the detected voltage and the setpoint, is constantly minimized by the feedback loop. Typically
operating in the 5 kHz regime, this mechanism serves to facilitate continuous and immediate
force adjustments (Moheimani & Yong 2008). Specificaly setup makes use of a clodedp
feedback system, in which strain gauges are coupled to the piezo scanner and measure the
actual change in piezo height when the error signal is not zero. The strain gauge measurement
is compared to the desired heigbhange, and any necessary corrections (for instance, due to

hysteresis in the piezo expansion) are made (Lapshin 1993).

The speed and accuracy of the feedback adjustments can be controlled using gains, as in
the Proportionalintegral (PI) control systemmsed in my setup. The P gain directly multiplies the
error signal and proportionately affects the drive signal to expand or contract the piezo.
However, in this case, the setpoint is often overshot due to hysteresis of the piezo (Lapshin
1993). In order tacorrect for this, the | gain dampens the response of the P gain by taking into
account the changing discrepancy between the setpoint and current values. This effectively
reduces the time it takes to return to the setpoint, while also eliminating the dwaotthat
occurs when the P gain is used alone (Barr 2002). Ideally, the P and | gains are maintained at as
high a value as possible to decrease the response time, but not so high that the piezo crystal
begins to resonate. With proper use of this feedbagktem, the force applied by the AFM tip
onto the sample can be maintained at a constant value throughout the course of an

experiment.
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2.1.1.2 Cantilever Calibration

In order to measure the force between the AFM tip and sample during experiments
using Huation 4, the spring constant of the cantilever must be experimentally determined.
There have been numerous methods developed for accurately determining the spring constant
of cantilevers (Cleveland, Manne et al. 1993; Lévy & Maaloum 2002; Gibson, We&k2083;
Bonaccurso& Butt 2005; Golovko, Haschke et al. 2007). Alternatively, values for spring
constants which are quoted by the manufacturer can be determined mathematically from the
material properties of the cantilever, in a method that has beeteesively characterized
(Sader 1995). The spring constant (k) feshdped cantilevers, as are used in this thesis, can be
determined from the following:

. 00 . 10 . 2
Q Al-Op o oA 1O ¢ pw

where E is Young's Modulus, t is the thickness of tHmilever, w is the width of a cantilever
FNYZ [ Aa GKS OFyuAtS@OSNI tSy3adks o6 Aa GKS

between cantilever arms (Sader 1995).

Alternatively, the spring constant can also be determined mathematicallyrinstef

GKS OFyiGAft SOSNI GKAOlySaa 600X GKS &dzaNFI OS |

and the resonant frequency)in air:

Q 1" & opdrt QT

Here, the factor of 1.04 is introduced in order to account for the eftdaiamping in air of
shaped cantilevers, and n is a geomeadgpendent correction factor which can be obtained

from tables of values that have been previously calculated (Sader 1995).

Most commercial cantilevers, however, are coated with a thin layergold or
F £ dzZYAydzYd ¢KA& OKIy3dISa (KS RSyaiaide FyR GKS
in turn changes the resonant frequency as well. While the above calculations do not take these
into account, for coatings thinner than 100 nm these ds are not significant (Gibson,
Weeks et al. 2003). This allows for a simpler treatment of these equations, with an average
RSyairde o0 v 2F GKS OlyiGAt SOSNI RSTAYSR ay
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the coating, respectively. Incorporating this expression into equation 9 and equating the result
GAOGK SljdzZ A2y v LINPGPARSa 2yS TFrapdtf = az2f drotS

C2NJ aAf A02y Ol noiivary spyaifisaniy Sandxhe thigkRess of thezoating
generally falls between 10 and 50 nm. This variance does not adversely affect the accuracy of k
because the value is so small (Gibson, Weeks et al. 2003). However, silicon nitride cantilevers
have a¥ dzOK f I NASNJ @I NAIF GA2Y Ay 9 FyR ~ I FyR GKSN
parameters even within cantilevers produced from the same batch. This increases the

importance of determining spring constants experimentally.

There are a number ghethods that can be used to accurately determine the value of k.
The one employed to calibrate all the cantilevers used throughout the experiments in this thesis
is called the thermal noise method (Hutter & Bechhoefer 1993; Lévy & Maaloum 2002). The
cantiever is modeled as a harmonic oscillator with one degree of freedom that fluctuates in

response to thermal energy. The Hamiltonian (H) for such an oscillator can be written as:
0 — géﬂ W GQ

where x is the displacement of the oscillator,ima A Ga Yl &daz L) (hea Y2YS
resonant frequency (Hutter & Bechhoefer 1993). The equipartition theorem states that the
average value of each of the terms on the rigaind side of this equation is equal to g&k

where T is the temperature, ang ls Boltzmann's constant:

¢KS ALINAY3 Ozyaidlyid Oy 068 RSGESNNAYSRingA NBOG

leading to:
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To eliminate sources of noise in the measurements, the average displacement is
examined in the frequency domain (producing a power spectrum, seen in Figure 2.2), where it
is easy to separate noise contributions from the peak corresponding to the resaeanehcy.

A Lorentzian curve is fitted to the amplitudieequency relationship for the cantilever, modeled

as a simple harmonic oscillator:

. Q
0Q - o L
Q Q —
where AcAd (GKS 5@/ & | YL AGdzRSS ' ityl fidchor and §0e3 NP dzy R

resonant frequency of the cantilever.
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Figure 2.2 AFM user interfacdhe AFM used in my experiments is a NanoWizard Il (JPK Instruments),
controlled by JPK software. The figure above is a screen capture after spring constaaticalilith

several features highlighted in yellow. (a) The feedback control window allows the user to adjust the P
and | gains (discussed in Section 2.1.1.1). Also shown are (b) the laser alignment window depicting the
quadrant photodetector, and (c) theantilever power spectrum, with the fit (red) of the principal peak.

The integral of the Lorentzian fit to the resonant frequency peak in the power spectrum
is equal to the mean square displacement of the cantilever in the time doméin, aiowing

for a direct determination of the spring constant. Values of k obtained in this manner have been
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shown to correspond extremely well to those obtained mathematically (Hutter & Bechhoefer
1993; Lévy & Maaloum 2002).

2.1.1.3 Imaging Modes

The AFM may be operalein three main imaging modes (Drake, Prater et al. 1989;
Zhong, Inniss et al. 1993; Giessibl 2003): contact mode, intermiti@miact mode, and non
contact mode (shown in Figure 2.3). Contact mode involves a stationary cantilever in direct
contact with the sample, with the tip deflection used as a feedback signal. Contact mode AFM is
almost always done when the overall force is repulsive; the tip will then be pushed away from
the surface in response to changes in topography. This is the mode in whig&FMas most

often operated, and there are two stdivisions: constanforce and constanheight mode.

In constantheight mode, the cantilever scans the surface at the same height, regardless
of changes in topography of the sample. As a result, the fdne@ges in certain areas as the
cantilever is deflected. In this mode a deflection map is created, which demonstrates changes in
topography rather than displaying the topography itself. Flat areas of the sample appear
neutral, whereas deflections up and dowwill appear as bright and dark bands. In constant
force mode, a feedback system (as described earlier) is used to maintain a setpoint force; the
cantilever then adjusts its height above the sample in order to maintain this force as the sample
is scannedHere, the adjustments in piezo height are used to generate the topographical image.
Finer details of the image can be obtained from the error signal measured by the feedback
system: this vertical deflection map is created from the absolute deflectiottseatantilever as

it scans the surface, independent of the adjustments in piezo height.

One of the drawbacks to contact mode AFM arises from the adhesion and lateral forces
between the tip and sample (Zhong, Inniss et al. 1993). These forces can bestguitg,
causing the tip to 'snam’ to the surface when it is close enough. This can lead to significant
indentation on a softer sample, giving an artificial image of the surface topography and
potentially damaging the sample. Another important thing tmsider is the tip geometry: the
sharper the tip, the more fine detail can be observed, at the cost of higher damage done to

softer samples (Radmacher 2002). These disadvantages can be bypassed by the other two
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imaging modes; while neither of these was dsauring the experiments performed in this

thesis, we discuss them here for completeness.

In nontcontact mode, the tip of the cantilever does not contact the sample surface. It is
instead oscillated at a frequency slightly above its resonant frequencyfarehough above
the surface of the sample so that no direct contact ever occurs. The amplitude of this oscillation
is typically a few nanometers. Van der Waals forces and other long range interactions which
extend above the sample surface act to decretise resonance frequency of the cantilever.
This change in resonant frequency is combined with a feedback loop system to maintain a
constant oscillation frequency (or amplitude) by adjusting the averagétgample distance
(Giessibl 2003). Measuring thip-to-sample distance at each data point allows the scanning

software to construct a topographic image of the sample surface.

contact mode

non-contact mode

Figure 2.3 Imaging modes and AFM images 0 I 0 { OKSYI GA O NBLINBaSyildlidAazy 2F (K
modes. Within contact modethe AFM can be used to produce (b) height images or (c) deflection

images (sample: crystallized protein). Height images preserve true height information of the sample,

whereas deflection images monitor the cantilever deflection from a straight line. \\daiflection

imaging loses true height information, it is able to present finer details of the sample because the

feedback loop response is faster in correcting the position of the small cantilever than for that of the

piezoelectric element.
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Noncontact node is not without its own disadvantages, however. While it does not
generally suffer from tip or sample degradation, many samples develop a liquid meniscus layer
in ambient conditions. An AFM operating in contact mode will penetrate the liquid layer to
image the underlying surface, but in neontact mode the tip will oscillate above the fluid
layer to image both the surface and the liquid as well. To combat this, intermittent contact
mode was developed (Zhong, Inniss et al. 1993). The cantilever is tiesgillate at or near
its resonant frequency as in naontact mode, but the amplitude of the oscillation is much
higher (typically 100 to 200 nm). Interaction forces between the tip and the sample cause this
amplitude to decrease as the tip gets closethe sample. If the AFM feedback circuit is set to

maintain constant amplitude, the topography of the sample may be determined.

It is clear that the AFM is an extremely powerful tool for use in studying and
manipulating materials at the nanoscale. Itshheen used with great success in providing
accurate, higkresolution images of biological samples and helping to demonstrate chemical
interactions occurring in biological systems. Topographical AFM imaging has enabled
visualization of sulmuclear structues such as supercoiled DNA (Yoshimura, Ohniwa et al.
2000), NPCs (Danker & Oberleithner 2000), nucleosomes and {uglesrchromatin (Sato, Ura
et al. 1999; Hirano, Takahashi et al. 2008). The AFM has also been used to measure
piconewtonscale forces arisg from interactions between and within macromolecules
(Baumgartner, Hinterdorfer et al. 2000; Evans, Leung et al. 2001; Hertadi & lkai 2002). One
particularly useful application of the AFM is as a tool for applying locally controlled forces to
biologicalsamples in order to investigate their mechanical response, as done in this thesis.
While the AFM's various imaging modes are traditionally used to generate topographical images
of both hard and soft materials, the experiments performed in this thesis eynpl reliable
technique not often exploited in AFM experiments on biological samples. This technique
becomes even more powerful when it is used in tandem with 4pigivered optical microscopy

techniques (Geisse 2009), such as confocal microscopy.

2.1.2 Conbcal Microscopy
The confocal microscope is a variation on wiidéd fluorescence microscopes. While
light microscopes utilize white light to image samples through phase contrast, differences in the

index of refraction, variance in transmitted light andany other techniques, fluorescence
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microscopes rely on detecting emitted light from the sample itself. The sample must be
illuminated with light of a wavelength which causes fluorescence in the material of interest. The
light emitted by the resulting flu@scence, whicim this casas at a longer wavelength than the
source illumination, is then detected through a microscope objective (Sppagidson et al.
2008). Fluorescence microscopy normally requires the use of at least two filters: an excitation
filter ensures the illumination is near monochromatic and at the correct wavelength, while a
second, emission filter blocks the excitationhtigso that none of the source illumination

reaches the detector.

A typical widefield fluorescence microscope has the source flooding the entire sample
evenly with light. All parts of the sample exposed within the optical path are excited at the
same time which means that the resulting fluorescence detected includes a large, unfocused
background part. This and other limitations of traditional wigdd fluorescence microscopes
motivated the conception of the confocal microscope. First patented in 1954y 2001),
the confocal microscope uses a spatial pinhole to block unfocused light in samples thicker than
the focal plane (Pawley 2006). It is this elimination of all-wftfiocus' signals reaching the

detector that gives the confocal microscope itsme&

2.1.2.1 Schematic of a Confocal Microscope

The key feature of the confocal microscope is its ability to optically section an image
volume, acquiring light from only one plane of the sample at a time. It is designed such that the
illumination, sample, and light detection system are all in focus ®iiS | y2 i KSNJ 6 WO 2
This results in all light emitted from above and below the image focal plane being blocked by

the pinhole, and only light originating from the focal plane passing through.

In this thesis | use a lasecanning confocal microscedLSCM), in which the focal point
of the excitation laser travels along eacHine in an xy plane and quickly returns to the
beginning of each line before imaging recommences, in a ras@nning method. The beam is
scanned across the sample in thg glane by using servo or piezo controlled mirrors. This way,
as the laser scans over the focal plane of interest, a complete image of that plane is obtained
pixekby-pixel and lineby-line. One can also adjust the scan speed, with slower scans providing

better signalto-noise ratio and thus providing better contrast. Images of different focal planes
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from successive focal planes, a computer can generate ahf@é-tlimensional image of the

sample (Pawley 2006).

detector

—p out-of-focus
i in-focus

source
pinhole

light source

objective lens

focal planes

sample

Figure 2.4 Schematic of a confocal microscopéght of the excitation wavelength is reflected off the
dichromatic mirror, through the objective and onto the sample, which then fluoresces. All digtite
emitted from the sample, whether #focus or otherwise, travels back up through the dichroic mirror,
but only the infocus light is able to pass through the detector pinhole.
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Confocal microscopy has been used in tandem with other forms of micrgséophis
thesis, it has been combined with the AFM (as discussed in Section 1.4), in order to enable high

resolution imaging with simultaneous local force application.

Figure 2.5 Imaging with the confocal microscog@) Individual, successiveyxsli@s are combined to

form a full 3D stack (b). These images (sample: section of a mouse intestine) feature actin, nuclei and
wheat germ agglutinin stained in red, green and blue, respectively. (c) This picture shows the Nikon
Inverted TIiE optical microscopmnnected to the Nikon AL1R resonant scanning confocal microscope
used in my setup, together with the NanoWizard Il AFM unit (in blue).
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2.1.2.2 Advantages of Confocal Microscopy

Confocal microscopy offers many advantages over other types of optical napsosc
For example, transmission electron microscopes regularly produce images with nanometer
resolution, but they require extensive sample preparation and fixation and thus are not useful
for live biological imaging. On the other hand, while conventiorgtitliand fluorescence
microscopes allow imaging of living cells in their native environment, the fine details of sub

cellular structures still cannot be resolved past the diffraction limit.

The limit of diffraction (d) defines a radius at which two poiofsillumination are

resolvable for a given microscope objective (Spring, Fellers et al. 2009):
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source. The denominator of this equation also defines the Numeral Aperture (NA) of the lens.
Typical values for the NA of a lens range from114) depending on whether the lens is used in

air (n=1.00),water (n=1.33), or oil (n=1.51). As a typical light source used iH@@0m in
wavelength, this means that the diffraction limit is approximately 200 nm for a conventional

microscope, which is much larger than the distance between most structures \aittetl.

The origin of the factor of 0.61 in equation 26 is the Rayleigh criterion, which states that
for two Airy disks to be resolvable, the first minimum of an adjacent pgpnéad function (PSF)
must coincide with the peak of the original PSF (Spkedjers et al. 2009). The advantage of
using a confocal microscope is that the Airy disks are much thinner, owing to its unique pinhole
design, and so the distance required to resolve them is smaller. This changes the factor in the
numerator, leading to amaller lateral resolution:
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The resolution is still highly dependent on the wavelength and numerical aperture, but
the same degree of contrast can be achieved with a confocal microscope, at a smaller

separation distance, wWh comparable wavelength and lenses as with conventional sfield
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fluorescence microscopes. Similarly, the axial resolution of a confocal microscope is also
improved, due to the tightening of the Airy disks in the axial direction as described above. The

axial resolution (gia) is dependent on the refractive index of the specimen mediumdgnthe
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In addition, confocal microscopy is primarily distinguished by its ability to perform
optical sectioning, where light is gathered for an image from only one plane of a sample volume
at a time (Murphy 2001). This technique significantly improves axialutsolcompared to
wide-field fluorescence microscopy as light above and below the current plane are eliminated

by the pinhole apparatus.

2.1.2.3 Variations and Enhancements to Confocal Microscopy

Traditional lasesscanning confocal microscopdsSCNIhave recently been adapted to
AYF3AS 4 @GARS2 NraSsz Ffaz 1y2éy Fa AYFIAYy3I A
Borlinghaus 2006). Instead of using secamtrolled galvanometer mirrors to rastacan the
adz2NF I OS= |a Ay W3l &mdduntedl onprisS&mnhg galkaSometdrNMBANE | N.
vibrate at a fixed frequency, moving the mirror in a rotational sinusoid. This increases the image
acquisition rate (of full frame images, 5512 pixels) from about 4 frames/second for typical
galvano moddo upwards of 30 frames/sec in resonant mode (Larson, Schwartz et al. 2010).
While there is some loss in resolution in resonant mode due to a decrease in the signal to noise

ratio, this can be accommodated for with some loss in frame rate.

An alternativetechnique to LSCM is spinnidgsk confocal microscopy (Egger & Petran
1967), where the aforementioned disk is a Nipkow disk containing a pattern of equally
distanced, identical pinholes. The sample can thus be scannebyiliee by spinning the disk.
Multiple points are imaged simultaneously as light passes through each pinhole, but due to
their placement on the disk these pinholes are rapidly moved away from their initial positions
as the disk spins (Ichihara 1996). This greatly increases the rate ialh whages can be
obtained (up to 1000 frames/sec) and also reduces the light exposure, which is particularly

useful for live imaging of biological samples (Nakano 2002), or for observing fast dynamics at
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video rate. Spinninglisk confocal microscopy hasdn successfully used to study dynamic

chromatin changes in mouse embryonic stem cells (Meshorer 2008).

In addition, several techniques have also been developed in recent years to surmount
the diffraction limit (discussed in the previous section) evenhierrt For example, Stimulated
Emission Depletion (STED) microscopy makes use of nonlinear fluoresceexeitaton in
order to overcome the resolution limit of standard LSCM (Hell & Kroug 1995; Rittweger, Han et
al. 2009). Since LSCM involves the detepicking up light from the small region excited by the
laser beam, the resolution is limited to the spot size to which the excitation spot can be
focused, and adjacent structures in the same focal plane within a distance smaller than this spot
cannot be reolved (Hell & Kroug 1995). In contrast, in a STED microscope the excited molecules
in the outer rim of the excitation spot are additionally switched off by stimulated emission: if an
excited fluorescent molecule is further irradiated with light of a waweth similar to that of
the fluorescence light, it can immediately return to the ground state while emitting a photon of
the same wavelength and momentum as that of the light used (Saleh & Teich 1991). Thus
fluorescent dyes can be switched off by addifbirradiation of a 'deexcitation' beam with a
higher wavelength. This 'dexcitation' beam is focused onto the sample, altering its wavefront
in order to produce a ringjke intensity profile. This causes almost all of the excited molecules
within this ling-shaped region to return to the ground state, leaving only the part of the sample
very close to the center of the excitation spot excited, with this remaining fluorescence
detected by the microscope. Using this technique, resolutions of up to 6 nm eatheved

(Rittweger, Han et al. 2009).

2.2 The Optical Stretcher

In my thesis | will also explore the effect of Roontact forces on the nuclei of nen
adherent 3T3 fibroblasts. In contrast with the simultaneous AFM/LSCM experiments, which
were performel with cells that had adhered onto a glass surface, experiments with the optical

stretcher involved cells suspended in solution. These cells were then run through a microfluidic
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channel, where a stretching force was provided by two identical laser beamsédither side,

as opposed to a directly applied normal force from an AFM tip.

The concept of utilizing light to manipulate and interact with biological materials is one
that is welSa G+ 6f AAKSR® wSaSHNOKSNE FTANRG RSY2yadll
dielectric particles in the early 1970s (Ashkin 1970), by showing that forces arising due to
radiation pressure from laser light were sufficient to enable levitation of small transparent glass
spheres (Ashkin & Dziedzic 1971). Later, using a tightlyséml beam of light that would come
to be known as optical tweezers, they were able to hold microscopic particles such as glass,
silica, and polystyrene latex beads stable in three dimensions (Ashkin, Dziedzic et al. 1986).
Before the end of the decade thiewere able to successfully apply this technology to the
biological sciences as well, using optical tweezers to trap an individual tobacco mosaic virus and

Escherichia caliacterium (Ashkin & Dziedzic 1987).

d C

Figure 2.6 Common optical trap geometrig®) Singlebeam traps include the optical fountain (left) in
which optical scattering forces are balanced by gravity, and optical tweezers (right) in which tightly
focused laser light affords precise 3D manipulation of the trapped particle. (b) Cepmfeagating

laser beams produce a point where the scattering forces produced by the two laser beams cancel; this is
the setup upon which the optical stretcher is based. (c) In an unfocused laser, the more intense rays
impart a larger momentum change onto tiparticle, causing a net force to be applied back toward the
center of the laser. A focused beam involves an additional intensity gradient that allows the particle to
be suspended in a fixed axial position, thus “trapping’ it.

57



While basic optical tweezerallow for noninvasive manipulation of small objects,
adding the capacity to detect those objects (for example, with a light microscope) permits the
simultaneous measurement of displacement and force. It is this capability that is exploited in
optical fore spectroscopy (Neuman & Nagy 2008). Interaction assays performed with optical
tweezers have been used to determine the force and displacement generated by the individual
kinesin molecules walking along microtubules (Block & Goldstein 1990; Svoboda, tSathahid
1993). Similar assays also enabled measurement of the binding forces between single-integrin
ligand (Litvinov, Shuman et al. 2002) and venghrocyte pairs (Mammen, Helmerson et al.
1996).

One of the issues to consider with optical tweezerswdéth most devices based on
similar principles such as optical spanners (Simpson, Dholakia et al. 1997; Padgett & Allen,
1999), is the fact that they require focused laser beams in order to achieve their desired effects.
This results in very high intengi$ at the focus of the trapping laser, typically on the order of
10°-10" Wicm?. These intensities give rise to local heating, which can change the viscosity of
the medium, affect enzymatic activity, and give rise to convection currents that affect the
measurements (Neuman & Nagy 2008). But the greatest drawback is the risk of excessive
radiation damage on the material exposed to the laser light. In the case of biological samples,
the chance of opticutiorg that is, of damaging these biological samples belywiability ¢ is

greatly increased.

There are certainly ways to make use of focused light without necessarily bringing about
significant damage (Liang, Vu et al. 1996; Neuman, Chadd et al. 1999; Seol, Carpenter et al.
2006), but such techniques often damd conditions that limit the laser wavelength or
maximum power used. This concern is bypassed by the optical stretcher, a device that provides
an effective means of inducing controlled deformations on microscopic, elastic materials (such
as cells) using nfocused laser beams. This minimizes the light flux through the cells and
prevents unwanted radiation damage without imposing any limitations on the laser power
used. Having this restriction lifted affords greater control over the experimental parameters,

which in turn allows for more variety and flexibility in experimentation as a whole.
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2.2.1 General Description
If we consider a ray of monochromatic light propagating in a medium with refractive

index n, the momentum carried by this ray is expressed as:

where c is the speed of light in vacuum (Ashkin & Dziedzic 1973; Brevik 1979). The energy E can
also be expressed as E = hf, where f is the frequency and h represents Planck’'s constant (h =
6.626 x 10“Js. Thus, even with very high frequées (extreme ultraviolet light, for example,
typically goes at above 1®Hz) the momentum carried by a ray of light is usually of a magnitude

too small to have any appreciable effect on a macroscopic scale. However, this is not true for
objects whose se&s typically range from atomic to micréevel scales: due to their small
masses, they are clearly affected by momenta of even these magnitudes. Optical tweezers rely

on this in order to operate, and it is by a similar principle that the optical stretithmations.

To illustrate how the optical stretcher works, | invoke a thought experiment outlined in
previous literature (Guck, Ananthakrishnan et al. 1999), and shown in Figure 2.7. Consider a
transparent dielectric cube of refractive indexgreater tha that of the surrounding medium,

n,. If a ray of light strikes one face of the cube, normal to its surface, a fraction of it (around
0.1%) is reflected back. We make the assumption that the cube's absorption is negligible, so
that all the remaining lighenters the cube and is transmitted through it. At this point, due to
the change in refractive index, the light experiences a corresponding change in momentum;
since B > ny, the result is a momentum gain. On the other hand, once the light exits the cube it
goes from media of higher to lower refractive index, and thus experiences a loss in momentum.
At the surface, a similar fraction of the ray is reflected back into the cube, whereas the rest is

free to exit it completely.

Thus the light ray experienceschange in momentum twice: once upon entering the
cube, and once more upon leaving it. Conservation of momentum demands that these
differences be accounted for, and they are in fact imparted unto the cube itself. It is then
possible to express a change immentum on each of the surfaces over an arbitrary small time

period. Furthermore, if one is interested in approximating the instantaneous response of the
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cube, shrinking the time interval to near zero changes the expression firdidk o @p/dt,

which is eqgivalent to a force.

It appears then that the successive changes in momentum experienced by the light ray
result in forces exerted on the affected surfaces of the cube. To obtain expressions for these
forces, we first define the light power contained irSth NI @ Y t I n9knpide® 2SS Ol y
our previous definitions of force and momentum to set up an expression showing how the
forces on the front and back surfaces (where the light enters and leaves, respectively) depend
on light power and refractivendex (Guck, Ananthakrishnan et al. 2002):
0 ¢
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Equation 30 above assumes perfect transmission (all light is transmitted, with zero
reflection and absorption) and a single refractive index. However, since the refractive index
changes throughout the ray's journey in and out of the cube, and becausallraftthe light is
transmitted through both surfaces, it becomes necessary to examine just how much of the light
goes through (and how much is reflected) at every relevant point. If we represent the ratio of
reflected light at any point as R, and considely firstorder reflections, we arrive at the

results summarized in Figure 2.7 below:

1 (1-R) (1-R)-R(1-R)
n na M
: R R(1-R)
Front Back
iSurface Surface

Figure 2.7 Light transmission and reflection from one ray incident from the front of a transparent
dielectric cube We ignore absorption and consider fimtder reflections, taking the initial amount of

light incident onto the front surface and normalizing it to 1. Upon striking the surface, an amount R << 1
is reflected back, whereas the remaining lightR)Lis transmitted through the cube of refractive index

n,. When this light hits the back surface, an additional fraction RR) (% reflected back, while the rest

of the light exits the cube.
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As seen in Figure 2.7, the fraction of the incident light that finally exits the cubeRs (1
¢ R(ER), or (ARY. Sirce R is a very small number, we can disregard the higiuar reflections,
whose ratios would be on the order of RR, etc. Combining the above results with equation
30, we then obtain the desired expressions for the forces on the front and back ssidatee
cube (Guck, Ananthakrishnan et al. 1999):
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These two forces have opposite directions and both point away from the center of the

cube. The cube then experiencas overall stretching force:
. N i P .
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It is immediately clear from equatior&l and 32, however, that the magnitudes of the
forces kot and Fack are generally unequal. This implies the existence afet force with
magnitude (Fack- Front) Which has the added, unwanted effect of accelerating the cube along
the direction of light propagation. An effective way to remedy this is to introduce another
beam, identical to the first one but traveling in tlopposite direction. If this second beam is
propagating from the other side of the cube and made to strike its back surface, the two forces
accelerating the cube cancel each other out completely, but the individual stretching forces add
up (see Figure 2.8Thus the net stretching force, from two countpropagating light beams, is

now double the initial value for only one beam.

If we now replace this hypothetical dielectric cube with a material which is sufficiently
elastic, it can be deformed. Specifigalit is stretched along the beam axis by a net force with

magnitude:
"0 OxAAAI O s SO s ot

To illustrate, Guck et al. performed stretching of erythrocytes, or red blood cells: they

trapped red blood cells isolution and used a stretching power of P = 110 mW. UsirgIn33,
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n, = 1.43 and K 102 in equations31 and 2 gives rise to a total stretching force (equation 34)
of 3.90 pN. The shear modulus,®f a single typical erythrocyte is reported to betbe order

of 8 x 10® N/m from micropipette aspiration experiments (Hochmuth 1993). One would then
expect deformation on the order ofsfwc/Gn, Or 0.48>m. The actual deformation they
measured was approximately 0.44n along the axis of the laser beaf@uck, Ananthakrishnan

et al. 200).

one beam two beams
net =0

net

K o e

Figure 2.8 Forces experienced by the cell in singled duatbeam optical traps While net accelerating
forces (a) due to asymmetry in the surface forces cancel out in thebemn configuration, the surface
forces hemselves (b) add up. These surface forces yield a net stretching force that is exploited in the
optical stretcher.

2.2.2 Schematic of an Optical Stretcher

The basic requirements are two axiadllyjgned, countepropagating laser beams
emanating from optical fibers aligned with a trapping region (Wang & Discher 2007). In the
simplest, or open setup, the optical fibers are aligned against a stradged backtop
(Constable, Kim et al. 1993; Guck, Ananthakrishnan et al. 2001). The fibers are usually mounted
onto miniature threeaxis translation stages. Cells suspended in solution are then pipetted onto
the space between the fibers, which can then be translaézhg the backstop to move the
trap into the path of cells of interest. This setup is sufficient for light cells (such as human red
blood cells) that sink slowly enough to be trapped out of a cell suspension. However, it is

difficult to maintain sterile onditions, and any debris attaching to the end of either fiber would
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necessitate removing, cleaning, and realigning the fibers against the backstop once more (Wang
& Discher 2007). A slightly more involved setup, and the one used in this thesis, involves
implementing some microfluidic control (Lincoln, Schinkinger et al. 2007). A square glass
capillary serves as a flow channel, through which cells such as 3T3 fibroblasts suspended in
solution can be streamed through. The laser beams are sent through thiéacapalls in order

to trap and stretch the cells inside.

Laser

-

s

Optical Fiber

Trap Area
Flow P

Control

Optical Fiber LEC

o

Figure 2.9 Schematic representation of a microfluidic optical stretch®ptical trapping and stretching
are performed by two identical, countgrropagating laser beams guided through optichéfs. Cells are
suspended in medium and run through a glass capillary in the center of the trap.

The stability of the duabeam optical trap is afforded by two key requirements: the size
of the beams must be larger than the object being trapped, and the object itself must have a

higher refractive index than its surrounding medium (Guck, Ananthaknskebal. 2001). Due

G2 OftAYRNAROIf &d@8YYSUNR 2F GKS flFasSNna AyidSya

two beams only has a component in the direction of light propagation. If we assume the object
starts out centered along the beam axis,pé&ing it from this axis breaks the symmetry of the
system. This results in a gradient force, perpendicular to the axis, which arises due to
conservation of momentum. The gradient force tends to pull the object towards the region of
highest laser intensjt (as seen in Figure 2.6c), which happens to be found at the center of the
beam. Thus, regardless of where an object is placed between the beams, it will be pulled
towards the center of the beam axis, after which it will stay there as long as both theegrad

force and the external, accelerating forces sum up to zero.
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Figure 2.10 Optical stretcheiThe main components of the optical stretcher used in my experiments are
shown. Optical fibers coming from the light source (not shown) for the optical trapreunted onto

the centerpiece on the stage. The flow chamber is delineated by the syringe, capillary and reservoir, to
be discussed further in Section 3.6.2.

2.3 Drug Treatments and Cell Techniques

Aside from studying nuclear deformation, in this tlsesialso show how disrupting
certain elements of the cytoskeleton (discussed in Section 1.2) affects this deformation. In
particular, we targeted the actin and microtubule networks, first separately and then
simultaneously, in 3T3 fibroblasts using anioskeletal drugs. Intermediate filaments, while
not manipulated directly, were imaged in cells subjected to these drug treatments in order to

observe how IFs, particularly vimentins, were affected by each one.
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2.3.1 Anti-Cytoskeletal Drugs

A number ofchemicals have been developed to take a specific action on the CSK and its
associated proteins. Many have been used in experiments to selectively activate or inhibit
aspects of the CSK in an effort to determine the specific role each cytoskeletal elelagntrp
cell mechanics and other various cellular processes. Two of the most popular drugs,
cytochalasin D and nocodazole (Rotsch & Radmacher 2000; Pelling, Dawson et al. 2007; Yuen,

Zak et al. 2008; Pelling, Veraitch et al. 2009), are used in this thesis.

Cytochalasins are a family of mycotoxins that block polymerization and stop elongation
of actin filaments. Cytochalasins bind to the plus ends of microfilaments and block both
assembly and disassembly of individual actin monomers from these ends (Cb99é).
Cytochalasin D, in particular, is a potent inhibitor of actin polymerization; concentrations as low
Fda noéw >a KIFI @S 0SSy F2dzyR (2 0SS adzFFAOASYy
growth and shrinking at opposite ends of dynamic filamefXahara, Harada et al. 1982).
Nocodazole, on the other hand, is an agent that disrupts the MT network by blocking the self
assembly of tubulin subunits while also depolymerizing preformed microtubules as well
(Samson, Donoso et al. 1979). Smaller conegioins of nocodazole, at the nM scale, can result
in a decrease in elongation and shortening velocities of MTs, as well as an overall decrease in

MT turnover after the treatment (Vasquez, Howell et al. 1997; Pelling & Dawson 2007).

Both of these drugs arextremely specific to the components they target. Treatment
with nocodazole often leaves the actin network intact but destroys any inherent tubulin
structure, whereas treatment with cytochalasin D generally leaves the cell with no actin fibers

while MTs renain unaffected (Pelling, Dawson et al. 2007; Pelling, Veraitch et al. 2009).

2.3.2 Green Fluorescent Protein

The green fluorescent protein (GFP) was originally isolated from the jellf&siuorea
victoria (Prasher, Eckenrode et al. 1992), where largely responsible for the green lining on
the inside of the otherwise translucent jellyfish. Fluorescence in jellyfish is produced from an
energy transfer following the binding of calcium to a secondary bioluminescent protein,
aequorin, which produces ¢ light (Prasher 1995; Misteli & Spector 1997). Its unique

mechanism of generating light prompted the study of the nature of GFP, where it was
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discovered that GFP may also be activated directly by an external ultraviolet light source
(Chalfie, Tu et al.9B4).

Characterization of the crystal structure and sequence of GFP led to the generation of a
number of genetic modifications which were designed to enhance its versatility and usefulness
in molecular biology. These include, among others, a modificatioich brightens the emitted
green signal, known as enhanced GFP (Cormack, Valdivia et al. 1996) and modifications which
shift the fluorescence from green light to any number of other wavelengths, specifically those
which coincide with readily available &swavelengths (Heim & Tsien 1996). But perhaps the
most important application developed from the discovery of GFP has to do with its value as a
visible genetic tag, which allows for directly visualizing the localization and dynamics of proteins
within biological systems. Genetic tagging is a watwn technique in molecular biology,
involving the development of fusion proteins which have the GFP directly attached to each
protein of interest. The mechanism by which this occurs is explained in more detdié i

section below.

2.3.3 Transfection Techniques

Transfection, the process by which foreign genetic material is introduced to a eukaryotic
cell, is a weiltharacterized technique (Watt, Sawicki et al. 1993; Felgner, Tsai et al. 1995;
Bonetta 2005; Glaar, Lipps et al. 2005). It is actually fairly easy to genetically modify cells to
cause them to express proteins of interest once DNA has been introduced to the cell. In fact,
the biggest challenge is how to get the DNA there in the first place, spdyifivating it across

the cell membrane without compromising the cell's integrity.

A number of techniques were developed in order to facilitate this. Initially, researchers
made use of a chemical perforation technique, by which cells became temporarilyepblen
after incubation with calcium phosphate ions (Bonetta 2005). Viruses have also been used to
facilitate transfection, by having researchers replace their DNA with the DNA of interest and let
them loose to inject the DNA directly into the cell (Grah&man der Eb 1973). The last forty
years have seen the development of other techniques using different carrier molecules, such as
liposomes, positivebgharged organic molecules, and other nanoparticles (Bonetta 2005; Han,

Ghosh et al. 2007).
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My experimets made use of the liposomal technique, in which plasmid DNA containing
GFRvimentin @ kind giftrom Robert Goldman, Northwestern Univergitgmong other genes was
amplified within E. coli cells. Bacteria are particularly suited for this purpose asnhigply at
a very fast rate, and easily replicate plasmid DNA as well as their own. After amplification, the
DNA was then isolated, quantified, and used for transfection. The technique also involved
incubating the plasmid DNA with a solution of cationpds which accumulate around the
negatively charged DNA, forming complexes of lipid/DNA (Lin, Slack et al. 2000). These
liposomes were then placed in a dish with the 3T3 fibroblast cells. Through endocytosis, the
process through which cells absorb molesu(such as liposomes) by engulfing them, the DNA

can successfully cross the cytoplasm to the cellular interior.
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Chapter 3

Experimental Procedures and
Analysis



3.1 Cell Culture

NIH3T3 fibroblast cells were cultured in Dulbecco's Modified Eagle's Medium (DMEM)
supplemented with 10% heabactivated fetal bovine serum (FBS) and 1%
penicillin/streptomycin (Hyclone), on 1868m aulture dishes (Corning) at 37°C and 5%.CO
Cells were passaged twice weekly: they were rinsed using a solution of phodplitegesaline
(PBS, Fisher Scientific), detached from the dish in which they had been cultured using trypsin
EDTA (Hyclone), isotat via centrifugation, and reuspended in fresh DMEM.

Longterm storage of cells involved suspension of cells in a solution of FBS
supplemented with 10% dimethylsulfoxide (DMSO; Sigma). The cells were then placed in a "Mr.
Frosty" container (Nalgene) a-80°C freezer, maintaining a slow freezing rate of 1°C per hour.
The next day the cells were transferred to long term storage in liquid nitrogeh7&°C until

needed.

3.2 Immunofluorescence

In order to add fluorescent tags for actin, microtubules @WPI, cells were submitted
to a protocol outlined in previous literature (Pelling, Veraitch et al. 2009). Samples consisted of
glassbottom dishes containing adherent cells that had been passaged at least 24 hours prior,

unless stated otherwise; these exit®ns are discussed at the end of this section.

Samples were first rinsed with warm PBS, and then incubated with a fixative buffer (2%
sucrose and 3.5% paraformaldehyde (Fisher Scientific) in PBS) at 37°C for 2 minutes. This was
done in order to kill andix the cells into place. These samples were then permeabilized for 2
minutes with another buffer, consisting of the following: 20mM HEPEZ-i¢droxyethyl}1-
piperazineethanesulfonic acid; Fisher Scientific), 300mM sucrose, 50mM NaCl, 3mMavidCl
198mL distilled water, with 1mL of 10% sodium azide ({N&her Scientific) and 1mL of Triton

X-100 (Fisher Scientific) dissolved in the buffer for a final concentration of 0.5%.
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9FOK &l YLX S gl a GKSYy adlrAySR T2NIHAQRANYE o [
phalloidin AlexaFlues46 (Invitrogen) in wash buffer (20mL FBS (Hyclone) and 2mL of 10%
sodium azide dissolved in 400mL of PBS). Samples were then incubated in the dark for 20

minutes, preceding a second-bainute incubation with pure wash bigr.

{IYLX Sa 6SNB GKSYy adGdlFrAYySR FT2N) GdzodzZ Ay oac¢a
Y 2 dza-tBbulin primary antibody (Abcam) dissolved in cold wash buffer was prepared for each
sample to be stained. After rinsing with pure cold wash buffer, sampbte incubated with
the antibody solution for 15 minutes in the dark. After another rinse with cold wash buffer, they
GSNBE AyOdzml GSR F2NJ Iy FRRAGAZ2YLFE wmp YAydziSa A
rabbit anttrmouse secondary antibody camgjated to AlexaFluor 488 (Invitrogen) in cold wash

buffer. A third, 15minute incubation with pure cold wash buffer completed this step.

/| Stf ydzOft SA gSNB GKSy fFr0StSR dzaAy3a | wnn>
PBS for each sample. Samplegevimcubated with this dye for 10 minutes on ice, in the dark,

and then rinsed with cold PBS.

¢KS frad adsSLl ¢l a VY2-tmeiehged Bigma)iwap ad@edtome . / h
center of each sample dish. A glass coverslip was gently lowered onto flageswf the cells
and sealed in place using clear nail polish. Cells were stored in a refrigerator at 4°C until they

were ready to be imaged.

In some cases, variations of the protocol above were implemented in order to
accommodate the needs of the experinte For example, cells that had been previously
transfected with vimentinGFP in order to visualize vimentin intermediate filaments (discussed
in the following section) could not be simultaneously stained for microtubules using the
reagents above. Insteathese cells were stained for only actin and DAPI. In addition, cells that
had not quite adhered to the surface of the diglspecifically, those that were fixed less than
an hour after passaging and were still round in shqpan a high risk of being dathed from
G§KS RAAK RdzS (2 GKS FTNBIdzSyd NAyairAy3Id ! a adzOf
az2fdziA2ya 2dbulinimarytagtibodyl it dntinouse secondary antibody and
DAPI were added simultaneously. A-iBthute incubation priod in the dark, on ice was

followed by a single wash with cold PBS, before mounting as usual.
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3.3 Transfection

Transfections were performed 12 hours after cell passage and 24 hours prior te actin
DAPI staining (see Section 3.2). @ikentin DNA plasmal(Martys, Ho et al. 1999) were a kind
gift from Robert Goldman of Northwestern University. Transfections with these plasmids were

carried out using the liposome method discussed in Section 2.3.2.

For each dish of cells that would be stained for actin BrdPl, a solution containing
nc>[ 2F 5a9a FyYyR n >[ 2F [ALRFSOGIYAYS wnnn
I aSLI NEASBSdzpm2y O2y (i kvilnghlin/phsmiad>DEA i@ PMEDI Gvas also
prepared. After a fiveminute period to allow equitbration, these two solutions were combined.
¢ KS NXB a dz-solutigh3vasmiren allpwed to sit at room temperature for at least 25
minutes, before it was added directly to the dish of cells containing DMEM. Cells from dishes
prepared in this manner werkxed stained within 48 hours according to the procedure outlined

in Section 3.2.

3.4 Drug Treatments

In order to study the influence of the CSK on nuclear deformation, cells were treated
with either Cytochalasibd (CytD; 10 uM in DMSO; Sigma) or nocoafl0 uM in DMSO;
Sigma) to specifically depolymerize actin or tubulin, respectively (Rotsch & Radmacher 2000;
Pelling, Dawson et al. 2007). Doubieig experiments, in which the cells were treated with

both of these drugs simultaneously, were also parfed.

Appropriate amounts of each drug were directly added to the culture media 15 minutes
prior to the experiment or, in case of staining, 15 minutes prior to fixing. For dairblp
experiments, equal amounts of G®tand nocodazole were introduced toet same culture dish

simultaneously.
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3.5 Simultaneous AFM and Confocal Microscopy

3.5.1 Sample Preparation

After passaging, 3T3 fibroblast cells to be used in ABKM experiments were seeded
at the desired concentrations onto 38Gm glassbottomed tissue culture dishes (MatTek)
containing 2 mL of DMEM each. They were then left to adhere and settle for atl2dwsturs.
An hour prior to experimentation, nuclei of live cells were stained with Hoechst 33342

(Invitrogen) according to manufacturer protocols.

3.5.2 Experimental Setup

Atomic Force Microscopy (AFM) and hgpeed Laser Scanning Confocal Microscopy
(LSCM) were performed simultaneously by mounting the AFM (NanoWizard Il, JPK Instruments
AG, Berlin, Germany) onto a Nikon TiE inverted microscope with a resonant scanner A1R
confocal. A 60X/NA1.2 water immersion objective was used for all experiments, and the culture

dish was kept at 37°C with a temperattzentrolled stage.

All AFM cantilevers were Veeco MSEITHW probes, pyramidal in shape with an
opening angle of 35°. Thering constant was determined by the thermal resonance method
(discussed in Section 2.1.1.2), and had an experimentally determined value of k = 0.06 + 0.01

N/m.

3.5.3 Static (singlepush) force application

Static longterm nuclear deformation was recoed by performing simultaneous AFM
and 4D LSCM. The AFM cantilever was aligned over the center of the nucleus of an adherent,
well-spread fibroblast cell. The tip was then extended (as seen in Figure 3.1a) in order to apply a
constant force of 0, 10 or 20nfér 15 minutes while the structural deformation of the nucleus
was recorded in 3D LSCM image volumes. Image volumes of the nucleus were recorded one

minute before the application of force and once every minute for 15 minutes thereafter.

Tracking staticshort-term nuclear deformation entailed capturing images in a single
plane (xy) set in the middle of the nucleus at a rate of 8 frames per second. Images were

recorded through 5.0 seconds of constant force application, as well as 2.5 seconds before
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extenson of the AFM tip as control. During imaging, the AFM cantilever was brought into
contact with the cell surface, above the center of the nucleus, and a constant force was applied

for 5.0 seconds, followed by retraction of the tip.

3.5.4 Cyclic force appication

Cycling experiments were conducted by bringing the cantilever down onto the cell
surface, applying constant force for 5 seconds, and retracting the tip for 10 seconds. These
steps were repeated for 15 cycles, all throughout which images were loaipred at the

same rate mentioned above.

In both static (whether longerm or shortterm) and cycling experiments, cells were
separately imaged in the absence of forcthat is, with the AFM tip completely retracteglas

control.

=
=
<

Figure 3.1. Schentig representation of the AFMLSCM experiment, and how deformation is
quantified. (a) The (projected) area of the nucleus prior to force application (AFM tip retracted) is set to
1.0. Throughout the duration of the force application (AFM tip extendededisured projected areas

are normalized with respect to the initial value (shaded region; see Section 3.5.5 for a detailed
explanation). Longitudinal and transverse strains are calculated by comparing measurements of the
lengths of the major and minor airespectively, against their initial values. Phase images of the cell
and AFM tip (b) are separated from images of Hoeskained nuclei prior to image processing. (c) Post
image processing: superimposed outlines of the nucleus immediately before énlde)5 minutes after

(red) initial force application are shown. All scale bars 12um.
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3.5.5 Image Analysis

Upon completion of the AFMSCM experiments, raw image data were analyzed using
opensource imagerocessing software called ImageJ (Abramoff, Maaed et al. 2004) in
order to quantify the deformation of the nucleus. We designed an im@oeessing algorithm
using a custom macro built in the software's programming environment (shown in Figure 3.2b,
and provided in Appendix A). Here, 4D and 3D indaga obtained from LSCM are treated as
hyperstacks. Fluorescent images that showed only the Hoestasted nuclei and phase images

showing the cell body along with the AFM tip are separated prior to image processing.

X Y [(Mayor Minor |Angee  Cic AR R -

Figure 3.2. Quantifying AFNhducednuclear deformation with ImageJa) A montage of the maximum
intensity projections of 3D image volumes for a nucleus indented with 10nN of force from a single static
longterm AFMLSCM experiment is shown. Here, t=1 (time points are indicated undertieatmages)
corresponds to the time frame immediately before AFM tip extension, with a normalized area (shown in
yellow over the image) of 1.0. Successive images correspond to those taken every minute after tip
extension, and show the projected normalizatka of the nucleus expanding by approximatel§%.

The ImageJ user interface includes (b) a window recording the thresholded images and outlines of the
nuclei, as well as (c) a table of all measurements performed on these images. Most of these were
performed using the custom macro (shown running in the figure; also, provided in Appendix A)
developed in order to automate measurements for data from sterin deformation experiments
containing a large number of time frames. Boxed in red are the columnainong measurements used

to quantify deformation: the measured area, as well as the lengths of the major and minor axes of the
ellipse of best fit.
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For longterm (singlepush) deformationthree-dimensionalimage volumes of ashole,
single nucleus weréracked for the 1éminute duration of each experiment. They were then
collapsed into 2D maximum intensity projections for each of the 16 time frames (as seen in
Figure 3.2a). Each resulting image, a projection of the nucleus onto thtaxg, was then
converted into a corresponding binary mask (shown in Figure 3.2b), which allowed the border
of the nucleus to be traced and selected automatically; the area of this selection fnvwas
then measured. Simultaneously, each selection was fitted to an elfise,which we obtained
the lengths of the major and minor axes. These measurements were obtained for each
timeframe, allowing us to track how these quantities of interest, shown schematically in Figure

3.1a, changed over the duration of the experiment.

The method for processing shettrm (singlepush) and cyclic deformation was very
similar to the one above. Instead tifree-dimensionalvolumes, however, raw image data for
these experiments involvedwo-dimensionalplanestaken from the center of the nucleus

eliminating the need to obtain maximum intensity projections.

3.6 Optical Stretcher

3.6.1 Sample Preparation

An hour prior to experimentation, nuclei of 3T3 fibroblast cells to be used in optical
stretching expements were stained with Hoechst 33342 according to manufacturer protocols.
Immediately before the experiment, cells were then passaged as usual (see Section 3.1) until
the centrifugation step. They were then isolated andstspended vigorously in freshltue

media, after which 1mL of this cell suspension was extracted into a 5SmL plastic syringe.

3.6.2 Experimental Setup

As discussed in Section 2.2.2, the optical stretcher requires two axiighed, counter
propagating laser beams forming a tMeeam optical trap. Specifically, my setup was built
around a CW (continuous wave) Yb Fiber Laser Module -8YIMO, IPG Photonics) at a

wavelength of 1070 nm, with a maximum output power of 5W. Built into the module was a
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50/50 beam splitter, and the laser wacoupled into two singlenode optical fibers, each
capable of delivering up to 2.5W of power. The bare ends of the fibers were stripped, cleaved,
and aligned carefully onto a glass centerpiece using a glass capillary as a temporary backstop,
inspired by pevious techniques (Constable, Kim et al. 1993; Guck, Ananthakrishnan et al. 2002).
This was done so that the fibers were collinear and facing one another, with a gap of

approximately 240um between them.

In order to facilitate trapping and stretching célts within the optical stretcher, | made
use of a flow chamber geometry outlined in previous literature (Guck, Ananthakrishnan et al.
2001; Guck, Schinkinger et al. 2005). A square glass capillary (inner diameter 80um; wall
thickness 40um) was placed atpthe gap between the fibers. The ends of the capillary were
coupled to PEEK (polyetheretherketone) tubing, allowing for the streaming of a cell suspension
directly through the capillary. One end of the PEEK tubing was connected to the syringe with
cells sispended in DMEM, while the other led to a reservoir of pure DMEM. This arrangement

enabled manual flow control of the solution in both directions.

The glass centerpiece holding the fibers and capillary was then mounted onto a
customized stage on an inted microscope (Nikon TiE) equipped for both phase contrast and
fluorescence microscopy. The area on the surface containing the ends of the fibers and the
length of the capillary directly above the microscope objective was then covered with
immersion oil Nikon) with n = 1.51 to match that of crown glasgs= 1.501.52). Lastly, a
glass coverslip (Fisher Scientific) was placed on top, sealing the immersion oil and protecting the

fiber ends from dust and debris.

3.6.3 Stretching experiments

The analogroltage control and reference signal of the laser were connected to a data
acquisition device (NUSB6229, National Instruments). This allowed for complete and precise
dza SNJ O2y G NP 2F GKS fFaSNRa 2 dzi-hidizisoftwalke ¢ S NJ
programmed in LabVIEW (National Instruments; see Append@alifjration datawas obtained
using a laser power meter and is provided in Figure 3.3 bdimages of the cell suspended

within the trap were recorded at 15 frames per second and displayed osairee interface.

83



25 ° Left £
+  Right ; I
4 . z
2.0 4 = 4
g ] t’
i
= 154 H
g z
) 1 :
o 3
= 10 S
a | x
8 A
3
0.5 - :
3
| I
004 » =
L] T T T 4 T . T : T
2 4 6 8 10
Voltage (V)
2.5 4
2.0
= 154
@
=
g
— 1.0
>
_E- Stretch:
8 0.8W (4.09V)
0.5 4
0.0 4 Trap:
0.02W (1.43V)
: I . I T I ) I . I
2 4 6 8 10
Voltage (V)

Figure 3.4. Laser calibration data for the optical stretchér) Output power vs. voltage plots for each

of the optical fibers. The relationship is linear and almost identical within the range of powers used for
stretching experiments. (b) The linear fit of the average curves is shown in red, as well as the voltages
used for trapping (P = 20mW) and stretching (P=800mW).

84



Optical stretching experiments were performed such that they were as similar to the
static shortterm AFMLSCM experiments as possible (see Section 3.5.3). Although experiments
were performed in whiks a cyclic force was applied with the AFM (discussed in Section 3.5.4), |
did not conduct any corresponding cyclic optical stretching experiments.-ti2aah optical
traps are known to cause a significant temperature increase in the cell at the center trith
as an unwanted sideffect (Guck, Ananthakrishnan et al. 2001; Wetzel, Ronicke et al. 2011).
This temperature increase is almost instantaneous, with 1W of laser power corresponding to an

increase of 21 + ZC after only 0.5 s (WetzelpRicke et al2011).

Multiple studies employing the optical stretcher have shown that cells are viable even
under these conditions (Guck, Ananthakrishnan et al. 1999; Guck, Ananthakrishnan et al. 2001,
Schinkinger, Wottawah et al. 2004; Guck, Schinkinger et al. 20@Bjthakrishnan, Guck et al.
2006), but only for short periods of time (~5 seconds). Cell spreading experiments, in which the
ability of a cell to spread in a certain time frame is correlated to its viability, were performed in
a recent study on NIH3T3 fidblasts. These cells were initially kept at°G7 and then
subsequently exposed to heat shocks of varying temperatures and durations within the optical
stretcher (Wetzel, Ronicke et al. 2011). While 60% of the cells that had been subjected to 5
second heashocks of 48 (corresponding to a stretching power of 1.0 W) were still found to
be viable, this number dropped sharply to less than 20% fé€4&at shocks of 10 seconds
(Wetzel, Ronicke et al. 2011). Given these results, cyclic optical stretchiagneepts with 5
second stretching periods, analogous to the cyclic AFM/LSCM experiments, are clearly not

feasible.

Stretching experiments began with streaming the cell suspension through the capillary.
Once a target cell became visible in the field ofwhetween the laser fibers, flow was stopped
and the laser power was increased from zero to the set trapping power (20 mW). Once the cell
had been trapped for 2.5 seconds, the laser was set to the stretching power (800 mW; all laser
powers were defined aceding to standards set by Guck, Ananthakrishnan et al. 2001) for 5.0
seconds. The laser power was then reduced to 20 mW (trapping power) for an additional 2.5
seconds, before finally being set to zero once more. Flow was resumed until the next target cell

was spotted, after which the above procedure was repeated.
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3.6.4 Image Analysis

Figure 3.4. Schematic representation of the optical stretching experiment, and how deformation is
quantified. (a) The projected area of either the cell membrane or tlugleus prior to stretching (trap
power in effect) is set to 1. Throughout the duration of the force application (stretching power in effect),
all measured projected areas are normalized with respect to the initial value (shaded region). Phase
images of tle cell (b) and fluorescence images of Hoedltained nuclei (c) are taken in order to
compare the deformation of the nucleus to that of the cell as a whole, in response to stretching forces
generated in the optical stretcher. Scale bar 10um.

For experimats with the optical stretcher, the same protocol and ImageJ macro from
the AFMLSCM experiments (discussed in Section 3.5.5) were used to analyze the change in
normalized area for both fluorescence images (of nuclei) and pbastast images (of whole
cdl membranes). In the case of the latter, though, additional steps were taken to improve
contrast prior to image processing. However, the stretching force within the optical stretcher
was not applied normal to the-x plane, as in AFMSCM experiments, buather along this
plane. Thus, it became more meaningful to define the strain along the directions parallel and
perpendicular to the beam axis, as opposed to comparing the strain along the major and minor

axes of the cells/nuclei.
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Figure 3.5. Quantifing stretchinginduced deformation with ImageJA series of phase images
displaying one whole 3T3 cell at selected time points during a single optical stretching experiment is
shown. Time points and laser powers used are indicated underneath the imap&ut{mes of the cell

are also shown, with normalized area indicated (area at t=0.00 corresponding to 1.0) over each image.
Results from this particular experiment show the projected normalized area of the cell expanding by
approximately 3% throughout stching, returning to roughly its original value within 0.5 s of power
reduction. (b) After image processing, cell lengths were measured in ImageJ along the direction parallel
to the beam axis (solid) and the direction perpendicular to the beam axis (dpsheorder to quantify

the strain along these axes.
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Chapter 4

Nuclear Deformation under Static
Force Application



In this chapter | investigated the mechanical response of the nucleus when an external
force is applied onto an individual NIH3T3 fibroblast. The results in Section 4.1 show that when
a 10 nN or 20 nN force from the AFM is applied onto the center of tlibena of an adherent
cell, the nucleus expands in the plane perpendicular to the force application. In addition, results
in Section 4.2.1 show that most of this deformation actually takes place within the first few
seconds of force application. Remarkalthys expansion is not isotropic: the deformation along

the minor (short) axis of the nucleus is significantly larger than that along its major (long) axis.

However, optical stretcher experiments performed on suspended 3T3 cells yielded no
significant chage in nuclear size or shape, although the cell membrane itself deformed
significantly (Section 4.2.2). It is important to note that in the optical stretcher, the stretching
force is three orders of magnitude smaller than the force applied by the AFNhtgddition,
Section 4.3 shows that the morphology of the cytoskeleton varies significantly between
adherent cells (used in the AFM/LSCM experiments) and suspended cells (used in the optical
stretching experiments). Taken together, these results indidadé the mechanical response of
the nucleus depends significantly on the magnitude of the applied force, as well as the state of

the cytoskeleton.

4.1 Nuclear Deformation over Long Timescales

Forceinduced nuclear deformation was observed by performinguiameous AFM and
LSCM, in which the cantilever of the AFM was aligned over the center of the nucleus and then
lowered to apply a constant force (shown schematically in Fig. 3.1a). Simultaneously, confocal
image volumes were acquired once per minute throogt the entire duration of the constant

force application. These confocal data stacks were thprogcted for further analysis.

In this first series of experiments, | observed the deformation of nuclei subjected to a
constant force for 15 minutes. Thriclei examined in this study were generally elliptical, and |

OKIF N} OGSNAT SR GKS y2NXIFfAT SR LINRP2SOGSR I NBI

of the nucleus as a function of time.
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Figure 4.1. Nuclei observed under lotgrm deformation (1) The change in normalized area is plotted
against time for an applied force of OnN (filled squares, n=3), 10nN (empty circles, n=12) and 20nN (filled
triangles, n=12). Error bars in this and all succeeding plots correspond to standard error of the mean
(EM see Appendix D for further details

Upon application of force, the projected area increased rapidly within the first minute
of force application, reaching 9®6% of its final value after a subsequent 14 minutes of
constant force application (Fig. 4.IThere was also a clear dependence on applied force (p <
0.001): at the 15ninute time point, the projected area increased by 7 £ 2% and 14 + 2% for a
10nN and 20nN constant applied force, respectively. No significant change in projected area

was observd in the absence of applied force (OnN).

Interestingly, the change in shape was not isotropic along the major and minor axes of
the nucleus. The absolute deformation along the major axis was about one third of the absolute
deformation alongthe minoraxd LYy CA3I® ndHI L LI 24k YRSE F2NDS
as a function of time. After 15 minutes of constant force application, the final strain was largest
T2N) OStfa SEIJFABRpOMaMhyiR B 203 FRiI20dBR 068 1
IV Rinore 6 = 1%, respectively). Control cells (OnN) displayed no significant changes in strain

along either axis.
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Figure 4.2. Nuclei observed under lotgrm deformation (2) Strain along (a) the major axis and (b) the

minor axis is plded against time for an applied force of OnN (filled squares, n=3), 10nN (empty circles,
n=12) and 20nN (filled triangles, n=12). It is immediately apparent that the magnitude of strain along the
minor axis is greater than that along the major axis, fahddnN and 20nN of applied force.

As the deformation along the minor axis was consistently greater than that along the

major axis, the nuclear shape can be described as becoming less elliptical, or more circular. To
guantify this, we defined the elligtity () of the nucleus as

? AOA®AIiou

wherer is the ratio of the lengths of the major and minor nuclear axes:
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Therefore,c = 45° for a perfect circle, and as an object becomes more elligticeireases and

approaches 90°.

After application of a constant force for 15 minutesgdecreased by an average of ~2°,
indicating that the nucleus had become more circular. Specifiaaliecreased from 54° + 1°
(OnN) to 52° £ 1° (10nN) and from 55° +(@3N) to 53° £ 1° (20nN) (p < 0.05 in both cases;
paired ttest). Although the decrease in the valuein response to force was significant, the
magnitude ofc itself was not dependent on the applied force (p > 0.4). The data demonstrates
that while the absolute deformatiorg the change in area and the change in the length of the
major and minor axesg of the nucleus is larger with increasing loads, nuclear shape change is

conserved.

The results indicate that the change in ellipticity is caused by th® fi & Isi
ISYSNI tt& F02dzi T 242zNd RgAdRSiticanbbl Readily SdsknieKthay thes
strain is always greater along the minor axis of the nucléutien chose to quantify the

anisotropy of nuclear deformation by meansofa¥Sy aA 2y f Saa NI GA2 o6h 00X F

i AET O
o X
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Fd I 3IABSYy GAYS LRAYyGd {YIif O t9wsb np)fand® A Y LX
o M NBLINBASY (& “Adil2 igNBoLIN F (FENT 2N + Wil Agdgin®iGs = 0

and 20nN of applied force (p > 0.9).

Taken together, these results demonstrate that the nucleus can rapidly deform in
response to applied nanonewton forces, reaching9%9o of the final value of the change in
projected areasmaor I Y Ruinortat 15 minutes, after only 1 minute of force application. This
observed rapid response of the nucleus motivated the following series of experiments, which

were designed to study the deformation of the nucleus on a millisecond timescale.
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4.2 Nuclear Defornmation over Short Timescales

4.2.1 AFM-LSCM Experiments

To increase the temporal resolution of the measurement, | collected images of the
nucleus ata rate of8 frames per second at a single confocal plane. | set the confocal acquisition
plane in themiddle of the nucleus, which is the region of greatest fluorescence intensity, and

used this as the baseline for all subsequent measurements (see Fig. 4.3a, b).
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Figure 4.3. Nuclei observed under shadrm deformation (1) (a) For this series of experiments, |
looked at a single imaging plane in the center of the nucleus (b), as opposed to projecting image
volumes as in Section 4.1. (c) The change in normalized area is plotted against time for an applied force
of OnN (filed squares, n=5), 10nN (empty circles, n=10) and 20nN (filled triangles, n=10).
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In order to avoid any artifacts due to focal drift, | acquired data for only 5 seconds after
force application. It was observed that this time span was more than adequatepture the
deformation of the nucleus up to 985% of its final value observed after 15 minutes of force
application. The data, shown in Fig. 4484, is also consistent with the previous results shown
in Fig. 4.14.2.

After 5 seconds of constant forcepalication, the area of the nucleus taken within the
confocal plane increased by 5.2 + 0.6% and 10 + 1% for an applied force of 10nN and 20nN,
respectively. As in the loAgrm deformation experiment, no significant change in this area was
observed in theabsence of applied force (OnN), as shown in Fig. 4.3c. Once again, deformation
along the minor axis was larger than along the major axis; this is shown more clearly by the
plots of strain versus time in Fig. 4.4. To further quantify this, we again meatheatange in
ellipticity ¢ of the nucleus, defined in equation 35, after constant force application. After 5
secondsg¢ decreased from 52° + 1° (OnN) to 51° £ 1° for both 10 and 20nN of applied force. This
indicated that the nucleus became more circudditer force application. The decreasedmnwvas
statistically significant (p < 0.01 in both cases; pairegkt), butc itself was found once again

not to be dependent on the magnitude of the applied force (p > 0.6).

The final strain measured in nuclei w@rd5 seconds of constant force application was
fFNBSaG FT2N YIZYM (RS &5 20%EM{l;6 ¥ 08/%), followed by 10nN
Odaiorl M PO B ofhfBH3.97% 0.4%y Bspectively). Again, control cells (OnN) displayed no

significantchanges in strain along either axis, as shown in Fig. 4.4.

laAy3d 0KSas! PREGHEzZSE @FastkofS G2 OF tOdA FdS
OFNRY Sldzr A2y oT0 F2N St 0K fof BiNIDBMand ZONSONI p & ¢
applied fo©S 6L B ndHOd ¢KSAS Gl fdzSa 2F drepertedu A Y
earlier D ¢ )<dndi€ate that the nucleus expands anisotropically throughout the 5 seconds of
force application. This is very consistent with the results obtained frbsexvations of nuclear
deformation under a 18ninute constant force application. All values®f &major mink I Y R hx

calculated for both longerm and shoriterm deformation, are listed in Table 4.1.
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Figure 4.4. Nuclei observed under shdggrm deformation (2) Strain along (a) the major axis and (b)
the minor axis is plotted against time for a constant force of OnN (filled squares, n=3), 10nN (empty

circles, n=12) and 20nN (filled triangles, n=12) applied for 5 seconds. As in therlorgirain plds, the
minor axis strain is greater than major axis strain for both 10nN and 20nN of applied force.

Table 4.1: Summary of Parameters Indicating Anisotropy in Nuclear Deformation

Dc ljnajor (%) LcJninor (%) .

Timescale =75 5T 2onN) [ (ZonN) | (2onN) | (1onN) | (2onN) U
Long (15 min) | -2° -2° 211 3+1 6+1 11+2 | 0.3+0.1
Short (5 sec) -1° -1° 1.3+x0.2| 2.6x0.4| 3.9+0.4| 7.6+0.8 | 0.4+0.1
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For both timescales, and for either magnitude of applied forBecis negative,
corresponding to a decrease in ellipticity of tifedzOf Sdza @ { GNJ A Y o, BY I G KS
Ffaz O2yairaidSydte avYlff SNhiFMRY SKNMIOKY At ZF23 f(E
always less than 1. All of these values indicate a clear anisotropy in the expansion of the nucleus
in respnse to constant force. Specifically, this mechanical anisotropy was observed in the
deformation of the nucleus along the d%ne, from a force directly exerted by the AFM tip

extending along the-Axis, onto the surface of the cell.

4.2.2 Optical Stretcher Experiments

In parallel with the AFMLSCM experiments described above, | also performed
stretching experiments with 3T3 cells in the optical stretcher. Single cells suspended in culture
media were streamed through a flow chamberdamdividually subjected to a constant
stretching force in a doublbeam optical trap for 5 seconds. Phasmtrast images were
initially taken of whole cells being stretched in order to verify that the device was effective.
Afterwards, fluorescence imagewere then acquired showing the nuclei of cells being
stretched. Both of these data sets were processed in order to quantify whole cell (membrane)

and nuclear deformation within the optical stretcher.

As discussed in Section 3.6.4, deformation of nuclei @hole cell membranes from
stretching experiments were measured in terms of the change in normalized area, as well as
the strain along the axes parallel to and perpendicular to the beam axis. However, as seen in
Figure 4.5, stretching experiments yieldad significant nuclear deformation at any point
throughout the 5 seconds of force application (0 + 0.5% change in normalized area). Since there
was no detectable change in nuclear shape throughout either trapping or stretching, | did not

measure or analyzany strain dynamics for the nucleus.

In contrast, a significant amount of deformation was exhibited by the cell membrane.
The projected area of the membrane increased by an average of 2.4 + 0.2% as the cell was
being stretched (Fig. 4.5). Membrane defation was also characterized by an average strain
of 3.3 £ 0.1% in the direction parallel to the beam axis, and an average strdii of 0.1% in
the perpendicular direction. Strain data for the cell membrane along both axes are shown

together in Figuret.6.
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Figure 4.5. Change in normalized area for whole cells and nuclei observed in the optical strefther
change in normalized area is plotted against time for whole cells (open circles, white, n=11), and nuclei
(filled circles, blue, n=10). From t-5 sec to t = O the lasers are set to a constant trapping power of
20mW. At this point, power is increased to the stretching power, 800 mW, for the next 5 seconds, after
which it is decreased to 20 mW again (t = 5 sec to t = 10 sec) before the lasétciegvoff. The

difference between the responses of cells and nuclei to stretching force is statistically significant
(p<0.001).

CNRBRY GKS aidNIAy ReylYAOaA aK2gy Ay CAITD n dc
ratio (n), defined as

g 2 oy
TT
wheret, | Y R represent the lateral and axial strain measured when a material is stretched in
one direction (Gere & Goodno 2011). In this case they represent the strain along the beam axis
and the strain in the perpendicular direction, respgety. Using the strain data in Fig. 4.6, |
200FAYSR | @I f dzSA=F0B6lE .02 forawhdeycells sudpdnded @ the dptical
stretcher.
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Figure 4.6. Cell membrane strain measured in the optical stretclHgtrain is plotted against time ifo
whole cells along the direction parallel (filled triangles) and perpendicular to the beam axis (open
triangles). The difference between the strain dynamics along the two axes is clear (p<0.001): the cell
tends to expands in the direction parallel to tileam axis, but is compressed in the perpendicular
direction.

4.3 Morphology of the Cytoskeleton in Adherent and
Suspended 3T3 Fibroblasts

So far, the AFMLSCM experiments showed results that point to a fatependent,
anisotropic expansion of the cell nucleus in response to constant force, whereas experiments
with the optical stretcher yielded no significant nuclear deformation at all. iber of factors
could account for this discrepancy. One of these is the magnitude of the applied force: using
equations 3133 in Section 2.2.1, the stretching power used in my experiments (800mW)
corresponds to a stretching force of 28.4 pN. This is tlueers of magnitude away from the

forces | used with the AFM.
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Another very important element to consider, however, is that while the nuclei observed
in both sets of experiments all come from live, single cells of the same type, these cells are kept
in very different conditions. In AFNMMSCM experiments the cells are attached onto the bottom
of the culture dish, whereas stretching experiments have them detached and suspended in
culture media. Although the nucleus of an adherent cell is visually identic#hab of a
suspended one, the difference in the structure of the cytoskeleton is substantial and

immediately apparent, as shown in Figure 4.7 below.

Figure 4.7. Immunofluorescent images of the cytoskeleton in fixed cellstin and microtubule (MT)
networks are shown for two different morphologies of the same cell type: flat, adherent cells (a) and
round cells (b) representative of those suspended within the optical stretcher. Scale bar = 12um for
both.

Comparing the cytoskeleton of an adherent cell to that of a round (suspended) cell
confirms that the morphology of each of the major filament systems varies greatly between the
two cell states. Most notably, adherent cells (Fig 4.7a) have a complex dgioskeéhat

includes prominent actin stress fibers. These stress fibers are completely absent in suspended
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cells (Fig 4.7b), where the main structural ensemble that actin forms is a thicklilsbell
structure just beneath the membrane called the actin cari@nanthakrishnan, Guck et al.
2006). Microtubules, while emanating from around the nucleus in both cell states, are much
more clearly defined in adherent cells. Here they also gparentirety of the cell and radiate

to the cell edges, while in suspertlecells they radiate towards the actin cortex
(Ananthakrishnan, Guck et al. 2006).

It was discussed in Section 1.1.3 that the nucleus is intimately connected to the cell's
cytoskeleton. Indeed, the CSK is an integral part of a discrete path of moleounlactions
that enables the nucleus to respond to a mechanical signal from the cell's microenvironment
(Maniotis, Chen et al. 1997). This is supported by the fact that, among other factors, changing
the morphology of the cytoskeleton in cells of the sanmeet seems to change the response of
the nucleus to external force. In the next chapter, | will further explore the role the CSK plays in

modulating the mechanical response of the nucleus.
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Chapter 5

Effects of AntiCytoskeletalDrugs
on the Mechanical Response of the
Nucleus



5.1 Morphological Responses Following Treatment with

Anti -Cytoskeletal Drugs

In order to determine how each of the cytoskeletal components affects nuclear
deformation, | made use of two very wédhown ant-cytoskeletal drugs (discussed in Section
2.3.1) to selectively inhibit certain aspects of the CSK. Cytochalasin D (CytD) and nocodazole
inhibit the polymerization of actin filaments and microtubules (MTs), respectively. In Figure 5.1,
comparative imagesf cells stained for actin, tubulin, and DNA are presented. Untreated cells
display weldefined actin and MT networks (Fig 5.1a). Treatment with nocodazole, however,
leaves the actin network intact and results in the depolymerization of MTs (Fig 5.1c).
Caoversely, treatment with CytD depolymerizes actin, whereas clemiyned MT filaments
still remain (Fig 5.1b). Cells treated with CytD also appear rounder, and exhibit less of a
characteristic fibroblast morphology (Yuen, Zak et al., 2008) observedtim rmxodazole
treated and control cells. In some experiments | also studied cells treated simultaneously with
CytD and nocodazole (CyNbco). This double drug treatment yielded cells that exhibited no
well-defined fibers for either the actin or the MT mebrk (Fig 5.1d).

Importantly, depolymerization of the MT CSK has a significant effect on the size of the
nucleus. It was observed that the area of the nucleus increased by ~40% compared to untreated
cells (p < 0.01). However, there was no significdifference in nuclear area between

untreated, CytD and CytNoco treated cells (p > 0.05), as seen from the plots in Fig. 5.2.

5.2 Effect of Depolymerizing Actin and MT Filament

Networks on Nuclear Deformation

Previously, | have utilized AFM and LSCMrdok nuclear deformation in single cells
under external applied force. Earlier results demonstrated that nuclear deformation can take
place over very fast timescales (millisecesatond) and that most of the deformation takes

place within the first few ssonds of force application. In order to explore the contribution of
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Figure 5.1. Immunofluorescent images of the cytoskeleton in fixed cells in response to various drug
treatments. (a) Untreated (scale bar = 2@n, and applies to all), (b) CytD, f@codazole and (d) CytD
Nocodazole. The CytD treatment specifically depolymerizes actin while leaving MTs intact. Conversely,
nocodazole leaves actin filaments intact while specifically depolymerizing MTs. In the double drug
treatment (CytBDNoco) both filanent systems are depolymerized.
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Figure 5.2. Effect of drug treatments on nuclear areBhe graph abee shows the initial projected
nuclear area for untreated (black), CytD (red), nocodazole (green) andNogi (blue) treated cells.
The loss of MTs iresponse to nocodazole results ististicallysignificant(*) increase in nuclear size.

the CSK to nuclear deformation, | have repeated the AFM/LSCM study on cells that had been
initially subjected to CytD, nocodazole, and GMfixo treatments, compéng the observed

responses to that of the untreated cells studied in Chapter 4.

Untreated, CytD, nocodazole and CyDco treated cells all displayed a force
dependent (p < 0.05) increase in area (Fig. 5.3). In the absence of force, no significaatiohang
area was observed for the duration of the measurement. The change in normalized area in
response to a 10nN (Fig 5.3a) or 20nN (Fig 5.3b) constant force was greatest aftdfoCgtD
treatment (11 + 1% and 19 + 2%, respectively) followed by CytD treat(d® + 1% and 19 +
1%, respectively) and untreated cells (5 £ 1% and 11 + 1%, respectively). Nocodazole treated
cells exhibited the smallest increase in area in response to a 10nN or 20nN constant force (3 £

1% and 5 + 1%, respectively).
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Figure 5.3. Bange in nuclear area in response to applied force under various drug conditidine

plots above indicate nuclear deformation for untreated (black), CytD (red), nocodazole (green) and
CytDNoco (blue) treated cells. The change in nuclear area is plotjathst time in response to a (a)

10nN and (b) 20nN force. In both cases the nocodazole treatment decreases the change in nuclear area
relative to untreated cells indicating an increase in nuclear stiffness. The loss of actin due to CytD or
CytDNoco treatnents results in a significant increase in nuclear area in response to force, indicating a
decrease in nuclear stiffness.
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5.2.1 Observation of Nuclear Strain Anisotropy in Cells Treated with Ant

Cytoskeletal Drugs

Regardless of drug treatment, it was ebged that the overalt (defined in equation
35) decreased from 53° to 52° in response to force (p < 0.05, patesd)tbut was not force
dependent (p > 0.6), similar to the 15min data presented in Section 4.1. Taking each drug
treatment individuallysaw a significant decrease in ellipticity by ID’cE -1°) in all cases
OLF ndnms LI Ateslp Rithaidh diiRrS ¥6 (n@ dignificant dependence on the drug
treatment itself (p>0.05). Values f@r care listed in Table 5.1.

| also observed the strainlong both axes in response to applied force. In order to
guantify the strain dynamics (shown in Figure 5.4), | fit the data from these experiments to an
expression that predicts deformation of a viscoelastic Kélkaigt material (Crawford 1998;

Rosato, Bsato et al. 2001):
RO Rp QI ow

GKSNE 5 00 RSALBY RK Y [répkesesid theypBteau strain observed in the leng

GAYS SftFradAd NBIAYST FyR _ Aa GKS OKIF NI OGSNRa
the deformation rate { I' ™). From the fits to the strain data in Fig. 5.4, | extracted values of

8pmajor I Y Rmindt fOr the major and minor axes, respectively, for each applied force. These
values are also listed in Table 5.1. In the case of nocod#aealed cells, the fits of ~25% of

nuclei were very poor for the major axis data only, and theseegaluere excluded from the

Lyt &aAdPlr VY RBihdwere significantly different from one another (p < 0.03) and
significantly dependent on the magnitude of the applied force (p < 0.02) under all conditions.
There was also a significant drdgpS Y R S Y Q:Sjor F2YFR mitids for all comparisons (p < 0.02

and p < 0.05, respectively) except when comparing CytD andNoytD treated cells (p > 0.6

and p > 0.4, respectively). In general, there is a statistically significant- farce drug

dependeri NI & LI2,y.a IS Y B ahé for all conditions, although CytD and Cytibco

treated cells were indistinguishable from one another. Regardless of the magnitude of applied
force, two general phenomena were observed. The first is that cells treatddGytD or Cytb

b202 SEKAOAGSR GHKSH Y B.NES&ohdly,@ell$ tozSienl with Flocadazole
Ft2yS SEKAOGAGSR &R IphdeF ¥ QiingfcOrbpareditouptrBattd ¢ellsf dzSa F 2 |
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Figure 5.4.Major and minor axis strain in response to applied force under various drug conditions

Nuclear strain dynamics along the major and minor axes observed over 5sec timescales are shown for

untreated (black), CytD (red), nocodazole (green) and -GigtEd (bl 0 OSajt,, fs Plotteds as a

Fdzy OliA2y 2F GAYS ¥F2N) OStf & SkdsauRction af timelisvalssmny b 2NJ 6060
plotted for cells exposed to (c) 10nN or (d) 20nN force. The results reveal that the strain magnitude is
force-dependentand that the strain is anisotropic under all drug conditions. In all cases, the data was fit

gAGK Sldzt GA2y od o63INBe tAySao0 jrand ZneRiandteidsic SEG NI OG0 (K
deformation rate {), which are summarized in Table 5.1 and Fig.respectively.

L Fft&az2 OFfOdzZ I GSR GKS FyAaz2dadNRBLR LI NFYSGSN
2F 0KS LI I fhdldf Rzl Ml ejuétion 37. Consistent with the 15min data
LINBASYiSR Ay {SOGA2Y n ®pehdente oR thd mMghitdds Bf thg 2 & A 3
F LI ASR FT2NOS 6L B ndHO 2NJ 2y RNHA GNBIFdYSyi
parameters indicating nuclear anisotropy discussed eame€ (, mor I Y Rmind), are shown

together in Table 5.1:
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Table 51: Summary of Parameters Indicating Anisotropy in Nuclear Deformation
Following Treatment with Anti -Cytoskeletal Drugs

Dc Cf!),major (%) lTp!),minor (%) U
Treatment
10nN | 20nN 10nN 20nN 10nN 20nN 10nN 20nN
Untreated | ~1° | ~-1° | 1.4+0.2| 2.5+0.4| 3.9+0.5| 7.7+0.9 | 0.4+0.1| 0.4+0.1
CytD ~1° | ~1° | 3.4+0.9| 5.8+0.8| 6.1+0.8| 10.8+1.1| 0.6+0.2| 0.6+0.1
Nocodazole| ~1° | ~1° | 0.6+0.2| 0.9+0.1| 1.4+0.2| 4.7+0.7 | 0.5+0.1| 0.3+0.1
CytDNoco | ~1° | ~1° | 3.2+0.4| 6.5+1.3 | 7.2+0.8| 10.9+1.2| 0.5+0.1| 0.6+0.1

In each of the cases presentatbove, the change in ellipticity of the nucleus is negative<

0), the plateau strain along the minor axis is significantly greater than that along the major axis

O Fmajor F prfinor), @and a is consistently less than 1. This indicates that the nuclexygands

anisotropically under all conditions, even when lacking an intact actin and/or microtubule

cytoskeleton

5.2.2 Deformation Rates

Deformation rates were determined from the fits of equation 3Qafr F minor F P a

and were observed to dispfaa significant amount of variance, falling in the range of801s",

as seen from the plots in Figure 55.values displayed no significant dependence on the

magnitude of the applied force, drug treatment or between the major and minor axes (p > 0.2).

5.2.3 Effective Stiffness

In order to quantify the physical implications of these results, we recall that the long

GAYS StladAd Y2RdzZ dza
LX I GSkdz aGNI Ay &

As describd earlier,a is a measure of the anisotropic strain that occurs along the major and

oVvo

27

0 KS Yl (aBd\thel f

minor axes of the nucleus. Therefore, under a constant stress2cgnSwrite:

AET QI ETT O

=

ETTOi AET O
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Figure 5.5The deformation rate constants determined using fits of Equation 39 to the strain data

_'1). All measured values fGia0r and © inor are plotted for untreated (black), CytD (red), nocodazole
(green) and Cytioco (blue) cells in response to (a) Ndand (b) 20nN forces. The values‘ odre
highly variable and independent of the applied force, drug treatment and not significantly different
along the major or minor axis. The results reveal that the deformation rate'lI~'r§$ontroIIed by the
nucleusitself and independent of the state of the cytoskeleton.

Sincea is always less than 1 (as seen in Table 5.1), this implies that the nucleus has a
£ N\Ha,-S INK Iv)en ivdicating a clear mechanical anisotropy in the material properties of the
nucledzda @ Ly 2NRSNI (G2 &SEF W Ry SiteriigStreainients/carfparddyfo v
dzy i NBF SR OSftf asz K Sy carfbe Ge@imingd Slong eachdofitie@uclga? R dzf dz
I ES& dza Ay 3 ,deterdningd frdmdz§uatior239:  ©
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The results demonstrate that the loss of actin after CytD or @©idEo treatment leads
i2 Iy STTSOGADS azFibBYikhB 2PT GRSLYDDONS GO S
CytDNoco reveals phsical properties and structural characteristics that are statistically
indistinguishable from CytD treatment alone (p > 0.4). Conversely, the loss of MTs after
y202RIFT 2SS GNBFGYSyld NBadZ Ga Ay |y «S&kFSOGADS
Verminor F' H Py 0@ | YRS NI S ks @& nd HePehgent Or2tye Rifaghitudeyof the
FLILIX ASR F2NOS 6L B nodndd ' yR UKSNBE dduhosandy 2 &I
Vet minor IN @NY case (p > 0.4). This indicates that lossytifskeletal filaments results in a global
change in the effective stiffness of the nucleus and is not limited to one axis, regardless of the
RST2NNFGA2Y | YA &Rt NE RGP under dactz®fithe heeeNdifferent drug

conditions areshown in Table 5.2:

Table 5.2: Effective Elastic Moduli along the Major and Minor Axes of the Nucleus

Veff, major axis Veff, major axis
Treatment
10nN 20nN 10nN 20nN
CytD 0.8+x0.2| 05x0.1| 0.8x0.1| 0.8£0.1

Nocodazole | 3.2+09| 29+0.2| 3.1+03 | 21+04

CytDNoco 05+01| 05+0.1| 0.7£0.1| 0.9+0.2

5.3 Effects of AntiCytoskeletal Drugs on Intermediate

Filaments

Up to this point we have ignored the role of intermediate filaments (IFs), which do play
important roles in governing the mechanical properties of whole cells (Lazarides 1980; Fuchs &
Weber 1994; Fuchs & Cleveland 1998). We generated cells transientBssxyy vimentirGFP
(a major IF protein) and stained the nucleus and actin CSK after treating with CytD, nocodazole
and CytBNoco (Fig. 5.6). Untreated cells and cells treated with CytD alone exhibit similar
morphologies, with weltlefined vimentin IFs spad throughout the entirety of the cell body.
However, in cells treated with nocodazole (whether alone or simultaneously with CytD), the IF

network tended to condense around the nucleus. From this result, it is tempting to explain the
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vimentin

Figure 5.6. Immunfiuorescent images of actin and the nucleus in fixed cells expressing vimentin
EGFP, in response to various drug treatmena) Untreated (scale bar = 2@n, and applies to all), (b)

CytD, (c) Nocodazole and (d) Giibcodazole treated cells are shown.alhcases, a loss of actin or MTs
results in a slight increase in IF density around the nucleus. However, no clear changes in IF morphology
were observed specifically in response to nocodazole treatment. Therefore, the IF cytoskeleton does not
appear to @ causing the apparent increase in nuclear stiffness upon loss of MTs.
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nocodazoleA Yy RdzOSR AYONBFaS Ay Vv & 2NARIAYIFGAYT TN
nucleus, effectively inhibiting nuclear deformation. However, the nucleus not only ireseas

size due to nocodazole treatment by ~40% on average (as seen in Fig. 5.2), but the apparent
AYONBLIFasS Ay Vv R2Nogo cgllg dven2houdlztihé Iksymaintainitbe same
perinuclear morphology. Therefore, while IFs are highly important iregnivg nuclear shape

and structure (Sarria, Lieber et al. 1994), the data suggests that they do not appear to be
governing the deformation mechanics of the nucleus in mouse NIH3T3 cells. These are
somewhat surprising results, but they are not necessardpresentative of a general

phenomenon occurring in all cell types and contexts.
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Chapter 6

Nuclear Deformation under Cyclic
Force Applicaion



6.1 Mechanical Response of the Nucleus to Cyclic Force

Application

Until this point, all the experiments | have performed using simultaneous AFM and
LSCM involved the application of a constant (static) force onto the nucleus of single, adherent
NIH3T3 fibroblasts. My previous results pointed to a fedependent, anisotropic expansion of
the nucleus in the plane normal to the force application. In addition, the nucleus was found to
expand anisotropically even when cells were treated with the -eytbskeletal drugs
cytochalasin D (CytD) and nocodazole. In this chapter, | investigated whether this anisotropy in

nuclear deformation is conserved even under repeated (cyclic) force application.

]
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Figure 6.1. Cyclic AFM/LSCM experimeBimilar to previouAFM/LSCM experiments, the cantilever of

the AFM was aligned over the center of the nucleus of the target cell (a). The tip was then extended to

apply a constant force (b) for exactly 5 seconds before being retracted. The tip was kept retracted for

exacymn &S02yR& OWNBAGAYIQ LISNA2RO 6STF2NB 06S8SAy3I SEGSYRSH
graphs show plots of cantilever height (blue), and force (red) against time for one cycle (c) which was

performed 15 times for each cyclic AFM/LSCM experiment.

In these sets of experiments, nuclear deformation was observed by performing

simultaneous AFM and LSCM, in which the cantilever of the AFM was aligned over the center of
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the nucleus, and then periodically extended and retracted in order to apply a ayde fThis

process is shown schematically in Figure 6.1. Either 10 nN or 20nN of force was applied with the
AFM tip for 5 seconds for 15 cycles, withd®G 02y R WNBa Ay 3IQ LISNA2Ra gA
force) in between each cycle. With the confocal @sgion plane set in the middle of the

nucleus, images were then taken at 8 frames per second for the entire duration of the 15 cycle
experiment. These experiments were performed for untreated as well as- @gtbnocodazole

treated cells. Deformation waguantified by the normalized change in projected area (shown in

Figures 6.56.3) of the nucleus as a function of time. However, in the absence of applied force

there was no significant change in normalized area throughout the entire duration of the

experiment, as shown in Figure 6.2.

Figure 6.2. Change in nuclear area in the absence of applied fdrbe plot above indicates the change

in nuclear area for untreated cells (n=3) in the absence of applied force over a period of time equivalent

to the duraion of a cycling experiment (t = 225 seconds). The nuclear area remains effectively constant
GKNRdz3K2dzi GKFG GAYS LISNA2Z2RITI FfdzOildzr iAy3 6SG6SSy p! NBI

As in the static AFM/LSCM experiments, all cells displayed ademendent increase in
projected nuclear area, regardless of treatment conditions. This fdeggendent increase was
observed for each individual cycle (p < 0.05). For the first cycle hdmege in normalized area
in response to a 10nN (Fig 6.3a) or 20nN (Fig 6.3b) force was greatest after the CytD treatment
(11 £ 2% and 18 * 2%, respectively), followed by untreated cells (6 £ 1% and 11 + 1%,

respectively), and then nocodazeteated cells(3 £ 1% and 5 + 1%, respectively). These are
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